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Abstract—The background, optical properties, and applications
of low-loss negative curvature hollow-core fiber are reviewed. Data
on spectral attenuation are collated and extended.

Index Terms—Fiber optics, microstructured optical fiber.

I. INTRODUCTION

N EGATIVE curvature hollow core optical fiber (NC-HCF)
is a novel hollow core optical fiber (HCF) which has

emerged over the last few years (Fig. 1) [1]–[8]. NC-HCF is
characterized by the inverted curvature of its core wall, and usu-
ally exhibits multiple spectral transmission bands of low attenu-
ation. The simple structure of the fiber cladding allows flexible
tailoring of NC-HCFs design and dimension for specific wave-
lengths and applications [4], [5], [7], [9]. Since their first appear-
ance NC-HCFs have been applied in high power/ultrafast laser
delivery [10]–[14] and several other applications [15]–[20].

This paper comprises eight sections: Section II consists of a
brief history of NC-HCF, while the optics of NC-HCF will be
discussed in Section III. From Sections IV to VI the guidance
properties of NC-HCFs are collated and summarized includ-
ing mode attenuation, bending loss, dispersion and nonlinear-
ity. Section VII reviews some applications of NC-HCFs and
Section VIII contains conclusions.

II. A BRIEF HISTORY

A long time ago, “hollow core optical waveguides” referred to
long cylindrical tubes and rectangular stripes made of dielectric
or even metal.

In 1936, Carson et al. studied the potential of hollow core
fiber made of metal material for long haul electromagnetic wave
transmission theoretically [21]. Later, in 1964, Marcatili and
Schmeltzer studied the feasibility of using the dielectric HCF
in telecommunications [22]. They demonstrated analytically
that the trade-off between modal leaky loss and bending loss
would fundamentally limit the application of dielectric hollow
core fiber for long-haul optical signal transmission. Neverthe-
less, through advances in inner-surface coating techniques, HCF
achieved great successes in some fields such as mid-infrared
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Fig. 1. SEM pictures of typical NC-HCFs (a) NC-HCF made of silica, with
capillaries in touch in the cladding [1] (b) NC-HCF made of silica, with non-
touching capillaries in the cladding [5] (c) NC-HCF made of silica with ice-
cream-cone shape capillary in the cladding [3] (d) NC-HCF made of silica, with
non-touching capillaries. Extra capillaries are added to reduce the coupling
between the core and cladding modes [33].

light transmission, particularly in CO2 laser delivery for indus-
trial applications [23].

By the end of the 20th century, the emergence of hollow core
photonic bandgap fiber (HC-PBG) speeded up the development
of HCFs in both theory and applications enormously [24], [25].
On one hand, it brought in new concepts of light guidance in
HCFs and boosted the development of fiber optics; and on the
other hand, it creatively introduced micro-structure into optical
fiber design, and inspired more novel designs of optical fibers.
The state-of-the-art HC-PBGs already demonstrate extremely
low transmission loss, comparable to that of commercial optical
fibers [26], [27].

“Kagome” fiber was another important type of HCFs that was
firstly reported in 2002 [28]. The Kagome fiber usually exhibits
multiple transmission bands and overall covers a broader spec-
tral range than HC-PBGs. Numerical simulations show that the
“Kagome” lattice supports no photonic bandgap which make
the Kagome fiber distinctive [25], [29].

The appearance of NC-HCF can be traced back to the discov-
ery of the importance of core wall shape in Kagome fiber in 2010
[30]. A Kagome fiber with negative curvature core boundary un-
expectedly exhibited a lower attenuation than regular ones. A
series of subsequent experiments confirmed the significance of
core wall shape in the reduction of attenuation in such fibers
[31].

This work is licensed under a Creative Commons Attribution 3.0 License. For more information, see http://creativecommons.org/licenses/by/3.0/
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In 2011, Pryamikov and his colleagues fabricated the first
NC-HCF for 3 μm wavelength transmission [1]. A 63 cm long
NC-NCF was fabricated and several transmission bands were
observed from 1 to 4 μm. Afterwards, Kosolapov et al. extended
the transmission window to 10.6 μm for CO2 laser delivery by
using chalcogenide glass [2].

In 2012, a silica NC-HCF with low loss transmission in the
mid-infrared spectral region from 3 to 4 μm was fabricated with
minimum attenuation of 34 dB/km [3]. This type of NC HCF is
characterized by “ice-cream-cone” shaped cladding capillaries,
which are formed during the fiber drawing by the balance be-
tween gas pressure in the holes pressure and the surface tension
of fiber material. Such fiber was later successfully demonstrated
to deliver high energy microsecond pulses at 2.94 μm for in-
vasive surgical laser procedure proposal [10], [11]. Attenuation
figures of 24.4 and 85 dB/km were subsequently recorded in
NC-HCFs of similar structure at 2.4 and 4 μm wavelength, re-
spectively [9].

After demonstration in the mid-infrared spectral region, low
loss NC-HCFs for shorter wavelength transmission in the visible
and near-infrared were developed [13], [14], [18]. Recently,
NC-HCF with attenuation of 0.15 and 0.18 dB/m at 532 and
515 nm, respectively achieved single-mode, stable transmission
of nanosecond and picosecond pulses with 0.57 mJ and 30 μJ
[13]. 40 dB/km was measured at 1064 nm in NC-HCF which
was used as part of ring cavity in a mode-locked Ytterbium fiber
laser with 37–11 MHz repetition rate [18].

Early in 2013, Kolyadin et al. reported the first design of
open boundary of core wall in NC-HCF. This type of NC-HCF
has contactless capillary cladding, and demonstrated low loss
transmission of light in the mid-infrared spectrum range from
2.5 to 7.9 μm [5]. In 2014, greatly reduced bending loss in
similar fibers was reported by Belardi et al. [8], [32]. This design
was soon applied to shorter wavelength transmission in the near-
infrared spectrum [33].

In 2013, THz guidance in NC-HCF made of polymethyl-
methacrylate was demonstrated by Setti et al. [4].

A further design variation of NC-HCF was proposed by Be-
lardi and Knight in 2014 [6]. By adding extra anti-resonant
elements in the cladding, numerical simulations predicted that
the minimum loss of NC-HCFs could reach below 1 dB/km [6],
[33].

Besides high power laser delivery [10]–[14], NC-HCFs have
been also applied in the study of gas-light interaction. Stimulated
Raman scattering in H2 and C2H2 gas lasing were realized
in NC-HCFs [15]–[17], [19], [20]. Further information can be
found in Section VII.

III. MODELING AND ANALYSIS

NC-HCF has a simple structure compared to that of HC-PBG
and Kagome fiber [25], [29]. It has no periodic cladding, and
does not possess a photonic bandgap, which explains the leaky
nature of such fiber. The leaky nature and antiresonant guiding
mechanism make it natural to compare NC-HCF with Kagome
fiber. Both have multiple transmission bands and similar atten-
uation figures at comparable wavelengths [34], [35]. Indeed,
seeing the cladding of a Kagome fiber can be reduced to just

one single layer without significantly increasing attenuation [36]
we suspect that the guidance in these two fiber designs is very
similar.

However, the simple geometry of NC-HCF belies the lack of a
simple quantitative model of its optical performance. Currently
the modeling of NC-HCFs depends heavily on numerical simu-
lations. The Marcatili and Schmeltzer model, the anti-resonant
reflecting optical waveguide (ARROW) model and the coupled-
mode model are most commonly used to explain the guidance
mechanism of NC-HCFs and other leaky HCFs.

A. Marcatili and Schmeltzer’s Model

In 1964, Marcatili and Schmeltzer firstly analytically studied
the mode properties of the dielectric HCF [22]. In their pio-
neering work, they derived formulas of mode attenuation and
bending loss, which revealed the basic properties of modes in
HCFs.

An idealized HCF consists of a circular core surrounding by
infinite homogenous non-absorptive dielectric medium of higher
refractive index than the core material (usually gas/vacuum).
Due to the inverted refractive index contrast, total internal re-
flection cannot occur when the light is incident from the core
at the interface between the core and cladding. The partial re-
flectivity at the core boundary indicates inevitable loss for light
propagating in the core. The mode attenuation and correspond-
ing propagation constant are written as [22],

ανm =
(uνm

2π

)2 λ2

r3 Re (Vν ) (1)

βνm =
2π
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ncore −
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Here uνm is the mth zero of the Bessel function Jν−1 , and
ν and m are azimuthal and radial number of modes; λ is the
wavelength; r is the core radius; ncore is the refractive index
of core medium; Vν is the constant determined by the cladding
refractive index and mode order [22].

Equations (1) and (2) are the most basic formulas to un-
derstand modes in all leaky HCFs. As r/λ grows bigger, the
attenuation of modes is quickly reduced. For a mode of spe-
cific order, a higher propagation constant is required to satisfy
the transverse resonance condition in a bigger core. Such larger
core would give an increased glancing angle of light incident at
the core boundary, which results in a higher Fresnel reflection.
As a result, the mode in a larger core has a smaller attenuation.

Marcatili and Schmeltzer’s model fails when complex struc-
tures are introduced to the cladding of HCF. The multiple re-
flections from the structured cladding can reduce or increase the
attenuation of leaky modes by constructive/destructive interfer-
ence, and it affects the dispersion of modes too.

B. ARROW Model

The ARROW model was firstly proposed in 1986 to explain
the enhanced confinement in a planar waveguide with a series
of high-low index regions forming the cladding [37]. In 2002
it was used to explain the light transmission in HC-PBG [38].
Soon it was being applied to a range of micro-structured HCFs.
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Fig. 2. Schematic of ARROW model. Top: structure of waveguide; Bottom:
corresponding transmission spectrum [38].

The ARROW is 2-D model which can be extend to three
dimensions. It approximates the cladding of HC-PBG as an array
of high and low refractive index layers. Each higher refractive
index layer can be considered as a Fabry–Perot resonator as in
Fig. 2, which can enhance/decrease the confinement of light in
the air core under different resonant/antiresonant conditions.

Assuming r/λ we have β ≈ 2πn1/λ according to (2). In
Fig. 2, the resonance wavelength is calculated as,

λm =
2n1d

m

√(
n2

n1

)2

− 1 (3)

where n1 and n2 are low and high material refractive indices,
respectively; d is the thickness of high index layer; and m is an
integer, representing the order of resonance.

At the resonance wavelengths, the core mode experiences
enhanced attenuation leaking through the high index layer. At
wavelengths away from the resonance, the reflectivity of high
index layer increases and the attenuation of the leaky mode
is reduced. Therefore, the spectral transmission of ARROW
waveguide features multiband transmission, similar to that of a
Fabry–Perot resonator. The band edges of the transmission are
well defined by the resonance wavelengths.

It is worth observing that the Bragg reflection cannot replace
the ARROW model to explain HCFs [38]. Changing the pitch
of the high index layers in the cladding barely shifts the band
edge in simulations. This is also supported by the experimental
demonstration of Kagome fiber. In Kagome fiber, it has been
shown that reduction of the number of cladding layers does
not significantly increase the fiber loss or shift the transmission
band positions [36]. We conclude that the single-layer property
of cladding plays a most important role when applying ARROW
model to HCFs.

The loss edge of transmission bands can be precisely pre-
dicted by ARROW when d/λ � 1. At longer wavelengths, cor-
responding to the spectral range below the m = 1 resonance,
the ARROW model is no longer useful.

The ARROW model is a well-established model which fits
well with experimental results. Although it can precisely predict
the band edge of transmission, it cannot provide further insight
into the band properties.

Fig. 3. Cladding mode characteristics in NC-HCF. (a) Intensity distribution
of two types of cladding modes: a dielectric cladding mode (top) and a HE11 -
like leaky air mode (bottom). (b) Effective indices of dielectric cladding modes
(top) versus HE11-like leaky air mode. The black dotted line in (b) bottom is
computed by Marcatili and Schmeltzer’s model. Here F is normalized frequency
by capillary thickness [41].

C. Coupled-Mode Model

The coupled-mode model applies coupled mode theory [39]
to analyze the properties of HCFs based on Marcatili and
Schmeltzer’s model.

In real HCFs, the cladding is no longer an infinite and ho-
mogenous medium but has a complex configuration of refractive
index distribution. The cladding modes are a set of modes in-
cluding both dielectric modes (see Fig. 3(a) top) localized in
the higher index regions and leaky air modes (see Fig. 3(a) bot-
tom) inside lower index regions [40], [41]. In the coupled-mode
model, the properties of core mode are interpreted as results of
the longitudinal coupling with those cladding modes.

This method was successfully applied in analyzing the for-
mation of bandgaps in HC-PBG [42]. By this method, inhibited
coupling was proposed to explain the guidance in Kagome fiber
[29]. In 2007, Argyros and his colleagues applied the coupled
mode theory to the square lattice polymer HCF and quantita-
tively analyzed the formation of band edges of leaky HCF [43].
They pointed out that the absolute phase matching is not neces-
sary to achieve an effective coupling between the cladding and
core modes. Δβ ∼ 10−4 m was found to be the threshold to
estimate the transmission band edge, which matched well with
the experimental measurement [43].

In 2012 Vincetti and Setti applied this method to NC-HCF and
presented details of cladding mode features in NC-HCF [41].
Later, they used this method to demonstrate that the geometry of
cladding elements was important to determine the confinement
loss of HCFs. The polygonal shaped tube in the cladding adds
extra loss due to the Fano-like coupling between the core and
cladding modes [44]. This can be used to explain the different
spectral features between NC-HCFs and Kagome fibers.

D. Function of Core Wall Shape

NC-HCFs are characterized by the negative curvature of
the core wall, which has been numerically and experimentally
demonstrated to effectively reduce the attenuation. Numerical
simulations (Fig. 6) showed that in NC-HCF an increase of nega-
tive curvature influences the mode attenuation and even bending
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loss in a complex way [45]. It has been confirmed that a large
curvature of the core wall (small radius of curvature) can help de-
crease the overlap of core mode field with fiber materials to 10−4.
This has been experimentally and numerically demonstrated in
silica NC-HCFs [9], [45] (further discussions will be found in
Section IV-B).

Despite recent efforts in analytical analysis [46], the function
of the core wall shape is not yet clear. It appears that both
the properties of the high-index and of the low-index cladding
modes are affected by the curvature.

IV. GUIDANCE PROPERTIES—MODE ATTENUATION

A typical NC-HCF possesses multiple transmission bands,
and the band edges are determined by the resonance wave-
lengths of cladding as described by the ARROW model. To
experimentally study the fiber attenuation, we use the standard
cutback method [47].

In HCFs there is no cutoff condition for high order modes.
All modes exist at the same time but with different attenuations.
High order modes are seldom observed in the propagation over
long lengths because of their far higher attenuation and more
sensitivity to the bending.

In the low order band of HC-NCF (determined by low order
resonance wavelengths of cladding), because of relatively small
r/λ ratio, the output is usually composed of the fundamental
mode, or at most a few modes. By controlling the cutback length
and the residual fiber length, the cutback method can be used to
obtain a reliable measurement of fundamental mode attenuation.

In 2013, Yu and Knight reported a systematic study of the
mode attenuation in one transmission band between the first and
second resonant wavelengths in NC-HCFs with ice-cream-cone
shape cladding [9]. 50 similar NC-HCFs drawn for different
spectral ranges were fabricated and measured. Among them, the
NC-HCFs with the minimum attenuation in their spectral ranges
were selected for study [9]. Fig. 4 summarizes those minimum
attenuations reported in [9] and latest results of this type of
NC-HCFs [13], [18]. Table I lists detailed information of NC-
HCFs in Fig. 4, including the figures of minimum attenuation
and wavelengths, the spans of first transmission bands, and core
diameters. The minimum attenuation 53.8 dB/km at 687.4 nm
and the majority of core diameters are reported here for the first
time.

In Fig. 4, the attenuation is dominated by different factors
in different spectral ranges. Those factors include the material
absorption at the longest wavelengths, leakage loss at mid-range
wavelengths and “imperfection” loss at visible wavelengths and
into the ultraviolet.

A. Leakage Loss

The leakage loss is the fundamental part of mode attenuation
of NC-HCFs. Compared to conventional fibers, NC-HCF’s are
profoundly different in this respect because they have no strictly
confined modes. By increasing r/λ, the mode attenuation can
be effectively reduced according to (2). Generally, a NC-HCF
with a large core can be expected to have lower loss.

According to (1), the leakage loss α ∝ r−1 if r/λ remains
constant. This is a natural result from the dimensional scaling

Fig. 4. Scaling of minimum attenuations with wavelengths of NC-HCFs.
Measured data in [9] is shown as black triangles. Updated data is shown as
black square [13], [18]. The dark blue, light blue and red solid lines represent
fittings to selected points of attenuation = A·λx with a resulting x of −2.09,
−3.642 and −0.998 separately (dark blue curve fitting data points between 500
and 1040 nm; blue curve fitting data points between 700 and 1300 nm; red
curve fitting points between 1500 to 2500 nm). The orange dashed line is total
attenuation based on predictions of confinement losses from Comsol and scaled
absorptive loss (measured). Inset: Simulation showing simulated variation in
fiber attenuation as silica material absorption increases.

TABLE I
DATA OF NC-HCFS IN FIG. 4

Transmission Minimum Minimum Core
Window Attenuation Attenuation Diameter

No. [nm] Wavelength [nm] [dB/km] [μm]
r ∗

λm
References

1 470–610 571.2 95 16 14.0 [13]
2 600–850 687.4 53.8 22 16.0 new
3 870–1120 1041 26 32 15.4 [26]
4 750–890 869.35 242 22.5 12.9 [9]
5 970–1320 1158 102 38.3 16.5 [9]
6 1160–1520 1270 57 35 13.8 [9]
7 1500–1730 1576 38 46 14.6 [9]
8 1860–2530 2026 35 61 15.0 [9]
9 2200–2890 2400 24.4 61 12.7 [9]
10 2850–3850 3000 31.8 93 15.5 [3]
11 3400–4200 3635 76.7 108 14.8 [9]
12 3600–4400∗∗ 4010 110 119 14.8 [9]

Measured transmission windows of first band, minimum attenuations with wavelengths and
core diameters of NC-HCFs in Fig. 4 are listed.
∗r/λm is ratio of core radius over minimum attenuation wavelength.
∗∗Measurement of transmission window was limited by light source intensity and detector
response of monochromator.

law of electromagnetic field in HCFs [41]. All the fibers in Fig. 4
were designed and intended to be fabricated similarly, and ex-
pected to present similar structures but scaled for the different
wavelengths of operation. In Table I, r/λm varies from 12.7 to
16.0 and the average is 14.6. Those fibers present high simi-
larity apart from minor exceptions. We should therefor expect
the minimum attenuation with wavelength to satisfy α ∝ r−1 .
In Fig. 4, a fit to the data finds scaling with wavelengths as
λ−0.998 in the near-infrared spectrum from 1.2 to 3 μm, consis-
tent with the assumption. At shorter and longer wavelengths,
different dependences imply that different loss mechanisms
other than leakage loss start to dominate, which will be discuss in
Sections IV-B and IV-C.
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Fig. 5. Simulated normalized attenuation spectra of NC-HCF in different
condition of η. η is defined as inner over outer diameter of capillary in the
cladding. The bigger η is, the thinner core wall thickness is. Neither material
absorption nor material dispersion is considered in those simulations. R is the
core radius [9].

Fig. 6. Percentage of optical power in the air core (green line with “x”), in all
the air holes of the fiber (red line with filled dots) and in the silica struts of the
cladding (purple line with empty dots). On the right hand side is a magnification
of the plot for curvature values between 0.9 and 1 [45].

In NC-HCF, reducing the core wall thickness is another im-
portant way to reduce the attenuation of NC-HCFs. Fig. 5 shows
simulated attenuation spectra of NC-HCF for different core wall
thicknesses [9]. Both axes are normalized by fiber core dimen-
sion. η is defined as the ratio of inner over outer diameter of
capillary forming the core wall. The bigger η is, the thinner core
wall thickness is. From Fig. 5, we observe that the leakage loss
of NC-HCF is reduced with thinner core wall thickness. At the
same time, the transmission window is wider, as predicted by
ARROW model.

The leaky “airy” mode in the hollow regions of the cladding
recently has been numerically demonstrated as another source
of leakage loss [6], [32], [48]. The leakage loss in NC-HCFs
can be further reduced and potentially reach 1 dB/km or even
less by reducing the mode coupling between the core mode and
air mode of cladding [6]. To reduce the coupling, extra capillary
or finer structure can be added into cladding bores, shifting the
air modes away from the propagation constant of the core and
hence reducing the loss through this mechanism [6].

B. Material Absorption

In HCFs, because light is transmitted through the hollow core,
the fiber material weakly influences the core mode properties,
including the attenuation. The contribution of material absorp-

tion to the total loss in NC-HCFs arises from the mode overlap
with the fiber material. Fig. 4 inset shows the simulated contri-
bution to the mode attenuation in NC-HCF from the absorption
of the cladding material. For a specific NC-HCF, the simulated
mode attenuation increases linearly with material absorption, as
expected for low absorption.

In NC-HCFs, it has been experimentally demonstrated that
the mode overlap can be as low as 10−4 [9]. Numerical simu-
lations agreed well with the experimental result (Fig. 6) [45].
Although the influence from fiber material in NC-HCF is tiny,
material loss can still dominate the mode attenuation when ma-
terial attenuation reaches thousands of dB/m.

Fused silica and softer glasses are the most common mate-
rials for fiber fabrication. Fused silica exhibits excellent trans-
parency in the visible and near-infrared spectral regions, where
the absorption of fiber material can be ignored [49]. However
the phonon absorption increases quickly at longer wavelengths,
and the material absorption rises rapidly from tens of dB/m at
3 μm to tens of thousands of dB/m beyond 5 μm wavelength
[49], [50]. Such high loss is as the main factor limiting the
performance of NC-HCFs at long wavelengths [3], [10], [11].

In Fig. 4, all NC-HCFs were made of F300 synthetic fused
silica. 865 dB/m was measured at 4 μm wavelength [9]. The
effect of material absorption on fiber loss is numerically esti-
mated around 7000 times less than the material absorption due
to the very low overlap of the guided mode with the glass at
these long wavelengths by Comsol. By scaling the measured
material absorption by this factor and adding it to the predicted
leaky loss from Comsol, the total fiber loss was to increase rapid
with material absorption and to dominate the attenuation of NC-
HCF in this spectral range. Measured minimum attenuation was
found to be 85 dB/km at 4 μm wavelength, which is measured
as 10 000 times less than the measured silica absorption.

Soft-glasses, such as chalcogenides and fluorides, possess a
much lower absorption in the mid-infrared region up to 10 μm
and have been widely adopted as optical fiber materials for the
mid-IR [23]. In 2000, the first use of soft-glass to fabricate
HCF was demonstrated [51]. In 2010, more complex structured
HC-PBG were successfully fabricated with chalcogenide glass
[52].

Theoretically, because of the low material absorption, NC-
HCFs made of soft-glasses should achieve much lower loss
than those formed from silica at the long wavelengths in the
mid-infrared. However, measured results were of the order of
several dB/m or even worse [2]. Because of the very sensi-
tive viscosity/temperature relation of soft-glass materials, it is
technically challenging to obtain uniform and delicate holey
structures in HCFs, which determines the optical properties of
fibers. Compared with the mature state of silica fabrication, the
processing routes for purification and fiber drawing still need
improvement to achieve the theoretical performance limits for
these materials.

C. “Imperfection” Loss

In the fabrication of HCFs, it has been the challenge to scale
down the dimension for shorter wavelengths through the near-
infrared and into the visible range. As the fiber gets smaller, the
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Fig. 7. SEM and optical microscope pictures of some NC-NCFs designed
for similar transmission windows in Table I. SEM images of Fibers 5, 3 and
2, and an optical micrograph of Fiber 4 as labelled. Fibers 3 and 2 have lower
attenuation than Fibers 4 and 5, respectively, despite being at approximately
comparable wavelengths. The degradation of cladding structure, such as the
slab-like fusion between capillaries (Fiber 4) and reduced boundary curvature
(Fiber 5) may result in such higher losses. Fibers 3 and 2 were fabricated from
the same preforms with fluorine-doped silica glass as the jacketing tube, and
using a smaller draw-down ratio. Fibers 5 and 4 were fabricated using a pure
silica glasses jacketing tube and a higher draw-down ratio.

balance between the surface tension and pressure in the fiber
cladding becomes unstable, causing more frequent deformation
leading to increased attenuation [53]. This extra loss of HCF
arises from the “imperfection” of the fiber structure.

In Fig. 4, a substantial increase of attenuation is found in
Fibers 4, 5, and 6 (see Table I) at shorter wavelengths [9]. They
were drawn from a same group of preforms with dimension
scaled for different transmission windows. To overcome the
“imperfection” degradation, a smaller draw-down ratio was used
to fabricate Fibers 1, 2 and 3 (see Table I). Also, in the fabrication
of Fibers 1, 2 and 3, fluorine doped glass tubes rather than plain
silica tubes were used to jacket the silica perform in the final
draw to fiber. Comparing those drawn using a pure silica jacket,
the fluorine-doped jacketed fibers exhibited much lower losses
and less structural degradation, although they were no different
from the silica fibers in dimensions. We attribute this to the
reduced viscosity of the fluorine doped material, which enables
the fiber to be drawn under more favorable conditions.

Fig. 7(a), (b) and (d) presents SEM images of Fiber 5, 3 and
2, and (c) is an optical microscope image of Fiber 4.

Fibers 5 and 3 (silica jacket) were both drawn for light trans-
mission near 1 μm with similar core sizes. Fibers 4 and 2 (flu-
orine jacket) also have most parts of transmission bands over-
lapped between 750 and 850 nm. Fiber 3 exhibits a much lower
attenuation than Fiber 5. The most significant difference can be

found in core wall curvatures, which is also found in comparison
between Fibers 4 and 2.

In Fiber 4, the fusion between capillaries has changed from
points into slabs. Such defects are most common in small NC-
HCFs for shorter wavelengths in the visible and near-infrared
range. Extra “imperfection” loss was measured in Fiber 4 in
comparison to Fiber 2. The degradation of fiber structure, in-
cluding the slab fusion in cladding as well as flattened core wall
curvatures, contributes to the increased attenuation at the short
wavelengths.

In NC-HCF, there has been no experimental evidence relating
the “imperfection” loss at short wavelengths to the scattering
due to the surface roughness. But it may be worth in future to
explore if such effect can be one factor limiting the attenuation
performance of NC-HCFs at short wavelengths.

The scattering loss due to the core wall roughness has been
identified as one of the reasons limiting the ultimate attenuation
of HC-PBG [27], [54]. The surface roughness of core wall is
inevitably formed along HCF because of the thermodynamics
process in the fabrication, which is attributed to surface capil-
lary wave frozen at the silica interface in the transition temper-
ature range [55]. Such microscopic fluctuation is usually under
one nanometer over a micrometric scale, but such roughness is
enough to dominate the loss limit of HCFs, especially at short
wavelengths.

The scattering effect causes the minimum attenuation with
wavelengths to be proportional to λ−a in log-log, where a may
vary from 2.5 to 3.5 according to the design of the HC-PBG
[27], [56].

V. GUIDANCE PROPERTIES—BENDING LOSS

Generally, bending loss in optical fiber can be categorized
into macro-bending and micro-bending according to the loss
mechanism [47]. Micro-bending refers to the periodic or ran-
dom deformations of the refractive-index distribution or of the
geometry of optical fibers along the length, which can cause the
energy to couple between the core modes and cladding modes
if the deformations change sufficiently rapidly along the fiber
axis [57]. The loss mechanism of micro-bending is essentially a
scattering phenomenon, which is no interest of this section. The
bending effect here refers to the macro-bending which accounts
for the extra loss associated with the curved guidance when the
fiber is bent.

The origin of bending loss of NC-HCF can be generally cate-
gorized as true bending loss, high order core mode conversion,
and enhanced radiative/absorptive loss.

Kosolapov and colleagues numerically and experimentally
demonstrated that at certain bending radii, the phase match-
ing condition could be satisfied between the core and cladding
air modes which resulted in extreme high losses [2]. Yu et al.
found that the bending loss increased more rapidly at shorter
wavelengths in the spectral transmission window [3]. This
wavelength dependence was also experimentally observed in
HC-PBG and all solid PBG [58], [59]. Setti et al. numerically
found that the bending effect depended on wavelengths was due
to the shift of band edge of transmission window to the longer



YU AND KNIGHT: NEGATIVE CURVATURE HOLLOW-CORE OPTICAL FIBER 4400610

wavelengths [4]. Belardi et al. found that NC-HCF with open
core boundary exhibited much less bending sensitivity than the
other NC-HCFs [8]. Jaworski et al. measured the relation be-
tween the bending loss and the bending radius in NC-HCFs [13],
[14]. In their study, low bend losses were found in NC-HCFs
with lower mode attenuations [13].

A. True Bend Loss

In Marcatili and Schmeltzer’s model, such loss can be de-
termined by a perturbation correction of mode attenuation of a
straight fiber in the bending condition [22]. The bending loss is
written as,

ανm =
r3

λ2R2 ReVνm . (4)

Here R is the bending radius.
Equation (4) clearly shows that the bending loss grows faster

than the bending curvature. For a specific fiber, at one wave-
length, ανm ∝ R−2 This bending loss dependence was also
demonstrated by numerical simulations in NC-HCF [4] and
matched with the observations in measurements [3], [8], [13],
[14].

According to (4), the bend loss can be traded off with leakage
loss as a function of core size. In the fiber design, to achieve
lower transmission loss, a large core is preferable however it
inevitably causes a higher bending loss.

B. High Order Core Mode Conversion

In 1969, Marcatili pointed out that higher order mode con-
version is the main loss mechanism in the high refractive index
core waveguide [60]. He demonstrated that, under multimode
guidance, the loss originating from high order mode conversion
is many orders of magnitude larger than the radiated loss of the
fundamental mode because of bending [60].

NC-HCF exhibits lossy multimode guidance properties. The
high order mode conversion is a significant reason for high
bending loss in NC-HCFs. More work is needed to investigate
such effects in HCFs.

C. Enhanced Radiative/Absorptive Loss

The coupling between the core and cladding modes can be
greatly enhanced at specific wavelengths in the bent condition.
On one hand, the phase matching condition can be satisfied or
nearly satisfied between the core mode and cladding modes in
the bent fiber. This has been observed both numerically and ex-
perimentally [2], [4], [61]. Such resonances cause well-defined
and significant loss peaks in the transmitted spectrum.

On the other hand, bending also increases the overlap between
core mode and cladding material. With the method of conformal
transformation [62], the equivalent refractive index distribution
of NC-HCF under bending makes core modes closer to one
side of the core. At long wavelengths where the fiber material
is absorptive or at short wavelengths where surface roughness
of core wall causes dramatic scattering loss, there may be an
associated increase in observed bend loss.

TABLE II
MEASURED BENDING LOSS OF NC-HCFS

No. in Measured Wavelength Bending Loss Bending Radius References
Fig. 4 [nm] [dB/m] [cm]

1∗ 515 190.0 0.5 [13]
3.2 2.5

532 216.4 0.5
5.1 2.5

2∗ 1064 35.6 2.5 [14]
2.6 6

3∗∗ 3100–3200 < 3.18 2.5 [8]
0.3 7.96

∗The bending loss of NC-HCFs were measured by bending a piece of NC-HCF by 180°
with two ends kept straight.
∗∗The fiber was bent into a coil and bending loss was calculated by dividing the total
bending-induced loss by the number of coils.

VI. GUIDANCE PROPERTIES—DISPERSION AND NONLINEARITY

In NC-HCF, the group velocity dispersion and nonlinearity
are tiny, and the modal dispersion is relatively low. The material
contribution to the overall dispersion and nonlinearity is very
limited due to the reduced overlap between the core mode field
and cladding region.

Although no direct measurements have been reported, the
extremely low dispersion and nonlinearity of NC-HCFs have
been demonstrated in experiments [13], [14], [18]. A 6 ps laser
pulse at 1030 nm with nearly 92 μJ pulse energy was stretched
to 8.7 ps after 8 m propagation in Fiber 5 in Table I [14]. Such
pulse length stretching could be only caused by modal dispersion
rather than group delay dispersion. No pulse stretching was
found in delivering 6 ps laser pulse at 515 nm with 30 μJ pulse
energy in Fiber 1 in Table II [13].

Because of their low dispersion and nonlinearity, NC-HCFs
can provide appropriate solutions to high power/ultrafast laser
delivery in fundamental scientific research and in industrial ap-
plications.

A. Dispersion

The modal group delay and group velocity dispersion can be
calculated in Marcatili and Schmeltzer’s model.

According to (2), the group velocity dispersion should stay
anomalous and extremely low over the whole spectral range
if we assume the core medium is non-dispersive. By adding
different types of gases and changing the gas pressure, the total
dispersion of core can be tuned over a certain range [63].

The flat and shallow dispersion slope changes rapidly at wave-
lengths near band edges where cladding modes couple with the
core mode. As in HC-PBG, the strong coupling interaction at the
band edges causes the group dispersion across the transmission
window to change from anomalous to normal towards shorter
wavelengths [64]. Near the band edge, the value of group veloc-
ity dispersion rises rapidly up to hundreds of ps/(km × nm).
Based on anti-crossing coupling, a method of tailoring the
dispersion of HC-PBG has been proposed by tuning the size
of subsidiary bores around the core in the cladding [65], [66].
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B. Nonlinearity

Nonlinearity of NC-HCFs comes from the gas inside the core
and part of the cladding material. Air, for example, has Kerr
nonlinearity in roughly three orders of magnitude less than in
silica [67]. The cladding material contributes to nonlinearity
due to the limited overlap between the core mode and cladding
material. For NC-HCFs, the overlap between the core mode and
cladding material approaches to 0.01%, in which we can expect
the residual nonlinearity from the fiber material can be ignored.
As a result, the main source of nonlinearity will only come from
the air/gas filling the core, unless the gas pressure is low.

VII. APPLICATIONS

NC-HCFs have been already successfully used in high power
laser transmission at various wavelengths from the visible to
mid-infrared. They have also been demonstrated as a competi-
tive candidate to replace gas cell/tube in the study of gas-light
interactions.

A. Laser Transmission

In the far-infrared spectrum, CO2 laser transmission at
10.6 μm was demonstrated by the NC-HCF made of
As30Se50Te20 glass in 2011 [2]. A single-mode-like guidance
was measured in less than 1 m fiber with about 11 dB/m attenu-
ation at 10.6 μm. When the fiber was bent to a radius of 30 cm,
the deformation of mode distribution was observed [2].

In the mid-infrared spectrum, the delivery of high energy
pulses laser pulses at 2.94 μm, with energies up to 195 mJ
(limited by laser power), at a pulse length of 225 μs was suc-
cessfully demonstrated through a silica NC-HCF in 2013 [10].
At 2.94 μm, high power Er:YAG laser have been used in biologi-
cal tissue ablation in medical surgery because of high absorption
coefficient of water molecules. In practical applications, a flex-
ible guide from the laser source to the patient will allow more
freedom for surgeons. NC-HCF developed for the experiment
exhibited low attenuation of 0.183 dB/m at 2.94 μm. Single
mode guidance was measured at the output of fiber from 6.8
to 0.8 m fiber length. This fiber also presented typically low
numerical aperture (NA) of 0.03 which was determined by the
large core size (94 μm in diameter). The small divergence of
laser beam would allow longer working distance which could
add more freedom in the practical surgical application.

In the near-infrared, picosecond and nanosecond pulse deliv-
ery at 1030 and 1064 nm wavelengths were reported through a
silica NC-HCF in 2013 [14]. Picosecond pulses with an aver-
age power above 36 W and energies of 92 μJ were delivered in
NC-HCF. No optical damage to the NC-HCF was found dur-
ing nanosecond pulse delivery and the fiber was expect to be
capable of delivering at least 8 mJ in a 60 ns pulse before dam-
age. 0.03 NA was also measured in the fiber.

In the visible, deliver of high energy nanosecond and
picosecond pulses in the green spectral region was also
demonstrated successfully in 2015, which aimed for precision
micro-machining and marking of metals and glasses [13]. The
fabricated NC-HCF had attenuations of 0.15 and 0.18 dB/m at

532 and 515 nm, respectively. It achieved transmission of 6 ps
pulses at 515 nm with a maximum energy of 30 μJ and an
average power of 12 W, which was more than double record
reported in Kagome fiber at this wavelength at that time [68].
The NC-HCF also provided a stable single-mode output, with
very low bend sensitivity. The measured results showed that no
degradation of temporal and spectral properties of the guided
beam were detected. 0.038 NA was measured in the fiber.

B. Gas Hollow Core Fiber Laser

Gas hollow core fiber laser is a novel fiber laser which makes
use of an atomic/molecular gas as a gain medium confined in a
length of NC-HCF [69].

The advantages of using HCF instead of a traditional gas cell
in developing a gas laser is that the interaction length could be
extended, low thresholds and high efficiencies can be expected,
and fiber-based systems have great potential for integration and
reduction in size.

Compared with conventional solid fiber lasers, gas HCF lasers
will remove the nonlinear and damage limits which arise be-
cause of the interaction between the light and solid material.
Thermal effects, such as thermal lensing under high power op-
eration may be finally conquered in gas fiber lasers. A variety
of atomic/molecular gases provides a broad spectral range of
emission wavelengths, from the UV to the IR. Owing to the na-
ture of atomic and molecular gas transitions, the gas HCF laser
always presents a much narrower laser spectral bandwidth than
the solid fiber lasers.

In 2013 a Raman NC-HCF laser was firstly reported [15].
The simulated Raman scattering (SRS) at 1.9 μm was generated
in a 6.5 m long H2-filled NC-HCF at 23 bars, pumped by a
1064 nm microchip laser. By proper design, a silica NC-HCF can
guide both Stokes and pump light with low loss in two different
transmission bands. 1500 W peak power of pure vibrational
Stokes SRS at 1907 nm was measured with a corresponding
quantum conversion efficiency above 48%.

In 2014, Wang et al. reported that 3.1–3.2 μm mid-infrared
emission was achieved in the single pass of silica NC-HCF
filled with acetylene gas pumped by an amplified, modulated,
narrowband, tunable 1.5 μm diode laser [17]. The maximum
power conversion efficiency of the single-pass amplified spon-
taneous emission (ASE) was approximate 30%, with respect to
the absorbed pump power in a 10.5 m length of fiber at pres-
sure of 0.7 mbar. The minimum pump laser energy required
was less than 50 nJ. Based on Wang’s experiment scheme,
a 3.16 μm acetylene-filled silica NC-HCF laser was recently
demonstrated [20]. 101 m silica NC-NCF of extremely low loss
at the lasing wavelength (25 dB/km) was added as a feedback
fiber to form a ring cavity with the acetylene filled gain fiber. By
synchronous pump with narrow line 1.53 μm pulses, pulsed las-
ing at 3.16 μm was finally obtained. The high damage threshold
and low nonlinearity of NC-HCF suggested good potential of
power scaling.

Besides optically-pumped lasers, traditional electrical gas dis-
charge for gas lasers are also being explored in gas NC-HCF
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lasers. Optical gain has been measured in NC-HCFs filled with
Helium–Xenon gases by dc electrical discharge [16], [19].

VIII. REMARKS

This paper describes the very rapid progress made over the
last few years in developing new forms of hollow optical fiber,
and gives early indication of their potential applications. It is
not comprehensive, and we hope and expect that it will become
rapidly out of date with the continuing progress in fiber de-
sign, fabrication and application. The work so far opens up a
range of possible future directions, and we expect further rapid
progress will lead to yet more potential applications. Nonethe-
less, progress so far has already shown that it is possible to
design simple novel fibers which can outperform conventional
optical fibers in many ways.
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[36] F. Gérôme, R. Jamier, J.-L. Auguste, G. Humbert, and J.-M. Blondy,
“Simplified hollow-core photonic crystal fiber,” Opt. Lett., vol. 35, no. 8,
pp. 1157–1159, Apr. 2010.

[37] M. A. Duguay, Y. Kokubun, T. L. Koch, and L. Pfeiffer, “Antiresonant re-
flecting optical waveguides in SiO2-Si multilayer structures,” Appl. Phys.
Lett., vol. 49, no. 1, p. 13, Jul. 1986.

[38] N. M. Litchinitser, A. K. Abeeluck, C. Headley, and B. J. Eggleton,
“Antiresonant reflecting photonic crystal optical waveguides,” Opt. Lett.,
vol. 27, no. 18, pp. 1592–1594, Sep. 2002.

[39] A. W. Snyder and J. D. Love, Optical Waveguide Theory. London, U.K.:
Chapman & Hall, 1983.

[40] F. Couny, F. Benabid, P. J. Roberts, M. T. Burnett, and S. A. Maier, “Iden-
tification of Bloch-modes in hollow-core photonic crystal fiber cladding,”
Opt. Exp., vol. 15, no. 2, pp. 325–338, Jan. 2007.

[41] L. Vincetti and V. Setti, “Waveguiding mechanism in tube lattice fibers,”
Opt. Exp., vol. 18, no. 22, pp. 23133–23146, Oct. 2010.



4400610 IEEE JOURNAL OF SELECTED TOPICS IN QUANTUM ELECTRONICS, VOL. 22, NO. 2, MARCH/APRIL 2016

[42] T. A. Birks, G. J. Pearce, and D. M. Bird, “Approximate band structure
calculation for photonic bandgap fibres,” Opt. Exp., vol. 14, no. 20, pp.
9483–9490, Oct. 2006.

[43] A. Argyros and J. Pla, “Hollow-core polymer fibres with a kagome lattice:
Potential for transmission in the infrared,” Opt. Exp., vol. 15, no. 12,
p. 7713–7719, Jun. 2007.

[44] L. Vincetti and V. Setti, “Extra loss due to Fano resonances in inhibited
coupling fibers based on a lattice of tubes,” Opt. Exp., vol. 20, no. 13,
pp. 14350–14361, Jun. 2012.

[45] W. Belardi and J. C. Knight, “Effect of core boundary curvature on the
confinement losses of hollow antiresonant fibers,” Opt. Exp., vol. 21,
no. 19, pp. 21912–21917, Sep. 2013.

[46] A. D. Pryamikov, “Negative curvature hollow core fibers: Design, fabri-
cation, and applications,” in Proc. SPIE, 2014, vol. 8961, pp. 1–11.

[47] J. A. Buck, Fundamentals of Optical Fibers, 2nd ed. Hoboken, NJ, USA:
Wiley, 2004.

[48] F. Poletti, “Nested antiresonant nodeless hollow core fiber,” Opt. Exp.,
vol. 22, no. 20, pp. 23807–23828, Oct. 2014.

[49] R. Kitamura, L. Pilon, and M. Jonasz, “Optical constants of silica glass
from extreme ultraviolet to far infrared at near room temperature,” Appl.
Opt., vol. 46, no. 33, pp. 8118–8133, Nov. 2007.

[50] O. Humbach, H. Fabian, U. Grzesik, U. Haken, and W. Heitmann, “Anal-
ysis of OH absorption bands in synthetic silica,” J. Non-Cryst. Solids, vol.
203, pp. 19–26, Aug. 1996.

[51] T. M. Monro, Y. D. West, D. W. Hewak, N. G. R. Broderick, and
D. J. Richardson, “Chalcogenide holey fibres,” Electron. Lett., vol. 36,
no. 24, pp. 1998–2000, 2000.

[52] F. Désévédavy et al., “Chalcogenide glass hollow core photonic crystal
fibers,” Opt. Mater., vol. 32, no. 11, pp. 1532–1539, Sep. 2010.

[53] P. J. Mosley et al., “Ultrashort pulse compression and delivery in a hollow-
core photonic crystal fiber at 540 nm wavelength,” Opt. Lett., vol. 35,
no. 21, pp. 3589–3591, 2010.

[54] F. Poletti et al., “Towards high-capacity fibre-optic communications at the
speed of light in vacuum,” Nature Photon., vol. 7, pp. 279–284, 2013.

[55] T. Sarlat, A. Lelarge, E. Søndergård, and D. Vandembroucq, “Frozen
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