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Abstract

Perovskite solar cells exhibit vacancy-mediated halide motion, leading to reduced
performance, inaccurate characterisation and accelerated degradation. To study va-
cancy motion, a model is built that solves the drift-di�usion equations for vacancies,
electrons and holes across the perovskite absorber layer and both charge transport
layers, all fully coupled with the Poisson equation. The model agrees with the preva-
lent theory that vacancies in the perovskite form Debye layers next to the interfaces
with the transport layers, building regions of net charge that act to screen the elec-
tric �eld within the bulk of the absorber. The slow charging and discharging of the
Debye layers over the course of a current-voltage scan leads to hysteresis in that
measurement. The extent to which hysteresis is present depends on the alignment
of the timescale of the scan with that of ion motion.

The e�ects of device properties and experimental protocols are mapped by sweep-
ing over ranges of input parameters using the model. Heating is found to shift ion
motion to faster timescales due to its Arrhenius nature, from which activation en-
ergies may be extracted. Experimentally obtained activation energies for various
perovskites compare well to density functional theory predictions. Reducing va-
cancy density and recombination improves performance and reduces hysteresis but
slowing the ions does not. Increasing the doping and permittivity of the transport
layers improves performance, though may increase hysteresis.

Separately, F�orster resonance energy transport of excitons in organic solar cells is
simulated using a kinetic Monte Carlo model. Modelling shows that transfer between
di�erent materials provides a key pathway for exciton dissociation in both binary
and ternary devices. The need for energy band o�sets that limit photovoltage may
be relaxed if an e�cient pathway is present. In ternary devices, e�cient transfer
from the standard wide-bandgap absorber P3HT to the infra-red sensitiser DIBSq
allows funnelling of excitons from the bulk of the P3HT to interfacial regions of
DIBSq, improving exciton dissociation e�ciency further.
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Chapter 1

Fundamentals of solar cells

Since the industrial revolution, our lives have been powered by fossil fuels. It has
since been recognised that large-scale consumption of these resources is unsustain-
able in the long-term due to �nite reserves and the deleterious health and environ-
mental impacts of the combustive waste products. Seeking out practical alternative
energy sources, that are ideally both renewable and clean, is thus a major goal for
humanity.

Solar energy is becoming increasingly more popular as one such method of pro-
ducing electricity. As the sun is expected to exist for some time to come, and is
going to shine on the earth whether we use that energy or not, solar is certainly
renewable. Without any emissions or waste products, it is also clean. For most ap-
plications, though, solar cannot compete with fossil fuels on price and convenience
{ yet.

Silicon based systems have dominated the solar market since its inception. Silicon
modules are somewhat costly and, while the cost of solar power has plummeted
since the 1960’s and has bene�ted greatly from the economies of scale in recent
years, a limiting factor in driving down prices further is the cost and di�culty of
re�ning silicon to the required 99.9999% purity [3]. This has naturally led science
and industry to investigate the use of other materials that may be produced more
cheaply and easily. Here we consider two such classes of materials: lead halide
perovskites and organics.

This chapter consists of a brief overview of the basic underlying principles of pho-
tovoltaic (PV) technologies, common to both materials. Chapters 2{4, comprising
the main body of work, concerns the phenomenon of ion motion within perovskite
solar cells (PSCs). Perovskites o�er e�ciencies rivalling that of silicon, for use either
as their own PV technology or (more likely) together with silicon in tandem devices.
The dynamics of both electronic and ionic motion are studied via drift-di�usion
modelling, to understand the anomalous behaviour of PSCs and make predictions
to help guide future work in the �eld. Chapter 5 concerns the dynamics of exciton
di�usion in organic solar cells (OSCs). Organics o�er a low cost alternative to tra-
ditional PV, with particularly appealing possibilities in niche applications such as
exible devices. Consideration of exciton transport is a crucial part of designing an
e�cient OSC, which we treat using a kinetic Monte Carlo (KMC) model.

The working principle of all solar cells is the photovoltaic e�ect. Upon excitation
by an incoming photon, an electron in the valence band (VB) of a semiconductor is
promoted across the bandgap (EG) into the conduction band (CB) leaving behind a
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Figure 1.1: (a) Band energies, (b) electric potential and (c) carrier concentrations
for (left) an n-p homojunction and (right) a heterojunction.

hole. The coulombically bound electron and hole are then separated from each other
via an electric �eld before they can recombine and are transported to and collected
by electrodes. This produces a potential di�erence between the electrodes, which
can be used to do work.

The electric �eld is produced in one of two ways, depending on the cell. In a
homojunction device, layers of the same material with di�erent doping are placed
together. Silicon cells, like most inorganic devices, utilise a p-n or p-i-n homojunction
to split the photogenerated charge carriers. Contact between an n-doped and a p-
doped region leads to the formation of a low carrier density depletion region at the
boundary of the two doped regions, with an electric �eld (the built-in �eld) pointing
from the n-type to the p-type [4]. Electron-hole pairs photogenerated by absorption
in the depletion region will be separated by this force, with holes driven into the p-
type region and electrons into the n-type region. The charges can then be extracted
by the electrodes and fed into an external circuit. The di�erence in electric potential
between one side of the depletion region and the other is called the built-in voltage,
Vbi. Some important properties of a homojunction are given in the left column of
Figure 1.1.

Alternatively, two layers of di�erent materials can be used to form a hetero-
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Figure 1.2: A typical J-V curve (solid line). The generated power, the product
of J and V , is given as a dashed line. The short-circuit current JSC, open-circuit
voltage VOC and maximum power point MPP are labelled.

junction. Both perovskite and organic PV devices employ heterojunctions. At the
interface, it is energetically favourable for electrons in the p-type material to transfer
to the n-type but not the other way. Similarly for holes, the band o�set makes it
favourable for holes to transfer from n-type to p-type but not back. A diagram of a
heterojunction is shown in the right column of Figure 1.1. The electric �eld is set
up across the device from the di�erence in band energies.

Perhaps the most important measurement one can make of a solar cell is the J-V
curve. J is the current density, or current per unit area of device, as a function of
applied voltage V . The conventional unit is mA/cm2, with most solar cells having
current densities in the tens in this unit. The J-V curve is often referred to as the
current-voltage characteristic, although strictly this is the I-V curve. It is almost
always more useful to normalise the I-V by area of device, as a device twice as large
will usually produce twice as much current, so the terms are used interchangably.
From the J-V curve, most of the important measures of cell performance can be
extracted. A typical J-V curve is shown in Figure 1.2.

Thinking of the solar cell connected up to a load, the resistance of the load
determines the potential di�erence that will develop between the electrodes and also
the current driven through the external circuit. In the case where there is zero load
resistance, electrons ow unimpeded from one electrode to the other. This situation,
known as short circuit, produces the maximum possible photocurrent density, the
short-circuit current JSC, although zero potential di�erence. In the other extreme,
where there is in�nite resistance between the electrodes, electrons are unable to move
from one electrode to the other via the external circuit. Electrons are removed from
the cathode (equivalent to hole extraction from the device by the cathode) and pile
up in the anode, causing a �eld cancelling out the built-in voltage and suppressing
charge collection. Eventually the rate of charge carrier collection by the electrodes
balances with the leakage of carriers from the electrodes back into the cell. This
produces the greatest possible photovoltage between the electrodes, the open-circuit
voltage VOC, though no current.

17



In both of these cases no work can be done as the product of J and V is zero.
Work can be done by applying a load with a �nite, non-zero resistance across the
device. By varying the resistance of the load, one can obtain a plot of current
against applied voltage. Experimentally the J-V curve is measured by applying a
voltage Vap across the device in opposition to the photovoltage, and sweeping over
a range of voltages to simulate a range of loads quickly. As we are interested in the
photocurrent produced by the cell, it is conventional to plot the value of the current
density measured in the opposite direction to the applied voltage. This results in
a current-voltage characteristic that is upside-down to one obtained if de�ning J in
the same direction as V , as is usual in other �elds. The best power output occurs
when the product of voltage and current is maximum, known as maximum power
point (MPP). PV systems have a charge controller component that ensures that the
load applied to the solar modules keeps them operating near MPP. For a device
where the voltage and current at MPP are Vmax and Jmax respectively, the power
conversion e�ciency (PCE or �PC) is given by

�PC =
VmaxJmax

Pinc
(1.1)

where Pinc is the power incident on the cell. A �nal measure of cell performance is
the �ll factor (FF), given by

FF =
VmaxJmax

VOCJSC
: (1.2)

Fill factor is basically a measure of how square the J-V curve is. Low FF is indicative
of resistive losses.

It is clear from the above equations that we would like to maximise JSC and VOC
in order to get the best possible PCE. Naturally, there is a limit to how well we can
do this. The highest possible obtainable e�ciency from a purely thermodynamic
viewpoint is the Carnot e�ciency �c = 1 � Tc=Th. Taking the surface temperature
of the sun, 5778 K, as the hot source and 300 K as the temperature of cell as the
cold sink, we �nd �c = 94:8%. However, how solar cells convert light to electric
power leads to a far more restricting limit.

When a photon is absorbed, it promotes an electron in the valence band to
the conduction band. However, the minimum possible energy photon capable of
doing this is one with an energy of exactly the bandgap EG, taking an electron at
the valence band maximum (VBM) to the conduction band minimum (CBM). Any
photons with energy of less than EG cannot be absorbed, as an electron in the VB
would be promoted to a forbidden energy within the bandgap. Therefore, energy
carried by photons with energies below EG is unavailable. Furthermore, when a
photon with energy in excess of the bandgap is absorbed, the electron quickly drops
down through the energy levels until it reaches the CBM. This process is known as
thermalisation, as the lost energy is released as heat. Due to the e�ective continuum
of energy states within the CB, this occurs on the timescale of femtoseconds, many
orders of magnitude faster than the electron can be extracted from the device.
Accordingly, any energy above EG is also unavailable.

Together, this means we can obtain at best EG of energy from photons with at
least this energy, and no energy from other photons. The maximum possible PCE
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is then

max �PC(E) =
EG
R1

EG
I(E) dE

R1
0 E I(E) dE

(1.3)

where I(E) is the number of photons with energy E incident on the device. Due to
atmospheric e�ects, I(E) depends on position. The spectrum of sunlight just above
the Earth’s atmosphere is known as air mass 0, or AM0, while the spectrum at sea
level when the sun is directly overhead is AM1. AM1.5, corresponding to the solar
irradiation for the USA, is the standard I(E) spectrum used in photovoltaics.

The photocurrent produced by a PV cell depends on how many photons are
absorbed. Photovoltage depends on the size of the bandgap, due to EG being the
di�erence in energy between conduction and valence bands. If EG is extremely
small, virtually all photons will be absorbed, giving a large current. Almost all
of this energy is thermalised away, so the voltage produced is very small. For a
very large EG, each absorbed photon gives a large amount of energy, resulting in
a very large photovoltage. However, very few photons have enough energy to be
absorbed, resulting in a very small current. Much like the tradeo� between voltage
and current in determining the maximum power point, a larger bandgap gives better
a voltage at the expense of current. The maximum possible e�ciency for a solar cell
as a function of absorber layer bandgap is called the Shockley-Queisser (SQ) limit.
The ideal bandgap for the AM1.5 spectrum, maximising the product of bandgap
and absorbed photons, is for a bandgap of about 1.34 eV with a maximum PCE of
about 33.7% [5].
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Chapter 2

Introduction

Perovskites are a class of materials that over the last decade have shown real poten-
tial to revolutionise photovoltaics. Generally, perovskites are the class of materials
with the crystal structure of calcium titanium oxide, CaTiO3, and chemical formula
ABX3. Named after the mineralogist and nobleman Lev Perovski, the prototypi-
cal perovskite was �rst discovered by Gustav Rose in 1839 in the Ural Mountains
of the Russian Empire. A perovskite solar cell employs a semiconductor with the
perovskite structure as the light-absorbing active layer. The A site cation is typi-
cally a unipositive organic molecule such as methylammonium (CH3NH+

3 or MA) or
formamidinium (HC(NH2)+

2 or FA), or caesium to produce a purely inorganic per-
ovskite. Lead is virtually always used as the B site cation, although other dipositive
ions such as tin have been investigated. The X anion is a halogen ion, typically io-
dide or bromide. High performance cells usually feature perovskites with a mixture
of ions for both the A and X sites. An illustration of the perovskite ABX3 structure
is given in Figure 2.1.

Perovskite solar cells o�er a number of signi�cant advantages that make them
particularly attractive for photovoltaic applications. Manufacturing of the per-
ovskite �lm itself is relatively simple; the perovskite can be solution processed at
comparatively low temperature and then deposited with a variety of techniques in-
cluding blade coating, slot-die coating, spray coating and inkjet printing [6]. Com-
bined with the low cost of the precursor materials, PSCs have potentially low produc-
tion costs on an industrial scale. This contrasts with silicon, which has a relatively
expensive high temperature puri�cation step. Through engineering the composition
of the perovskite, such as by employing a mixture of halide species on the X sites,
the bandgap and absorption spectrum can be tuned. Certainly the main allure arises
from the astonishing rise in world record PCE, from 3.8% in the seminal paper from
2009 [7] to 20.1% in 2014 [8]. The current record PCE of 22.7% [8, 9] has reached
that of commercialised technologies such as CdTe and CIGS and is superior to the
most widely deployed technology, multicrystalline silicon. PSCs have also shown ex-
cellent performance in tandem with silicon cells, with performance of 25.2% achieved
so far [10].

This chapter �rst details the rise of perovskite photovoltaics from nothing to key
contender, with an overview of the current state of the �eld. Ion motion within
perovskite �lms and its e�ect on real world devices is then discussed. Finally, the
motivation for this work and its contribution to the �eld is explained.
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Figure 2.1: Perovskite crystal structure, with A cation (large, light sphere), B
cation (medium-sized, dark spheres) and halides (small, black spheres). Halides are
conventionally drawn connected with edges to form octahedra. The A site may be
a single atom as presented, or a small molecule.

2.1 History

PSCs were born from the earlier technology of dye-sensitised solar cells (DSSCs)
[11]. In this design, shown in Figure 2.2a, a sca�old of TiO2 is coated with a thin
layer of absorber material, which is in turn surrounded in a sea of liquid electrolyte.
Light is absorbed by the dye, generating a bound electron-hole pair known as an
exciton. Organic materials, including photovoltaically active dyes, are excitonic,
requiring a heterojunction to separate (dissociate) the electron and hole. Due to
the thin dye layer, the electron easily transfers to the TiO2 and the hole to the
electrolyte. The sca�old-sensitiser arrangement is required such that there is a thick
enough layer of dye to absorb a signi�cant amount of light, while also maintaining
a thin dye thickness on a local level for carrier transfer to the transport materials.
In this setup, many micrometres of sca�old-sensitiser architecture is required for a
reasonable fraction of incident light to be absorbed.
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Figure 2.2: Evolution of perovskite solar cells (PSCs) from dye-sensitised solar
cells (DSSCs). (a) A DSSC consists of a thin absorber coated onto an electron-
transporting sca�old within a sea of hole-transporting liquid electrolyte. (b) A
solid-state DSSC (ss-DSSC) swaps the liquid electrolyte for a solid HTL. Early
PSCs kept the sca�old-sensitiser morphology, using perovskite as the sensitiser. (c)
When it was realised that perovskite conducts both electrons and holes extremely
well, the sensitiser morphology was quickly abandoned in favour of the perovskite
completely permeating the mesoporous (mp) sca�old. (d) When the sca�old was
found to be unnecessary, a planar design was adopted. Note this is not an exhaustive
list of cell designs.

Functional DSSCs were �rst reported in 1991 and broke 10% power conversion
e�ciency by 1997, but PCEs have largely stagnated since then [8]. The current
world record e�ciency stands at 11.9%. The use of the liquid electrolyte leads to
poor stability [12], and freezing and expansion of the electrolyte often results in
catastrophic leakage [13]. In addition, the use of rare metals, such as platinum,
as electrodes has kept costs high [14]. Consequently, DSSCs have not achieved
widespread commercial use. A menagerie of unlikely materials can function as the
dye, such as the juice from crushed berries. This makes DSSCs a popular technology
for outreach purposes.

In 2009, methylammonium lead iodide (MAPbI3) was reported for the �rst time
as a sensitiser for a DSSC by Kojima et al. [7] The device exhibited just 3.8% PCE,
and the perovskite degraded due to corrosion from the liquid electrolyte within a
few minutes. The high open-circuit voltage of the cell and attractive bandgap and
very high absorptivity of the perovskite made further study appealing. By 2011, a
PCE of 6.5% was achieved for a perovskite DSSC [15].

At the same time, e�orts were being made to replace the liquid electrolyte with
a solid hole transporter, shown in Figure 2.2b. However, it was found that with
the hole conductor spiro-OMeTAD the best e�ciency was achieved for a TiO2-dye
thickness of only 2 µm [16]. This was thought to be due to the low charge mobility
of spiro or the ability of the spiro to in�ltrate the sca�old [13]. However, sca�olds
of just a micron or two were not thick enough to absorb a signi�cant proportion
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of incident light using existing dyes. It thus became clear that dyes with greatly
increased absorptivity were required to properly exploit the solid state (ss-DSSC)
design.

Combining these insights, Lee et al. [17], working with Kojima, constructed an
ss-DSSC in 2012 using MAPbI2Cl as the dye with TiO2 and spiro as the electron-
transporting sca�old and hole transport respectively. Due to the high absorptivity
of the perovskite, a �lm as thin as 700 nm is required to ensure proper functionality
of the spiro layer while still absorbing most incident light. This device yielded a
PCE of 7.8%. Strangely, when the TiO2 sca�old was replaced by insulating Al2O3,
keeping TiO2 as a planar electron transport layer, the PCE improved to 10.9%.
Speci�cally, the JSC remained the same, while VOC improved by over 0.2 V. As the
TiO2 sca�old was intended to transport electrons, one would have expected the
cell to be considerably worse, not better. Instead, the unchanged JSC showed that
electrons must have have been conducted through the narrow layers of perovskite
directly to the planar TiO2 ETL more e�ciently that through the TiO2 sca�old.
This proved that MAPbI2Cl is an excellent electron conductor.

As a conductive sca�old was found to be unnecessary, the need for a sca�old at all
was called into question. The other job of the sca�old, besides conducting electrons,
was to provide a very large surface area between the absorber and transport layers for
e�cient charge separation. While the Al2O3 architecture removed the large surface
area between absorber and ETL, even an inert sca�old provided for a large interface
between absorber and HTL. This would still allow for e�cient exciton splitting at the
perovskite/HTL interface if required, and for reasonably e�cient hole conduction
within the spiro. Removing the sca�old completely results in a planar PSC, shown
in Figure 2.2d, with at layers of ETL, perovskite and HTL.

Two further properties of the perovskite determined if the sca�old was needed.
First, the value of the exciton binding energy EB. The exciton binding energy is the
energy required to split a bound electron-hole pair. If EB is signi�cantly more than
kBT then excitons are tightly bound, and a heterojunction is required to split them.
These materials are termed excitonic. Conversely, if the binding energy is less than
kBT , then the energy from lattice vibrations (phonons) is su�cient to spontaneously
split excitons into free charge carriers. These materials are known as non-excitonic.
To work well in a planar con�guration, with comparatively small interfacial areas of
the absorber with the transport layers, perovskite needed to be non-excitonic. The
other property determining the necessity of the sca�old is how well perovskite can
conduct holes. Once free electrons and holes are produced within the absorber, both
types of carrier need to transport e�ciently to the transport layers for a complete
circuit to be made. Lee et al. had also constructed a planar TiO2/MAPbI2Cl/spiro
PSC, with a 150 nm thick perovskite layer. With a low PCE of 1.8%, this was
inconclusive as to whether the reduced e�ciency was from the lack of sca�old or
from some other factor like poor �lm quality.

The next year, 2013, Liu et al. [18] produced a planar PSC with a 330 nm thick
perovskite layer with a reported e�ciency of 15.4%. This paper decisively showed
both that perovskite is an excellent hole conductor and that it is non-excitonic.
If exciton splitting was only occuring at the interfaces of the perovskite with the
transport layers, a PCE of only a few percent could be expected. Most excitons in
a planar con�guration will be generated within the bulk of the layer, and recombine
before reaching an interface to be split. While excitons are in general mobile parti-
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cles, typical di�usion lengths are tens of nanometres at best. As neutrally-charged
particles, electric �elds cannot be used to channel them towards interfaces. For the
device to exhibit such a high PCE, excitons must be spontaneously splitting within
the bulk. Once free of each other, both types of free carriers are able to travel the
hundreds of nanometres required to reach their respective transport layers, demon-
strating e�cient transport of both carriers. A theoretical value for EB � 5 meV
came in 2014 [19]. Quantitative evidence was eventually published by two separate
groups in 2015 [20, 21]. Both found the binding energy at 300 K to be approximately
2 meV, far smaller than kBT = 25.9 meV.

This �nding opened the door to planar PSCs and cells incorporating a planar
perovskite aspect. A mesoporous PSC, illustrated in Figure 2.2c, uses an ETL
consisting of a compact (planar) layer with a mesoporous sca�old. Perovskite is
added to completely �ll the pores and also form a compact layer on top. A planar
HTL �nishes the design. The overwhelming majority of devices produced now are
either mesoporous or planar PSCs. Planar devices, as in Figure 2.2d, are easier to
make, due to avoiding the need to construct a complex mesoporous layer using high-
temperature sintering [22], though mp-PSCs tend to have slightly higher e�ciencies.
The current world record cell employs a mesoporous TiO2 layer [9].

While the sharp increase in record PCE may have driven the �eld initially, there
is only so long this can be sustained. In the �rst �ve years of the �eld perovskite
rocketed from 3.8% in 2009 to 20.1% in 2014. In the four years since then, the
record now stands at 22.7% [8]. Of course, there is only so much further e�ciencies
can improve as the Shockley-Queisser limit means even a perfect cell cannot surpass
33.7%. Even the very best inorganic PV technology, thin-�lm gallium arsenide
(GaAs), has ‘only’ reached 28.8%, so it is very unlikely that perovskite will get above
the mid-twenties. The challenge now to bringing perovskites into widespread use is
to maintain high e�ciency while improving stability, scaling-up cell area and driving
down material and maufacturing costs. Producing PSCs on an industrial scale is
currently possible using a variety of techniques, including roll-to-roll compatible
methods, although achievable PCEs on the module scale remain poor (percentages
in the low teens) for a commerical technology [23, 24, 25]. The use of costly precious
metals as back electrode and even more costly spiro-OMeTAD as HTL means PSCs
remain expensive. A cost analysis by Chang et al. [26] notes that with current
technology a module PCE of at least 20% and lifetime of at least 20 years would
directly compete with silicon and CdTe PV. As the price of silicon PV continues to
fall, the required standard will only increase.

With regard to stability, signi�cant advances have been made from the early
days. Perovskites are prone to degradation by water, heat, oxygen and, most em-
barassingly, light. PSCs have the dubious distinction of being the only technology
on the NREL Best Research-Cell E�ciencies chart to be quali�ed as not-stabilised.
The lifetimes of modern perovskite devices are di�cult to determine, as journal re-
ports usually do not give this information. Generally though, the ballpark �gure
for the state-of-the-art lifetime is a few months [27]. A mass-manufactured silicon
module has a typical lifetime of over a quarter of a century.

Degradation under illumination alone was found to be caused by UV light gen-
erating holes within the TiO2 [28]. This can be solved by using a UV �lter, doping
with Al [29], adding a layer of Sb2S3 [30] or simply by not using a TiO2 ETL [31].
Water is well known to reduce e�ciency [32] and break down perovskites back into
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Figure 2.3: The most popular A-site cations: methylammonium, formamidinium
and caesium.

its precursors. For example, MAPbI3 breaks down into MAI and PbI2 [33]. Oxygen
that has in�ltrated the perovskite, either during fabrication or by di�usion through
the outer layers of the device, is readily ionised by incident light into the O�2 superox-
ide species that degrades the perovskite [34]. Superoxide formation is not prevented
by protecting the device from UV radiation.

Encapsulation of the perovskite, from all layers of the device, is the main av-
enue of research for protecting the cell from water and oxygen [27], and also UV
light depending on the materials used. Bella et al. [35] coated the front of their
devices with luminescent photopolymers that formed a hydrophobic barrier to pro-
tect from water, which also absorbed UV and re-emitted in the visible. As the
re-emitted photons were of a wavelength where the perovskite has higher absorp-
tivity, this boosted performance of the cell while also reducing degradation. Teon
has been used e�ectively as a hydrophobic coating for the back surface [36]. Some
electron and transport layers are better than others at preventing water in�ltration
to the perovskite, with inorganic layers being generally better [37] and small organic
molecules like spiro especially bad [38]. Heat can act to accelerate other degradation
pathways, especially moisture-induced breakdown [39]. Incorporating monolayers of
perovskite, known as 2D perovskite, has been found to o�er some protection from
heat related stress [40]. Performance decline from temperature cycling between 10
and 50 °C remains a serious issue, as this is a typical variation experienced by a PV
active layer over the course of a day [41].

The main research interest in perovskites is now focused on tackling these prob-
lems, especially through new perovskite formulations and transport layers. In the
standard PSC architecture, light enters the device through a glass window, passes
through the front electrode and the ETL and is then absorbed by the perovskite.
The HTL and back electrode complete the stack. A good choice of electron trans-
port layer (ETL) has a conduction band (CB) energy slightly lower than that of
the perovskite but a valence band (VB) energy considerably lower than that of the
perovskite. In this way, electron extraction is energetically favourable but hole ex-
traction is very unfavourable. Likewise, a good choice of hole transport layer (HTL)
has a slightly higher VB energy and a considerably higher CB energy than the per-
ovskite. Additionally, the front transport layer (usually the ETL) needs a large
bandgap to transmit the AM1.5 range through to the absorber. Inverted devices
with organic transport layers have also been produced, where the window layer that
light passes through is the HTL.

With regards choice of perovskite, a massive variety of formulations have been
tried. The three popular cations are methylammonium CH3NH+

3 , formamidinium
HC(NH2)+

2 and caesium Cs+, depicted in Figure 2.3. The popular halides are iodide
I� and bromide Br�. Lead Pb2+ is the only B site cation to yield a high performance
perovskite to date, although alternative B site ions such as germanium and tin are
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under investigation [42].
For a simple perovskite, with a single ion for each of A, B and X in ABX3,

whether a perovskite structure can form depends on the relative size of the ions.
The Goldschmidt tolerance factor, de�ned as

� =
rA + rXp

2 (rB + rX)
(2.1)

where rI is the radius of ion I, needs to be in the range of about 0.8 to 1 [43, 44].
This rule limits the permutations of perovskite that can form.

In practice, simple ABX3 perovskites tend to be unsuitable due to poor stability.
These problems are overcome by employing a mixture of ions for one or more of A,
B and X. For best results, mixed-cation lead mixed-halides are used as the active
layer. The world record cell employs a (FAPbI3)0:95(MAPbBr3)0:05 [9]. Typically,
one cation forms the majority of A sites with another cation in small quantities.
For example, use of 10% Cs+ or Rb+ has been found to reduce lattice vibrations
in FAPbI3, improving stability and performance [45]. Incorporation of Cs+ into
FAPbI3 has been found to make the bandgap indirect, reducing recombination [46].
MAPbI3 is likewise stabilised by substitution of up to 5% of the cation azetidinium
(CH2)3NH+

2 [47].

2.2 Ion motion

A major problem in PSCs is pronounced hysteresis in the J-V curve, where the mea-
sured current density J depends not just on the applied voltage Vap at the time but
also on previously applied voltages. As J-V curves are usually measured by sweeping
over a range of voltages quickly, this poses an obvious problem in obtaining reliable
and reproducible measures of cell performance. J-V curves tend to improve after
the device is held at or above the open-circuit voltage VOC and then swept down to
short circuit (known as reverse scan or down scan) compared to starting at or below
short circuit and sweeping up (known as forward scan or up scan). This sensitiv-
ity of device characteristics to the device history led to concern in the perovskite
research community towards the trustworthiness of published measurements as it
become common practice to precondition devices at high voltage before measuring
the J-V curve and reporting only the better performing reverse scan.

Originally, three theories came to prominence to explain hysteresis [48]. First,
trapping and detrapping from defect sites at grain boundaries and at the edges of
the perovskite �lm provides a source and sink of carriers that can add or subtract
from the measured current. Traps certainly do a�ect the J-V characteristics by pro-
viding extra pathways for carrier recombination. However, to explain hysteresis they
would have to behave in such a way that charges are detrapped when the voltage
is decreasing, causing an increase in the cell current, and charges are trapped when
the voltage is increasing, with a consequent decrease in cell current. A further argu-
ment against this attribution is that hysteresis is present for J-V scans performed
over the timescale of minutes or even hours, whereas trapping and detrapping takes
place on the carrier timescale of nanoseconds and faster. Sustaining the measured
change in current over such a time would require such a large trap density that it is
di�cult to see how perovskites could function at all as a PV active layer, let alone
with the excellent performance they demonstrate. Capacitance based explanations
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Figure 2.4: Illustration of halide ion motion. A site on the halide sublattice is
vacant, depicted by dotted lines connecting to neighbouring halides. A halide can
hop from a neighbouring site to the vacancy, shown by the dashed arrow. Note the
hopping path is curved [51], not a straight line as illustrated here.

for the time dependent and frequency dependent PSC response also need to allow
for the large geometric capacitance of the electrodes [49].

Another possibility oated was ferroelectric polarisation from alignment in the
orientation of the dipolar ions on the A site, e.g. methylammonium, MA, in MAPbI3.
Dipolar molecules are free to rotate on the A site, and are inuenced by electric �elds.
This suggestion has been ruled out by the presence of hysteresis in CsPbI3 devices,
a perovskite without a polar space group, as well as conductance measurements
in MAPbI3 demonstrating that the frequency dependence of the hysteresis is not
characteristic of a ferroelectric response [50].

The remaining explanation, which now enjoys wide consensus in the �eld, is the
motion of ions within the perovskite �lm. The perovskite �lms used in PSCs are
extraordinarily soft [45]; as the perovskite is processed from solution, this is not
entirely surprising. The formation energy for a Schottky defect in MAPbI3 has been
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Figure 2.5: Left panel: a negative ion hops against the �eld into a neighbouring
lone vacancy. Right panel: equivalently, a lone positive vacancy hops with the �eld
to a neighbouring available vacancy site. Thinking of the vacancies as quasiparticles
is a more convenient method of modelling vacancy-mediate motion. This approach
is well-known in semiconductor physics, where motion of electrons in the almost-full
valence band via vacancies is more easily treated as the motion of positively-charged
hole quasiparticles.

calculated to be only 0.14 eV per defect, corresponding to an exceptionally large
vacancy concentration of 0.4% at room temperature [52]. For comparison, the lowest
Schottky defect formation energy per defect in the inorganic perovskite BaTiO3 is
2.29 eV. Furthermore, density functional theory (DFT) studies on MAPbI3 have
found the activation energy EA for an iodide to hop to a neighbouring vacant site
to be in the relatively low range 0.1-0.6 eV [51, 53, 54]. An illustration of halide
motion in a perovskite is shown in Figure 2.4. An activation energy in this range
yields behaviour on the timescale of seconds, matching the timescale of hysteresis.
Combined with the large vacancy density, this leads to an ionic conductivity that is
su�ciently large to a�ect the internal electric �elds within the active layer.

Calculation for the cations in MAPbI3 yield an EA of 0.84 eV for MA+ hopping
and 2.31 eV for Pb2+ [51]. Compared to the EA of 0.58 eV for I� from the same
reference, this means MA+ motion is about 20,000 times slower and Pb2+ about
1029 times slower than iodide { these ions (certainly the lead) are stationary on the
timescale of a typical J-V curve. Furthermore, electrochemical experiments have
shown that it is the iodide vacancies that are the mobile species in in MAPbI3 [55].

All PV technologies require e�cient separation of the photo-generated electrons
and holes. This is accomplished by the built-in �eld, which sweeps electrons and
holes towards their respective transport layers. Being charged particles, ions are
also a�ected by the electric �eld. As the motion of halide ions via vacancies, it is
convenient to consider the motion of the vacancies throughout the �lm as shown in
Figure 2.5. The positively charged halide ion vacancies are swept towards the hole
transport layer (HTL), resulting in a net positive space charge next to the HTL.
Similarly, the concentration of halide vacancies next to the electron transport layer
(ETL) is depleted, resulting in a net negative space charge of equal and opposite
charge to the layer by the HTL. This charge accumulation creates a �eld that acts
to screen the �eld within the bulk of the perovskite layer, and thereby hinder charge
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Figure 2.6: Illustration of the ionic Debye layer next to the hole transporting layer
(HTL) in MAPbI3. The bulk of the perovskite has no net charge, as cation and
anion vacancies cancel. The built-in �eld causes a build up of anion vacancies (a
depletion of anions) next to the HTL, causing a next positive charge to screen the
�eld. Another Debye layer of equal and opposite net charge is formed by anion build
up (anion vacancy depletion) next to the ETL.

separation and extraction from this material. From analogies to this e�ect in elec-
trolytes, the regions of build-up of charge at the edges of the perovskite are termed
Debye layers. An illustration of the Debye layer next to the hole transporter is given
in Figure 2.6. The weaker the internal electric �eld, the less e�cient the charge sep-
aration and the lower the current. Thus, a change in the electric �eld within the
perovskite due to ion motion will change the cell current.

As the applied voltage is varied, the magnitude of the electric potential drop
across the perovskite varies. The electric �eld within the perovskite layer is the
driving force for ion motion, so the ions charge/discharge the Debye layers until this
bulk �eld has been fully screened. The larger the potential drop, the more charged
the layers need to be. Changes to the applied voltage thus modify the equilibrium ion
densities within the Debye layers which charge (or discharge) accordingly towards
the new equilibrium.

From the di�erential form of Ohm’s law, valid for the linear response regime,
the ionic current density into the layers is proportional to the unscreened electric
�eld within the �lm. Given su�cient time, the vacancy density throughout the
perovskite will reach the steady-state pro�le for that voltage. However, since halide
motion is a relatively slow process this re-equilibriation of the Debye layer charge
can take many seconds at room temperature. Over the timescale of a normal J-V
scan, carried out over the course of 10-20 seconds, the vacancies are unable to reach
their steady-state pro�le for each measurement point. In e�ect, the vacancy density
pro�le lags behind the scan. For a reverse scan the Debye layers are less charged
than at equilibrium, while for forward scan are more charged than at equilibrium.
The measured current for a given voltage then depends on the scan direction, with
the reverse scan better than the forward scan.

Of course, a solar module under normal operation is not subjected to a sweeping
voltage. A charge controller, usually incorporated within the inverter, is used to ap-
ply an appropriate load to the module such that it operates at maximum power point
(MPP) where the product of current and voltage is at its highest. It is tempting,
then, to dismiss hysteresis as simply making measurement more di�cult. However,
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ion motion, the process behind hysteresis, also has an e�ect on performance in the
�eld. When held at MPP, the PCEs of most perovskite devices will tend towards
a value better than obtained on the poor forward scan but worse than obtained on
the good reverse scan. Understanding ion motion is crucial in order to mitigate {
or exploit { its e�ects.

The movement of vacancies throughout perovskites also has a possible conse-
quence for long-term stability. As perovskite active layers are very soft, the strain on
the lattice from extensive ion motion may act as a source of degradation [56, 57, 58].
This strain occurs in the regions of signi�cant build-up and depletion of ion density
at the edges of the perovskite. Ion build-up/depletion has also been found to lead to
carrier build-up [2, 59, 60], which in turn contributes to additional Ohmic heating
and thermal breakdown [61]. This may be especially troublesome if the temperature
within the perovskite passes through a phase transition, for example the tetragonal-
cubic transition in MAPI around 327 K [62]. Another key degradation pathway in
perovskites has been linked to the highly reactive O�2 superoxide species that is gen-
erated from the reaction of free electrons in the perovskite with molecular oxygen.
Ab initio simulations indicate that iodide vacancies are the preferred site for O�2
formation [63].

2.3 Motivation

The rapid rise in PSC performance has meant that the �eld’s theoretical under-
standing of perovskites is still relatively basic. For other photovoltaic technologies,
such as silicon, the more modest rise in performance has been accompanied by a
theoretical framework explaining why and how each advancement is helpful. Indeed,
the extensive body of theory is used to help inform new advancements. By contrast,
perovskite research is so fast paced that to remain competitive groups have used trial
and error to �nd the best working perovskite materials, transport layers and device
structures. A strong theoretical backing is needed to trust that a perovskite-based
device will survive and behave as expected over the 20-30 year lifetime of a PV mod-
ule, in addition to helping predict new combinations of materials and architectures
that will perform well.

As a result, a robust macroscale model that accurately describes the relevant
physics of a PSC has so far eluded the �eld. This is partly due to it not being
obvious a priori what aspects of the system actually are relevant. With hindsight,
perhaps the most signi�cant examples of this are the presence of electronic Debye
layers. Upon completing the model, we �nd the the ionic Debye layers within the
perovskite induce counter layers of electronic charge within the transport layers.
These layers actually dominate the pro�le of the electric potential throughout the
device, but are only found if the carriers within the transport layers are explicitly
modelled and the dynamics of the carriers and ions are solved together.

However, stable numerical solution of even a simpli�ed model is extremely di�-
cult. A full discussion of the problems encountered is provided in the next section.
The key di�culties, summarised, are:

1. the huge disparity in timescales of motion between the ions, di�usivity of order
10�17 m2/s, and the carriers, di�usivity of order 10�4 m2/s;
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Issue
Richardson
et al. [59]

Van Reenen
et al. [64]

Calado
et al. [60]

Jacobs
et al. [65]

This
work

Explicit
transport layers

3 3 3

Accurate ionic
timescale

3 3 3 3

Su�cient grid
resolution

3 3 3

Accurate internal
interfaces

3 3

Band
o�sets

3 3

Coupled particle
dynamics

3 3

Table 2.1: Features of existing drift-di�usion models.

2. the packing of vacancies and carriers near the interfaces in the narrow Debye
layers, width of order nanometres, compared to the width of the device, width
of order a micrometre;

3. discontinuities in vacancy and carrier densities at and across the internal in-
terfaces between the perovskite and transport layers; and

4. important processes (e.g. surface recombination) occurring directly at and
only at interface regions.

Each of the above points contributes to severe numerical instability. Conse-
quently, every published drift-di�usion paper thus far has neglected one or more of
these points. Arti�cally speeding up the ions reduces the di�erence in timescales
between carrier and ion motion. Discretising the equations of study on too coarse
a grid improves simulation time considerably and avoids tight packing of particles
near the interfaces. Smearing out interface e�ects, like surface recombination, over
the nearby region and ignoring band o�sets between materials avoids numerical dif-
�culties at the interfaces. Modelling the ions and carriers separately, i.e. decoupling
these dynamics, completely avoids the timescale disparity. The issue with any of
these solutions is that they model the system incorrectly. A selection of prominent
drift-di�usion models, and the features of each, is given in Table 2.1.

This ultimate aim of this project has been to construct the �rst model that can
properly simulate a perovskite solar cell, without neglecting any important features.
Only then can the e�ects of ion motion, including hysteresis, be truly understood.
In the next chapter, the approach taken to build the model is outlined. Afterwards,
the model is used to comprehensively study the consequences of ion motion.
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Chapter 3

Drift-di�usion model

In this chapter, we �rst set out the problem we wish to solve. Then, we derive the
equations describing the physics of the system. Next, we devise a novel mathematical
scheme to model the system computationally. Finally, we demonstrate how to apply
this scheme to obtain a functional and useful model.

3.1 Statement of problem

The key component of any solar cell is the active layer, in this case a lead halide
perovskite. The job of the perovskite is to absorb light, generating electrons and
holes which are then separated by drift and di�usion to opposite sides of the layer.
A schematic showing this and the following is given in Figure 3.1. The perovskite is
placed between two charge-selective transport layers (TLs), that allow one species
of carrier to be extracted but block the other species. The transport layers are each
connected to metallic electrodes, from which the cell can be attached to external
circuitry. The di�erence in Fermi levels between the electrodes causes the built-in
�eld to develop across the cell. Here we consider planar devices, where each layer is
a at slice of material. In most devices light enters the device from the ETL side,
although inverted architectures where light enters from the HTL side are also used.
Within the perovskite layer mobile halide vacancies can drift and di�use around,
inuenced by and interacting with the electric potential throughout the layer.

We would like to be able to calculate the current that will be measured over
time from a PSC under some regime of applied voltage and illumination. We also
want to know the electric potential and distributions of particle densities within
the cell over this time. We are especially interested in the e�ect of ion motion, as
much of the interesting behaviour of PSCs appears to be due to the changing halide
vacancy density interacting with the internal electric �elds. The choice of transport
layers has been found experimentally to a�ect observed behaviours, so it is desirable
to explicitly model both TLs as well. The model needs to be able to accurately
describe the device behaviour throughout a J-V curve, where the applied voltage
sweeps from forward bias down to short-circuit and back up.

It is necessary, then, to model electrons, holes and halide vacancies, all cou-
pled with the electric potential, across an entire device from electrode to electrode.
Rather than modelling particles individually, which would be impractical on the
micron scale, we solve for the densities of the particle species as continua. By re-
stricting ourselves to looking at planar devices, we can exploit slab symmetry to
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Figure 3.1: Schematic of a typical planar perovskite solar cell, with processes of
interest. The perovskite layer is sandwiched between the carrier-selective electron
and hole transport layers (ETL, HTL), which are each connected to an electrode.
Conduction and valence bands (CB, VB) are denoted by solid lines, Fermi levels
(EF) of the electrodes by dashed lines. Light enters through the anode side, passes
through the ETL and is absorbed in the perovskite. The electrons (black circles, e�)
and holes (white circles, h+) are generated (upward arrow, G) and can recombine
(downward arrow, R) in this layer. Carriers drift and di�use into their respective
tranport layers and are collected by the electrodes. Carriers in the transport layers
may recombine with carriers in the perovskite, known as surface recombination
(downward arrows, RSE and RSH). Halide vacancies (grey circle, V+

X) also drift and
di�use within the perovskite layer, a�ecting the electric potential within the cell.
Note the given designation of anode and cathode is true for a device under normal
PV operating conditions. In far forward bias, when the applied voltage exceeds the
open-circuit voltage, the formal designations are swapped.

only need to model one spatial dimension.

The exciton binding energies of perovskites are low [20, 21] (< kBT ) due to
the relatively high permittivity of these materials screening the Coulomb attraction
between the bound carriers. This means that generated electron-hole pairs readily
separate into free electrons and holes. As a result, we can simply model direct
generation of free electrons and holes without considering a separate exciton species
as would be required in an organic device. Within the ETL, only electrons need to
be modelled due to the large VB o�set between ETL and perovskite. Likewise, only
holes need be modelled in the HTL due to the large CB o�set with the perovskite.
Halide vacancies are restricted to the perovskite layer, as the TLs do not have halide
sublattices.

In summary, we need to model vacancies in the perovskite layer, electrons in the
perovskite and ETL, holes in the perovskite and HTL and the electric potential over
all three layers { �ve particle densities and three electric potentials, for a total of
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eight quantities.

3.2 Drift and di�usion

For a species of particle in an ideal mixture in one dimension, di�usion will act to
spread the particles out as described by Fick’s �rst law,

FDi� = �D
@
@x
c; (3.1)

where FDi� is the di�usion ux, D the di�usivity, c the number density and x the
spatial dimension. Generally speaking the driving force for di�usion is a gradient in
chemical potential, which for an ideal mixture is the concentration. If the particles
also have a charge q, a drift ux will occur given by

FDrift = �cq�
@
@x
�; (3.2)

where � is the mobility and � the electric potential. The total particle ux F can
be found by adding the equations together. Using the Einstein relation

D = �kBT (3.3)

where T is absolute temperature, this yields

F = FDi� + FDrift = �D
�
qc
kBT

@
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c
�
: (3.4)

We can then substitute the expression into the continuity equation

@c
@t

= �
@
@x
F +G�R (3.5)

which states that the rate at which the particle density builds up at some point over
time t is is equal to the rate at which particles ow into that point plus any sources
G and less any sinks R. This yields the drift-di�usion equation
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�

+G�R: (3.6)

Each species of particle, described by c(x; t), will obey its own version of (3.6), with
its own values for D and q and forms for G and R. This is the equation we will use
for our �ve particle densities.

The electric potential � at a point is described by the Poisson equation

@2

@x2� = �
�
"
; (3.7)

where � is the net charge density and " the permittivity of the material. It is (3.7)
that couples the dynamics of the particles to each other, as � is the sum of all charge
densities

� =
X

s

qscs (3.8)

where s denotes a species with charge qs and number density cs. This is the equation
we will use for our three electric potentials.
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Symbol De�nition

Dimensions
x Space
t Time
Dependent variables
�; �E; �H Electrostatic potential in the perovskite, ETL, HTL
n; nE Electron density in the perovskite, ETL
p; pH Hole density in the perovskite, HTL
P Halide vacancy density in the perovskite
Fluxes
Fn; FnE Electron ux in the perovskite, ETL
Fp; FpH Hole ux in the perovskite, HTL
FP Halide vacancy ux in the perovskite
Generation and recombination
G Generation in the perovskite
R Bulk recombination in the perovskite
RSE Surface recombination at the perovskite/ETL interface
RSH Surface recombination at the perovskite/HTL interface

Table 3.1: Variables in the drift-di�usion equations and boundary conditions.

3.3 System of equations

Now that we know what to model and how to model them, we can write down a
set of equations describing how the particle densities and electric potentials evolve
over time. Then, we can write the boundary conditions (BCs) that couple them
together and complete the problem. For clarity and reference, variables are de�ned
in Table 3.1 and constants and parameters in Table 3.2. We de�ne the widths
of the perovskite, electron transport and holes transport layers as b, bE and bH
respectively. The positions of the layer interfaces are thus de�ned as anode/ETL at
x = �bE, ETL/perovskite at 0, perovskite/HTL at b and HTL/cathode at b+ bH .
Particle uxes in the positive x direction, i.e. rightward, are de�ned as positive.

3.3.1 Dependent variables

Perovskite layer (0 < x < b)

Within the perovskite layer, we need to model the moving ion vacancies, electrons
and holes, all coupled together with the electric potential.

@2

@x2� = �
q
"

(P �N0 + p� n) (3.9)

@
@t
P = �

@
@x
FP where FP = �DP

�
@
@x
P �

P
kBT

@
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�
�

(3.10)

@
@t
n = �

@
@x
Fn +G�R where Fn = �Dn

�
@
@x
n+

n
kBT

@
@x
�
�

(3.11)

@
@t
p = �

@
@x
Fp +G�R where Fp = �Dp

�
@
@x
p�

p
kBT

@
@x
�
�

(3.12)
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Parameter Symbol Value

Fundamental constants
Boltzmann constant kB 8:617� 10�5 eV/K
Elementary charge q 1:602� 10�19 C
Vacuum permittivity "0 8:854� 10�12 F/m
Experimental conditions
Temperature T 300 K
Thermal voltage (kBT=q) VT 25.9 mV
Properties of the perovskite layer
Width b 400 nm
Permittivity " 24.1 "0 [66]
Electron di�usivity Dn 1:7� 10�4 m2 s�1 [67]
Hole di�usivity Dp 1:7� 10�4 m2 s�1 [67]
Conduction band energy EC -3.7 eV [68]
Valence band energy EV -5.4 eV [68]
Bandgap (EC � EV ) EG 1.7 eV
Conduction band density of states gc 8:1� 1024 m�3 [66]
Valence band density of states gv 5:8� 1024 m�3 [66]
Halide vacancy equilibrium density N0 1:6� 1025 m�3 [52]
Halide vacancy di�usivity DP 1:8� 10�17 m2 s�1 [51]
Properties of the electron transporting layer (ETL)
Width bE 50 nm
Permittivity "E 40 "0
Electron di�usivity DnE 1:5� 10�5 m2 s�1

Doping density dE 1:7� 1024 m�3

Conduction band/LUMO energy EF E -3.95 eV [68]
Properties of the hole transporting layer (HTL)
Width bH 200 nm
Permittivity "H 3 "0
Hole di�usivity DpH 1:5� 10�5 m2 s�1

Doping density dH 8� 1023 m�3

Valence band/HOMO energy EF H -5.0 eV [68]
Generation parameters
Incident photon ux (with energy > EG) Fph 1:4� 1021 m�2 s�1

Perovskite absorptivity � 1:3� 107 m�1 [69]
Bulk recombination parameters
Bimolecular recomb. coe�cient � 4� 10�11 m3 s�1

SRH electron pseudolifetime �n 5� 10�12 s
SRH hole pseudolifetime �p 5� 10�10 s
Surface recombination parameters
Electron rec. velocity at perov/ETL interface vnE 1� 105 m s�1

Hole rec. velocity at perov/ETL interface vpE 1 m s�1

Electron rec. velocity at perov/HTL interface vnH 0.01 m s�1

Hole rec. velocity at perov/HTL interface vpH 1� 105 m s�1

Table 3.2: Constants and parameters in the drift-di�usion equations and boundary
conditions. The usual values used for each in the following simulations is given;
unless otherwise stated, these values are used.
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The constant N0 term represents static negatively charged cation vacancies, as all
defects are assumed to come in charge neutral groups (e.g. V�MA and V+

X, or V2�
Pb

and 2V+
X). Vacancies are assumed to neither generate nor recombine, and so G

and R are 0 in (3.10). The generation term G is the same for electrons and holes
as they are generated in pairs and varies with x due to the attenuation of light
throughout the layer. G may in principle be a function of t if the illumination is
varied with time, such as from the light being turned on and o�. The recombination
rate R is also the same for both electrons and holes as these particles recombine
in pairs. How R depends on the concentration of the carriers itself depends on the
recombination mechanism(s). In principle, R may depend on other parameters. It
has been suggested [70] that vacancies may act as recombination centres so that R
is also a function of P , although we do not consider this here.

Generation occurs according to the Beer-Lambert law

G(x) = Fph� exp (��x) ; (3.13)

where � is the perovskite absorptivity and Fph is the ux of incident photons on the
perovskite layer. Only photons with an energy greater than the bandgap EG need
be considered, as those with an energy less than the bandgap cannot be absorbed.

Recombination within the bulk of the perovskite is modelled using both the
Shockley-Read-Hall (SRH) and bimolecular (band to band) schemes, such that

R(n; p) = RSRH(n; p) +RB(n; p) (3.14)

where RSRH(n; p) is the SRH contribution and RB(n; p) the bimolecular contribution.
SRH recombination is a trap-based mechanism, whereby one carrier relaxes into a
trap state within the bandgap (trap energy between EV and EC) until an opposite
carrier later relaxes into the same trap. Here we consider traps in the middle of the
bandgap, i.e. with energy 1

2(EC + EV ). The extent to which SRH recombination
occurs depends critically on the trap density, and therefore on material quality.
Bimolecular recombination is direct relaxation of an electron into a hole across the
bandgap. This is the opposite process to generation, and is unavoidable. The
measured ideality factors of PSCs indicate that SRH is the dominant recombination
mechanism in the bulk. This is often the case in photovoltaics, as one relaxation
process is generally slower than multiple relaxations of the same total energy change.

The equation for the rate of Shockley-Read-Hall recombination is

RSRH(n; p) =
np� n2

i

�p(n+ ni) + �n(p+ ni)
(3.15)

where �n and �p are the representative times for the electrons and holes to be cap-
tured by the traps, termed pseudolifetimes. Longer lifetimes yield less recombina-
tion. The term ni is the intrinsic carrier density, given by

ni = gcgv exp

�
�

EG

2kBT

�
(3.16)

where gc and gv are the conduction and valence band densities of states and EG the
bandgap. The bimolecular recombination rate is (comparatively) simply

RB(n; p) = B
�
np� n2

i
�
; (3.17)
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where B is the bimolecular recombination rate constant and ni again the intrinsic
carrier density.

Surface recombination at each internal interface also occurs according to an SRH
mechanism. At the perovskite/ETL interface, the rate of recombination between
electrons in the ETL (density nE) with holes in the perovskite (density p) is

RSE(nE; p) =
nEp� n2

i

(nE + ni)=vnE + (p+ ni)=vpE
(3.18)

where vnE and vpE are electron and hole surface recombination velocities at the
ETL/perovskite interface. Similarly for the perovskite/HTL interface, the recombi-
nation rate between holes in the HTL (density pH) with electrons in the perovskite
(density n) is

RSH(pH ; n) =
npH � n2

i

(n+ ni)=vnH + (pH + ni)=vpH
: (3.19)

where vnH and vpH are electron and hole surface recombination velocities at the
perovskite/HTL interface. The surface recombination velocities are constants de-
scribing the rate at which carriers move toward the interface. Lower velocities yield
less surface recombination.

Electron transport layer (�bE < x < 0)

Within the ETL, we need to model electrons and the electric potential.

@2

@x2�E = �
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(dE � nE) (3.20)
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(3.21)

There is no generation term as the ETL does not absorb, and no bulk recombination
as holes are not permitted into this layer.

Hole transport layer (b < x < b+ bH)

Within the HTL, we need the holes and electric potential.

@2

@x2�H = �
q
"H

(pH � dH) (3.22)
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@t
pH = �
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@x
FpH where FpH = �DpH
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kBT
@
@x
�H

�
(3.23)

Like the ETL, there is no generation or bulk recombination.

3.3.2 Boundary conditions

To fully close the problem, we require two boundary conditions (BCs) for each
dependent variable. This is because each variable needs a BC at its leftmost limit
and another at its rightmost limit. As we have four variables within the perovskite
and two in each transport layer, we require two BCs at each electrode and six at
each internal boundary.
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Electrode/ETL interface (x = �bE)

The di�erence in potentials between electrodes is de�ned as Vbi � Vap, where Vbi is
the built-in voltage and Vap the applied voltage. Provided this is satis�ed, we have
freedom to choose where the potential is zero. Here we choose to make the BCs
symmetrical, so

�E =
(Vbi � Vap)

2
: (3.24)

A similar equation appears for the potential at the right electrode (3.38), hence the
denominator 2. The electron density by the left electrode is �xed to dE, the doping
density of the ETL.

nE = dE (3.25)

ETL/perovskite interface x = 0

Both potential and displacement �eld must be continuous over an interface.

�E = � (3.26)

"
d�
dx

= "E
d�E

dx
(3.27)

Halide ions may not leave the perovskite, so the ux next to the boundary must be
zero.

FP = 0 (3.28)

Electron ux (and therefore charge) must be conserved, taking account of surface
recombination. Any electron ux toward the boundary from the ETL side may either
transfer to electron ux within the perovskite or become surface recombination ux.

FnE = Fn +RSE (3.29)

The electron densities across the energy barrier can be calculated from the Boltz-
mann distribution. The ratio of probabilities that an electron will be on the (lower-
energy) ETL side of the interface compared to the (higher-energy) perovskite side,

or Boltzmann factor, is exp
�

EC�EF E
kBT

�
. Taking account of the densities of states in

each layer, we �nd the boundary condition

nE = n
dE

gc
exp

�
EC � EF E

kBT

�
: (3.30)

This equations ensures that the Fermi levels immediately on each side of the interface
are equal. Finally, holes may not freely enter the electron transport layer but may
recombine with electrons in the ETL, so any ux towards the interface must be
recombination ux.

�Fp = RSE (3.31)
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Perovskite/HTL interface (x = b)

The BCs at the perovskite/HTL interface follow the same logic as for the ETL/perovskite
interface. Both potential and displacement �eld must be continuous over the inter-
face.

� = �H (3.32)

"
d�
dx

= "H
d�H

dx
(3.33)

Halide ions may not leave the perovskite.

FP = 0 (3.34)

To conserve holes, any hole ux toward the interface must either transfer to hole
ux within the HTL or become surface recombination ux.

Fp = FpH �RSH (3.35)

Hole densities across the energy barrier are related by the Boltzmann factor to ensure
continuity of Fermi level.

pH = p
dH

gv
exp

�
EF H � EV

kBT

�
(3.36)

Electrons may not freely enter the hole transport layer but may recombine with
holes in the HTL, so any ux towards the interface must be recombination ux.

Fn = RSH (3.37)

HTL/Electrode interface (x = b+ bH)

The potential here must be

�H = �
(Vbi � Vap)

2
(3.38)

to ensure the total voltage across the cell is Vbi � Vap when combined with (3.24).
The hole density by the right electrode is �xed to dH , the doping density of the
HTL.

pH = dH (3.39)

As yet, we have introduced no new concepts { only standard physics and equa-
tions have been used up to this point. However, as discussed at the end of the
previous chapter, the nature of the problem means a number of mathematical phe-
nomena conspire to make solution very di�cult. An out-of-the-box solution is not
able to cope with the sti�ness and discontinuities. The remainder of this chapter
details how these problems were overcome to build a working simulation framework.
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3.4 Method of Lines

Collecting all these equations together, we have a set of PDEs. The drift-di�usion
equations have both a temporal and a spatial dimension as independent variables,
and the Poisson equation has just a spatial dimension. To model these coupled
equations computationally, we employ the method of lines. In this case we discretise
in space using a centred �nite di�erence (FD) scheme, leaving a set of coupled ODEs
in time only. For a function y, the gradient at the point a is approximated by

d

dx
y(a) �

y(a+ h)� y(a� h)

2h
(3.40)

where h is the (small) �nite di�erence. This equation will be required to discretise
the drift-di�usion equations. Derivation of (3.40) from drawing a right-angled tri-
angle is trivial. Alternatively, derivation can also be accomplished only slightly less
easily from rearranging and summing two Taylor series to show that there is O(h2)
error.

We obtain the second derivative of y at a by noting that by (3.40) implies

d2

dx2y(a) �
d

dxy(a+ 1
2h)� d

dxy(a� 1
2h)

h
; (3.41)

and then substituting (3.40) into (3.41) twice with the appropriate choice of h yields

d2

dx2y(a) �
y(a� h)� 2y(a) + y(a+ h)

h
; (3.42)

which also has O(h2) error.
A limitation of the equations (3.40) and (3.42) as written is the use of a single

�nite di�erence h on each side of a. When we discretise equations on a grid, we
select a mesh of points on which to solve the equations. The values of h are then
determined by the spacing between mesh points. Therefore, the equations written
above constrain us to using a uniform mesh, with all solution points evenly spaced
by h.

For a wide range of applications, a uniform mesh is acceptable. The choice
of mesh spacing h is determined by how quickly the function being approximated
varies. The more severe the variation in y, the smaller h must become to properly
approximate d

dxy. As h is reduced, more mesh points are required to model the same
span of y, increasing computational expense.

Uniform meshes become inappropriate when y varies signi�cantly more quickly
in some regions of x than others. To accurately model the solution in the quickly
varying region, h must be made very small over the entire solution region, even where
such resolution is unnecessary. As discussed later, the ion vacancy density in a PSC
is at for the majority of the perovskite layer (the bulk) but varies quickly over just
a few nanometres next to the interfaces with the transport layers. Worse, due to the
band bending caused by the ionic Debye layers and the charge-selective nature of the
transport layers, the carrier densities vary by many orders of magnitude within the
space of these same few nanometres. Counter layers of electronic charge build-up
within the transport layers next to the interface with the perovskite, causing yet
more variation in density. To model the di�cult regions near material interfaces
accurately, mesh points need to be packed extremely tightly. With a uniform mesh,
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the points must be packed uniformly tightly even within the bulk regions of the
layers that account for the majority of the device yet where the solution varies
slowly. In fact, the total number of mesh points required for integration becomes so
large that a desktop computer does not have enough memory to store the solution.

A better choice for this problem is a non-linear mesh, with points packed much
more tightly at the interfaces that within the bulk. This means we must reformu-
late the �nite di�erence equations to account for di�erent spacings on each side.
Denoting the mesh spacing on the negative and positive side of the point a as h�
and h+ respectively, then adding the Taylor series for y(a+ h+) and y(a� h�) and
rearranging, (3.40) becomes

d

dx
y(a) �

y(a+ h+)� y(a� h�)

h+ + h�
: (3.43)

In the same fashion as before, by noting

d2

dx2y(a) �
d

dxy(a+ 1
2h+)� d

dxy(a� 1
2h�)

1
2(h+ + h�)

; (3.44)

it follows by substituting (3.40) into (3.44) twice with the appropriate choices of h
that

d2

dx2y(a) �
2

h�(h� + h+)
y(a� h�)�

2

h�h+
y(a) +

2

h+(h� + h+)
y(a+ h+): (3.45)

Armed with equations (3.43) and (3.45), we can construct versions of the Poisson
and drift-di�usion equations discretised in space. For the Poisson equation at mesh
point i with spatial position xi, this yields

0 =
2

hi(hi + hi+1)
�i�1 �

2

hihi+1
�i +

2

hi+1(hi + hi+1)
�i+1 +

�i

"i
(3.46)

where �i is the potential at point i and hi = xi � xi�1. We can use (3.46) for our
three sets of Poisson equations in Section 3.3.

Before jumping straight into applying the same approach on (3.4) to obtain a
discretised expression for particle ux at point i, we should remember that the reason
we are calculating ux is to put this straight back into a discretised version of (3.5)
for the particle density. As ux describes ow from one point to another, it is really
more sensible to calculate uxes at half points. We can then apply expressions for
uxes at the half points into the continuity equation.

There is, in fact, a di�cult consequence from not doing this. If we had calcu-
lated uxes at the integer points and substituted this into the continuity equation,
the solution for particle densities would consist of unphysical quick oscillations be-
tween grid points as in Figure 3.2. This type of numerical artefact is known as
odd-even decoupling or checkerboarding. Consider the equation du=dx = 0, which
has the obvious solution of u is constant. With �nite di�erences on a discrete uni-
form grid of spacing h, the derivative at the ith point du=dxji is approximated to
(ui+1 � ui�1)=2h. The values for the derivative on odd-numbered nodes depend only
the values of the solution on even-numbered nodes, and vice versa. As a result, to
satisfy the system of equations, we only need the odd nodes to have the same value
and separately for the even nodes to have the same value. The odd and even values
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Figure 3.2: Illustration of the cause of odd-even decoupling when solving for the
equation du=dx = 0 on a discrete grid. The true solution is given by the at dashed
line. When solving on a mesh an oscillation (solid line) also satis�es the equation,
as the gradients as calculated by �nite di�erences are still at (gradient for point i
given by the dotted line). The values for the solution for odd nodes and for even
nodes can diverge.

need not be the same, however. The zig-zag pattern in Figure 3.2 is exhibited in this
case. For true solutions that are not at the calculated solutions may still zig-zag,
but veer up and down to track the true solution. This may happen for some or
all of the densities for the PSC system for some periods of time during the solve.
This e�ect is well known in computational uid dynamics, where it can manifest in
the calculation of pressure. As velocity is proportional to the spatial derivative of
pressure, in this context it may be referred to as pressure-velocity decoupling.

Calculating the spatial derivatives at half points avoids this issue. Note we have
already applied this approach to the formulation of the discretised Poisson equation
(3.46) from using the points a+ h+ and a� h� to calculate �rst derivatives in the
discretised second derivative operator in (3.44). De�ning point i+ 1

2 as being halfway
between points i and i+ 1, with spatial position xi+ 1

2
= 1

2 (xi + xi+1), we obtain an

expression for the particle ux at point i+ 1
2 as

Fi+ 1
2
� �D

�
q

kBT
ci + ci+1

2

�i+1 � �i

hi+1
�
ci+1 � ci

hi+1

�
(3.47)

where we have interpolated the particle densities at the integer points i and i+ 1 to
obtain the density at the halfway point ci+ 1

2
= 1

2 (ci + ci+1). This then substitutes

into (3.5) to give
d

dt
ci � �

Fi+ 1
2
�Fi� 1

2
1
2 (hi + hi+1)

+Gi �Ri (3.48)

or in full

d

dt
ci �

D
hi + hi+1

�
(ci+1 + ci)(�i+1 � �i)� 2(ci+1 � ci)

hi+1

�
(ci + ci�1)(�i � �i�1)� 2(ci � ci�1)

hi

�
+Gi �Ri

(3.49)

where Gi and Ri are the generation and recombination at point i. We will use this
for our �ve sets of equations of particle densities from Section 3.3.

Now that we have discretised away the spatial derivatives, we are left with a set
of coupled ODEs in time for particle densities and a set of algebraic equations for
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potential. In general, a system of N coupled �rst-order ODEs is written as

d

dt
u1 = f1(u1)

d

dt
u2 = f2(u2)

...

d

dt
uN = fN(uN)

(3.50)

where the u’s describe the state of the system and the f ’s describe how the u’s
change with time. We can write this more succinctly as

d

dt
u = f(u) (3.51)

where the vector u(t) is a vector describing the state of the system at time t and f
is a function describing how the system changes with time. Being able to express
the system in this form is extremely convenient, as a great many solvers exist for
integrating such a system over time. Examples include the integrate.ode function
in the open-source scipy library [71] for the Python programming language, and
the entire suite of MATLAB ODE solvers [72].

Unfortunately, we don’t quite have this as the Poisson equations (3.46) contain
no time derivative. This is why (3.46) is written in the form 0 = :::, with the (lack of)
time derivative on the left hand side. Instead, we have a system of di�erential and
algebraic equations { a di�erential-algebraic system of equations, or DAE system.
This system may be expressed as

M �
d

dt
u = f(u) (3.52)

where M is a matrix known as the mass matrix. For a semiexplicit problem, such
as this one, M is diagonal. Put simply, element Mi;i is 1 if the equation has a time
derivative and zero if not. If all equations have a time derivative then M is the
identity matrix and we recover (3.51). For our system, Mi;i will be 1 if equation
i corresponds to a drift-di�usion equation (3.49) or 0 if i corresponds to a Poisson
equation (3.46).

3.5 Solver

A DAE system with the form of (3.52) is less convenient than a coupled ODE system
with form (3.51) as most ODE solvers cannot handle a DAE system out of the box.
The MATLAB solver ode15s can [73], so we use it for this problem. This solver is
an implicit, variable-step, variable-order (VSVO) algorithm.

An explicit solver integrates over time by calculating the new state of the system
from an equation of the form

u(t+ �t) = Fexplicit(u(t)); (3.53)

where u(t) is the state of the system at time t and �t is the timestep. By contrast, an
implicit method integrates by solving an equation involving the state of the system
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at the current time and the state of the system being solved for, i.e.

0 = Fimplicit(u(t);u(t+ �t)): (3.54)

For non-trivial problems it is often mathematically impossible to �nd an analytic
solution for u(t+ �t), requiring an expensive numerical solution for each timestep.
While explicit solvers are then clearly faster than implicit methods at calculating
a single step due to their relative simplicity, implicit methods are generally more
accurate and more stable for most systems (including this one). This means the
explicit method generally needs to take signi�cantly smaller timesteps to obtain the
same accuracy as an implicit solver. For complex problems, especially sti� problems
like ours, implicit solvers perform better by performing more work per timestep, but
taking far fewer steps overall. ode15s is an implicit solver at it solves a system of
linear equations for each timestep.

Variable-step means that the solver can adapt the timestep (�t in (3.54)) used as
integration progresses. A variable-step solver normally implements this by perform-
ing a trial step and checking if the calculated u(t+�t) is within an acceptable error
tolerance. If the step is too big, the trial step is attempted again with a smaller �t.
This again increases the amount of work done by the solver per step, as the solver
needs to calculate the appropriate step size. However, much like the rationale for
using a variable mesh spacing, the solver can take extremely �ne timesteps when u
varies rapidly to preserve accuracy and larger steps when u varies slowly for speed.

Order in this context refers to the order of the error in the numerical di�erenti-
ation formulae used. The ode15s solver uses formulae with error of order between
O(h) and O(h5) and is speci�cally designed to work for sti� problems, hence the
15s in the name. The advantage of calculating the same timestep multiple times
using formulae with di�erent order is that the di�erence in the solutions from each
formula can be used to estimate the truncation error for that timestep, as we expect
formulae with higher orders to be successively more accurate. This feeds back into
the choice of step size: if the estimated error is unacceptably large the timestep is
reduced, while if the error is safely below tolerance the timestep may be lengthened.

Discussion of exactly what ode15sdoes is beyond the scope of this thesis. Indeed,
a major advantage of using a well-established solver, alongside the e�ciency that
comes from the code being written and optimised for years by experts in numerics,
is that it is unnecessary understand the minutae of the solver’s operation. However,
knowledge of broadly what the solver is doing is critical to using it e�ciently.

Consider again the DAE system M � d
dtu = f(u), where we de�ne n as the length

of u (f is therefore also length n and M is n� n). The Jacobian J for this system
is de�ned as the derivative of f with respect to u,

J =
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or equivalently elementwise as

Ji;j =
@fi

@uj
: (3.56)

As seen easily from the latter de�nition of J in (3.56), the Jacobian describes how
sensitively the time derivative for the ith variable depends on a change in the jth
variable.

For example, from the de�nition of the discretised drift-di�usion equation (3.49),
the rate of change of the concentration of a particle species at point i, d

dtci, depends
on the concentration of that species and the electric potential at the points i� 1, i
and i+ 1 and possibly the concentration of other species at i via the generation and
recombination terms. Only varying these terms directly has an e�ect on the element
of f corresponding to d

dtci. Therefore, the row of the Jacobian corresponding to d
dtci

will have non-zero elements only for columns corresponding to the aforementioned
concentrations and potentials. The values of other variables do not directly feed in
to the calculation of d

dtci, and so J has zeros as entries for other columns.
It is clear that the Jacobian for our system is extremely sparse. Continuing with

the drift-di�usion equation example, only 8 or so elements in a row of J will be
non-zero, depending on the form of R. For a u with length of around 2000, as we
will use later, then we expect only about 0.4% of J elements to be non-zero. In
addition, because the time derivative of each element of u depends only on values
of u corresponding to nearby spatial positions (i.e. immediately left and right), the
non-zero elements of J will be clustered in an a priori predictable pattern. We say
the Jacobian will have a banded structure, as non-zero terms form diagonal bands.

As an implicit solver, ode15s iteratively solves linear systems of the form

(M� hJ)� = r (3.57)

for � where other values are known [74]. The residual r is initially calculated from
f(u(t)), then the calculated correction � is added to r. M(t) and J(t) are the mass
matrix and Jacobian, h is the timestep and  is a constant scalar parameter used
to speed up convergence. Solution of this system iterates until r is a su�ciently
accurate approximation to u(t+ h). For our system, M is constant throughout the
simulation. J(t) is calculated at the start and reused as often as possible to improve
speed. If ode15s detects that it will not be able to calculate u(t + h) within 4
iterations of (3.57), J is recalculated [72]. If J is already up to date, h is reduced.
If h becomes too small, the solver fails.

The performance and stability of the solver depend heavily on e�cient (and
possible) repeated solution of (3.57). ode15s obtains J by calling numjac, another
MATLAB function. numjac calculates an approximation to J(t) using numerical
di�erentiation. At its heart, this scheme basically calculates the change in f(u) for
small changes in each element of u. As mentioned above, calculation of J occurs
many times during the solve. For a typical u of length 2000, the Jacobian has 4
million elements. Most of these elements are zero, although numjac has no way of
knowing this in advance. One way of helping the solver is by providing the sparsity
pattern of J. The sparsity pattern S is de�ned as

Si;j =

(
0 if Ji;j = 0

1 otherwise.
(3.58)
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While J is a function of time, S is constant. Knowledge of S means numjac only
needs to calculate the elements of J that are non-zero. We can calculate S by
inspection beforehand with a simple routine that calculates f(u) for some u and
checking if there is a di�erence when each element of u is changed by a small
amount. This can be done for a toy system with very few grid points (e.g. a couple
of dozen across the entire device) and extrapolated up for a general number of grid
points as points within the bulk of each layer follow a predictable pattern. Providing
S was found to speed up the overall integration by several orders of magnitude for
simulation of a typical J-V curve.

3.6 Sti�ness, ill-conditioning and grid choice

If we now continue straight to implementing the model for real parameter values on
a uniform grid, we will �nd that ode15s is unable to �nd a solution. The timestep
will shrink extremely rapidly as the solver attempts to maintain stability, and will
eventually crash. The phenomenon being exhibited here is sti�ness. While there
is no consensus on the exact de�nition of sti�ness [75], the relevance here is that
sti�ness is a phenomenon exhibited by a system of equations whereby numerical
integration methods need to take extremely small timesteps in order to remain
stable.

What is causing this, and how can we stop it? An intimately linked concept that
is crucial to understanding sti�ness is ill-conditioning, speci�cally of the iteration
matrix M� hJ. The Euclidean norm of some matrix A is

kAk = max
jx j=1
jA:xj (3.59)

where as usual
jxj =

p
xT:x: (3.60)

The norm describes the maximum stretching that A applies to a vector, and is the
matrix equivalent to vector length. From the norm, we can then de�ne the condition
number of the matrix A as

K(A) = kAk:kA�1k: (3.61)

Furthermore, it can be shown [76] that the condition number is the ratio of smallest
to largest singular value for the matrix. The condition number represents then the
greatest possible distortion A can apply to a unit sphere; for example, if K(A) = 103

then A stretches one thousand times more in one direction than another. Specif-
ically, K represents the ratio of the largest scaling to the smallest scaling applied
to a vector by the matrix. K, then, is a measure of how close a matrix is to being
singular. A unit matrix or scalar multiple thereof stretches all directions equally,
and so K = 1. A singular matrix collapses one or more directions completely, so
K =1.

K has an important implication for the error in solving linear systems. For a
rigorous treatment see Forsythe and Moler [76], but the general idea is that any un-
certainty or error in elements of y may be multiplied by K when solving A:x = y for
x. The larger the condition number, the larger the numerical errors when computing
the inverse. If K(A) = 10k then you expect to lose up to k digits of precision due to
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numerical error. A matrix with a large K is known as ill-conditioned. This di�ers
from an ill-posed problem, where the matrix is genuinely singular and K =1.

One can intuit from this reasoning and from the de�nition of the mass matrix M
and Jacobian J why solving a linear system with the matrix M� hJ is di�cult.
Our physical system contains particles moving on extremely disparate timescales,
with the carrier di�usivities typically 1012 times greater than the vacancy density,
introducing temporal sti�ness to the system. Elements of J corresponding to rates of
change in carrier densities will therefore typically be much larger than those for rates
of change in ion density, and so K(J) is extremely large. In addition, quantities in
the Debye layers typically vary more rapidly than in the bulk, adding spatial sti�ness
to the problem. Reducing h will decrease the contribution of J and make the matrix
tend towards M, but M is analytically singular itself so this does not help.

Once a simulation is run, K(M� hJ) is quickly found to be greater than 1016

for any value of h that satis�es even a lax error tolerance. Double precision oating
point stores about 16 decimal digits of precision, and we are losing more than 16 due
to numerical error from the matrix alone! This is further compounded by rounding
and truncation errors. ode15s recognises that, because K is singular to working
precision, the system cannot be solved and gives up.

Another way of thinking about this problem is in terms of the size of timestep
required to model a small change in carrier and vacancy densities over a small
timestep. In order to model a change in a carrier density properly, the solver must
take a small timestep. However, over that same tiny timestep the change in ion
density is much smaller. If the change in ion density is of the order of the machine
precision, rounding error will quickly blow out of control.

Mathematical Methods for Physicists by Arfken and Weber [77] o�ers two sug-
gestions to solve an ill-conditioned system: ‘try a di�erent mathematical attack’,
and ‘arrange to carry more signi�cant �gures and push through by brute force’. We
utilise both of these suggestions.

Reformulating the system is perhaps the more elegant answer. Sti�ness is a
property of the system of equations, not the physical system itself, so a thoughtful
reformulation of the equations can allow us to model the exact same physics but
more easily. As alluded to in Section 3.4, the solution here is a variable mesh spacing.
The spatial sti�ness may be eased by packing grid points more tightly where solution
components are likely to change rapidly, and placing fewer points in the bulk of the
layers where the components vary more smoothly.

The general idea here is demonstrated in Figure 3.3. Non-zero elements of the
Jacobian depend strongly on how quickly the solution varies in space, due to the
spatial derivatives. However, because the spatial derivatives have been discretised
away, what is really important is the di�erence in solution between neighbouring
points. From �nite di�erences, the di�erence in the ith solution component ui
between neighbouring points at around some position a is simply

�uija � h
@ui

@x

����
a

(3.62)

where h is the x spacing between the points and @ui=@x is the ‘true’ derivative of
ui. For a uniform mesh, �u is large in regions where @ui=@x is large and small in
regions where @ui=@x is small. If @ui=@x varies signi�cantly over the solution region,
then this contributes to a large disparity between elements in the Jacobian which
will have a large condition number.
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Figure 3.3: Representation of the advantage of variable mesh spacing (h) over
uniform for this problem. As the solution varies far more rapidly in space near the
interfaces than in the bulk, for a uniform grid the di�erence in solution components
between neighbouring grid points is much greater near the interfaces. Di�erences
between neighbouring points can be made more regular across the device by placing
points more closely together where the solution changes rapidly.

While we cannot change the actual spatial derivative @ui=@x of any solution
component without modelling a di�erent physical system, we can choose the dis-
tance between neighbouring points. In fact, if we could choose h to be roughly
inversely proportional to the true derivative, we could get a roughly constant �ui
values throughout the solution region. This reduces the Jacobian condition number
of the system, aiding integration. Note however that we need to take all solution
components (all i) into account to make a di�erence. For our physical system, we
know from previous work [59] that large spatial derivatives for all solution compo-
nents only ever occur near the interfaces and not in the bulk, so we know to place
more points near the interfaces and fewer in the middle of layers.

Choosing a sensible �xed distribution of grid points like this requires some a
priori knowledge of which regions in space are troublesome. In principle it is possible
to have an adaptive grid, when points are moved on the y to obtain the best
conditioned Jacobian. As we do know beforehand where large derivatives occur, an
adaptive mesh is not worth the extra computational e�ort. Of course, in principle
the solution components may be sti� in di�erent locations in space, complicating
the adaptive approach.

In a uniform spacing scheme of n points between 0 and 1, the position of point
i can be expressed as

xi =
i� 1

n� 1
for i = [1; n]: (3.63)
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Figure 3.4: a) Illustration of a uniform grid spacing (crosses) and a variable mesh
(dots) using the tanh spacing scheme in x, each for N=51 points between 0 and 1. b)
As for (a), but with the points spaced evenly along the vertical axis to demonstrate
the underlying linear and tanh behaviours of the spacings.

For this problem we choose a spacing given by

xi =
tanh(8 i�1

n�1 � 4)

2 tanh(4)
+

1

2
for i = [1; n]: (3.64)

This spacing uses utilises the properties of the hyperbolic tangent function to pack
points more tightly near 0 and 1. This is an arbitrary choice, however, and other
functions could easily be used. Both the uniform and tanh grid spacing schemes are
illustrated in Figure 3.4. From our choice of (3.64), we also de�ne the half-points of
the staggered grid on which �rst spatial derivatives are solved as

xi+ 1
2

=
xi + xi+1

2
for i = [1; n� 1]: (3.65)

A na��ve approach might be to use a coarse uniform spacing in the bulk and
a �ner uniform spacing near the interfaces. In this way there are indeed more
points near the interface as required. There are two issues with this approach.
Firstly, how rapidly the solution varies increases monotonically as you approach the
boundaries. Therefore, a grid which with a monotonically decreasing spacing as you
approach the boundaries is best suited to modelling this problem. Secondly, the
transition point between �ne and coarse mesh will have a very small spacing on the
�ne side and a large spacing on the coarse side. This sudden change in spacing in
the �nite di�erences may contribute to numerical instability and cause artefacts in
the solution. In the tanh approach, the grid spacing changes gradually such that
the spacings between any point and each of its two neighbours are approximately
the same.

The variable mesh will not �x sti�ness from the disparity between ion and carrier
timescales. However, Arfken and Moler’s other suggestion, just using more digits,
does tackle this. Upon investigation, it was found that the condition number with
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the variable mesh was in the range 1016 < K < 1034 { too poorly conditioned for 16
digit double precision to handle, but managable using 34 digit quadruple precision.
The Advanpix Multiprecision Computing Toolbox [78] for MATLAB was used to
obtain a quadruple precision enabled version of ode15s. This version works in
the same manner as the built-in MATLAB function, but with support for higher
precision in general and special optimisation for quadruple precision.

3.7 Implementation

We need to choose speci�cally how to write the problem in a form ode15scan accept.
This solver integrates a problem of the form given in (3.52) where the user provides
the function f(u(t)), mass matrix M, a range of t over which to integrate and the
initial conditions u(0). Various other arguments may also be optionally passed in {
the truly important one is the Jacobian sparsity, as discussed earlier.

The �rst thing to do is to decide on a convention for the state vector u. Given
that our problem consists of eight groups of equations, it is natural to de�ne our
mathematical system in blocks. We can choose a de�nition of u that groups like
equations together. By de�ning P as the (column) vector of values of vacancy
density in the perovskite, � as the vector of electric potentials in the perovskite and
so on we can then de�ne

u =

0

BBBBBBBBBB@

P
�
n
p
�E

nE

�H

pH

1

CCCCCCCCCCA

: (3.66)

To populate u, we need to decide whether to solve for each quantity on the main
grid (x0, x1, ...) or the half grid (x 1

2
, x1+ 1

2
, ...). The general principle to avoiding

odd-even decoupling is to de�ne a staggered grid as discussed in Section 3.4, and
that if a quantity is calculated and/or stored on one grid then its �rst derivative
should be on the other grid. We have choice, however, as to whether to calculate
each of the above eight sets of dependent variables on the main grid (where i is
an integer) or the half-grid (i is an integer plus 1=2). While this may not at �rst
glance seem like a useful decision, and it is tempting to just de�ne everything on
the main grid for ‘simplicity’, this choice inuences how easy it is to implement the
boundary conditions (3.24)-(3.39). The best way to choose a grid is to consider how
the boundary conditions will be implemented, which requires us to think about is
how to formulate f .

The elements of f corresponding to bulk equations are simply implementations
of the Poisson equation (3.46) and drift-di�usion equation (3.49). For drift-di�usion
equations we put a 1 in M, and for Poisson equations we put a 0. Elements at the
boundaries need a little more thought, but the principle is the same. There are 16
boundary conditions in total, 2 for each of the 8 types of variable. Of these 16, 8
are Dirichlet, where the value is set, and the remaining 8 are Neumann, where the
spatial derivative is set.
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Figure 3.5: Points for the main grid (integer indixes, solid points) and half grid
(integer plus a half indices, hollow points) in the perovskite layer. The spacing for
the main grid varies according to a tanh function (3.64); half grid points are halfway
between the two neighbouring main grid points. On the main grid, we solve for the
electric potential �, vacancy ux FP , electron density n and hole density p. On
the half grid, we solve for electric �eld E, vacancy density P , electron ux Fn and
hole ux Fp. By calculating derivatives on a staggered grid, odd-even decoupling is
avoided.

The 4 Dirichlet conditions at the TL/electrode boundaries are easiest, as they
do not even have to be solved: wherever one of these ‘variables’ appears in an
equation, we can simply write the constant or function that it is equal to. For the
condition nE(x = �bE) = dE, for example, wherever nE(x = �bE) appears in an
equation we can replace it with dE. For each of the 4 Dirichlet conditions at the
internal boundaries, we have two variables that are equal or proportional to the
other. We therefore need to solve for only one of these variables from each of these
equations, and can use these equations to substitute away the other. For (3.30) for
example, we choose to solve for n(x = 0) and replace references to nE(x = 0) with

n(x = 0)dE
gc

exp
�

EC�EF E
kBT

�
.

The Neumann conditions cannot be satis�ed in this way, and must be included
explicitly. Fortunately, as ode15s solves system of DAEs, these can be included
in the equations in the exact same way as the Poisson equations. As none of the
boundary conditions have time derivatives, we simply rewrite each equation in the
form 0 = ::: and place a 0 in the corresponding entry of the leading diagonal of M.
The solver will ensure that these equations are satis�ed when integrating.

Now we have an idea of how the boundary conditions are implemented, we can
choose which grid to solve each variable on. All boundaries coincide with points
on the main grid, so variables with conditions depending on the value of the vari-
able should be also solved on the main grid. Variables with Neumann boundary
conditions will be easiest to solve on the half grid, so that their derivatives are on
the main grid. In this way we avoid needing to interpolate as much as possible.
The electric potential has 4 Dirichlet conditions, one at each boundary, and 2 Neu-
mann conditions, one at each internal boundary. Therefore, it makes sense to de�ne
�, �E and �H on the main grid, allowing easiest implementation of the Dirichlet
conditions as discussed above. The vacancy density, on the other hand, only has
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Figure 3.6: Voltage regime for a J-V curve from 1.2 V with scan rate 10 mV/s.
Vap(t = 0) = Vbi = 1:05 V to satisfy the ICs.

Neumann boundary conditions, namely zero ux at the internal interfaces. Thus,
it makes sense to de�ne P on the half grid, such that the ux of P is on the main
grid. The choice for the electron and hole densities is less clear cut, as each has 2
Dirichlet and 2 Neumann conditions. However, the 2 Neumann conditions on the
carrier uxes each depend on surface recombination, which in turn depends on the
carrier densities at the interfaces. Therefore, solving for n, p, nE and pH on the
main grid is the best choice. The variables solved for on each grid are summarised
in Figure 3.5.

We also require an initial condition (IC) u(0). Choice of u(0) is actually not
that important, as we can simply run the solve for a few simulated minutes under
constant illumination and voltage to let u naturally relax to a physical state. What
is important is choosing the initial conditions to be roughly consistent with the
equations. If the IC is not exactly consistent, ode15swill adjust some of the values
to make it constent for us. We will just choose something easy to implement, let
the solver �x any inconsistencies for us and integrate for a short time to get a useful
IC. If we always start simulations at Vap = Vbi, then the boundary conditions on the
electric potential at each electrode �E(x = �bE) and �H(x = b+ bH) are both zero.
We can then simply have �E = � = �H = 0 over the whole device. For each particle
density, we just choose uniform densities in each layer.

Measurements are made on the simulated device by varying the simulated Vap
which feeds into the boundary conditions on the electric potential (3.24) and (3.38).
The Vap(t) for a typical J-V curve, with scan rate 10 mV/s is shown in Figure 3.6.
Vap = Vbi for the �rst 5 s to allow the solver to settle. Then, the voltage is changed
to 1.2 V (a standard starting voltage) over the period of another 5 s, and allowed to
equilibrate at 1.2 V for 290 s. The voltage is then swept down to 0 V (=JSC) and
back up. The total current through the device at any time is calculated from the
sum of the electron, hole and displacement currents using the equation

J = Jn + Jp + Jd

= �qFn + qFp +
@D
@t

= Dn

�
@n
@x

+
n
kBT

@�
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�
�Dp
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�
� "
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@�
@x

(3.67)
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where D is the displacement �eld and other symbols have their usual meanings.
This equation is true at any point in the perovskite due to conservation of charge,
but is easiest to calculate in the middle of the perovskite due to the slow variation
of all variables in the bulk.

The solver is actually called three times for a J-V sweep as depicted in Figure
3.6 { once for the equilibration region, once for the down scan and once for the up
scan. This is because once the particle densities have settled during the equilibration
period, the solver can take very large timesteps without compromising accuracy due
to the vary small time derivatives. For fast scan rates, the solver may actually step
over the entire J-V sweep and report nothing. By stopping the solver at the end of
the equilibration time and feeding the �nal state as the initial conditions of another
solve, the J-V sweep cannot be missed. Performing the same procedure when the
scan changes direction ensures a time point is taken at exactly Vap=0, avoiding any
numerical issues where the solver may cut across the sharp reversal in Vap and not
simulate short-circuit correctly.

3.8 Summary

In this chapter, we have constructed a custom drift-di�usion model of all three par-
ticle species across the perovskite and both transport layers. Rather than modelling
particles individually, we solve for the densities of the particle species as continua.
Using this method we are able to model the entire device, from electrode to elec-
trode, throughout a typical J-V curve within a few minutes on a desktop computer.
For slower scan rates, the simulation is faster than real time.

Development of this model to the current state comprised a large portion of the
project. While drift-di�usion as a method is not new, there is no other drift-di�usion
model in published literature capable of modelling a perovskite device correctly.
Other methods either neglect the transport layers, neglect di�cult boundary condi-
tions or use unrealistic parameters to obtain convergence, losing the physicality of
the underlying system in the process.
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Chapter 4

How ion motion controls current,
loss and performance

In this chapter, the basis of ion motion theory is laid out. First, we look at the
distributions of the electric potential and particle densities throughout the device
at steady-state. Then we explore the ubiquitous measurement of electrical and
electronic devices, the current-voltage characteristic or J-V curve. Through a quan-
titative approach, we construct a robust theory as to explain why J-V hysteresis
occurs and when to expect it, then use the J-V curve as a tool to analyse the e�ect of
ion motion on the performance of typical PSCs. We �rst quantify how performance
loss and hysteresis varies with scan rate with temperature. From the Arrhenius vari-
ation with temperature of these key behaviours, we extract the activation energy for
ion motion { a remarkably direct demonstration that ion motion is responsible for
anomalous behaviours in PSCs. Next, we evaluate a number of potential strategies
to reduce loss from ion motion using the methods developed in these earlier sections.
Finally, we discuss how preconditioning a�ects measurements and situations where
ion motion may improve device performance.

4.1 Steady-state

The basis of the ion motion theory of perovskite solar cells (PSCs) is the interaction
of ions with the built-in �eld within the perovskite layer. To demonstrate the e�ect
of moving ions, Figure 4.1 shows the same perovskite solar cell held at short-circuit
(applied voltage Vap = 0) for ions that are either �xed or mobile. In the left panel,
positively-charged halide ion vacancies are stationary, �xed in a uniform distribution.
As the negatively-charged cation vacancies are also �xed in a uniform distribution,
ionic contributions to the potential landscape cancel out. Note the existence of
vacancies may a�ect the device in other ways, such as by weakening the lattice or
acting as recombination sites, but we do not directly consider this here. In the
absence of moving ions, a strong electric �eld develops within the perovskite layer,
as can be seen by the tilted conduction and valence bands. This �eld acts to separate
electrons and holes, sweeping them into their respective transport layers.

When the halide vacancies are allowed to move, a layer of vacancies forms next
to the interface with the HTL and another layer depleted of vacancies forms next
to the ETL. These ionic layers, known as Debye layers, are of equal and opposite
charge. The charge in each ionic Debye layer induces electronic Debye layers to
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Figure 4.1: Band energies relative to the left electrode (solid lines) and halide
vacancy density (dashed lines) for a PSC held at short-circuit, calculated using the
model. Perovskite layer denoted by light grey, ETL and HTL by darker grey. Left
panel: halide vacancies are �xed in a uniform distribution. A large electric �eld
exisits within the perovskite layer which acts to separate electrons and holes. Right
panel: halide vacancies are mobile. Debye layers have formed, screening the electric
�eld within the bulk of the perovskite layer.

form within the transport layers. Note electronic in this sense includes holes. The
combination of ionic and electronic Debye layers screen the built-in �eld within the
perovskite. While the total potential di�erence between electrodes is the same, the
locations in the device where the drops occur change. Without moving ions there
was a roughly linear potential change across the entire perovskite layer, whereas
with moving ions the majority of the drop occurs at the interfaces with roughly at
bands within the perovskite bulk. For this device, most of the drop occurs within
the HTL, due to a combination of the low permittivity and low doping of this layer.

The ions have an equilibrium distribution where the built-in �eld within the
perovskite bulk is fully screened for any applied voltage. Any unscreened bulk �eld
drives more ions into the Debye layers until the �eld is fully screened. The vacancy
distribution will always relax towards the equilibrium of no bulk �eld. This lack of
bulk �eld impedes carrier separation and extraction from the active layer. If the
applied voltage is reduced, so that the layers are charged more than the equilibrium
for that voltage, the bulk �eld will point in the opposite ‘wrong’ direction. This
negative bulk �eld drives the ions out of the layers and back into the bulk until the
new equilibrium is reached with zero bulk �eld. In the meantime, the negative �eld
pushes carriers towards the wrong sides of the active layer, making separation very
ine�cient.

4.2 Current-voltage curve

Ion motion becomes considerably more interesting with the appreciation that the
Debye layers do not form instantly. The ion distribution in Figure 4.1 takes time
of the order of seconds to minutes to fully form. Ion motion alone is not enough to
cause hysteresis { it is the lag between the applied voltage as a function of time and
how charged the layers are that does. Figure 4.2 shows simulated J-V curves for
a TiO2/MAPbI3/spiro PSC at 300 K for scans that are very slow (1 mV/s), very
fast (100 V/s) and typical of a standard laboratory measurement (320 mV/s). To
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Figure 4.2: Simulated J-V scans for a TiO2/MAPbI3/spiro PSC at 300 K at (a)
1 mV/s, (b) 320 mV/s and (c) 100 V/s. In each case, the applied voltage Vap is
varied linearly from 1.05 V down to 0 V and immediately back up to 1.05 V. Solid
lines denote the down scan (1.05 V to 0 V) and dashed lines the up scan (0 V to
1.05 V). Neither the slow nor fast scan exhibits hysteresis, although the slow scan
has poorest performance. Hysteresis is present for the intermediate scan rate.

Figure 4.3: Experimental J-V scans for a TiO2/MAPbI3/spiro PSC at (a) 1 mV/s,
(b) 75 mV/s and (c) 1 V/s, measured by collaborators at CSIRO.

simulate a J-V curve, the device is initially held at the built-in voltage of 1.05 V for
5 minutes under illumination. This ensures the vacancies are uniformly distributed
to begin with. In practice, the initial preconditioning voltage is above the built-in
voltage to ensure that open-circuit is measured { the e�ect of doing this is considered
later. Then the applied voltage Vap is swept linearly downwards to 0 V at the
appropriate scan rate. The current measured during this part of the procedure is
the down scan, or reverse scan. At Vap = 0 V, the measured current is the short-
circuit current JSC. Once reaching 0 V, the applied voltage is immediately swept
back up to 1.05 V linearly at the same rate. The current during this half of the
sweep is the up scan, or forward scan. Figure 4.3 shows experimental J-V curves
for the same device architecture, measured at CSIRO.

For the very fast scan, the J-V curve is virtually identical as for when the ions are
immobile, and no hysteresis is exhibited. This is because the low di�usivity/mobility
of the halide vacancies means the ion distribution is essentially �xed on this very
fast timescale. When the ions are �xed, there is no dependence on scan rate or
direction as carrier motion is su�ciently fast relative to any feasible scan rate that
the electron and hole distributions are relaxed into a steady-state at all points in
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Figure 4.4: Band energies (solid lines, left axes) and halide vacancy density (dashed
lines, right axes) for a PSC at �ve points evenly spaced throughout a J-V scan at
200 mV/s, with �xed ions (left column) and with mobile ions (right column). Top
row, Vap = Vbi = 1.05 V at the start of the scan; second row, Vap = 0.525 V on
the down scan; third row, Vap = 0 V, where the scan changes direction; fourth row,
Vap = 0.525 V on the up scan; �fth row, Vap = Vbi at the end of the scan; sixth
row, full J-V curves.
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the scan. When the scan rate is very slow, the ion motion is also su�ciently fast
relative to the scan such that the ion distribution is relaxed throughout the whole
scan. Essentially, the ions can keep up with the scan and fully screen the bulk
electric �eld in the interior of the perovskite layer. The distribution of ions depends
on the voltage but not on scan direction, so there is no hysteresis. However, the
screening of the bulk �eld reduces device performance, very severely in some cases,
as seen by the very poor JSC and �ll factor.

For the moderate scan rate, hysteresis is present. Here, the timescale of the J-V
sweep is comparable to the timescale for ion motion. At these scan rates, the ions
are fast enough to move signi�cantly from their starting distribution over the course
of the scan, but not fast enough to fully relax. Figure 4.4 shows the band structure
and ion distribution for such a sweep, for the same device with and without mobile
ions. The key point is that the charging of the Debye layers lags behind the scan.
During the down scan, the layers are not quite charged enough to fully screen the
�eld (Figure 4.4b). The bulk �eld in the perovskite is reduced, but still present
and pointing in the correct direction. The current is reduced signi�cantly. On the
up scan, the layers are too heavily charged to perfectly screen the �eld. The bulk
�eld is not simply cancelled, but reversed (Figure 4.4d). The current is severely
hampered, as now the carriers must rely on just di�usion to separate and overcome
drift in the wrong direction. Note the current on the way up with negative �eld is
actually worse than for the very slow scans where the �eld is ‘only’ zero. The size
of the Debye layers depends not only on the applied voltage at some given time, but
also on the scan direction. The currents on the down and up scans diverge, giving
rise to hysteresis.

Videos of these J-V curves are available as part of the supplementary material
for this thesis. The slow, moderate and fast scans are shown in supplementary videos
1, 2 and 3 respectively. Each video consists of four panels that update as the scan
progresses. The upper-left panel shows the electric potential (black) and ion vacancy
density (magenta) pro�les throughout the device as time evolves. ETL, perovskite
and HTL are depicted in blue, yellow and red respectively. The simulation time
is displayed above this panel, with the J-V scan starting at t=300 s due to the
5 minute equilibration at the beginning.

The upper-right panel shows the band energies through the device, using the layer
colour scheme from the previous panel. Within the perovskite layer, the valence band
maximum (electron energy, lower line) and condution band minimum (hole energy,
upper line) are shown. Within the ETL only the conduction band is plotted, as
holes are not permitted to enter this layer. Similarly within the HTL, only the
valence band is plotted. The lower-left panel shows the J-V curve plotted over
time, with the down scan denoted by a solid line and the up scan by a dashed line.
The measured current at time t is denoted by a circle. The lower-right panel shows
the electric �eld at the centre of the perovskite layer. As with the J-V plot, down
scan values are denoted by a solid line, up scan values by a dashed line and the
value at time t by a circle. Positive �eld is de�ned as driving carriers towards their
corresponding transport layers.
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Figure 4.5: A J-V curve from forward bias, down to JSC (solid line) and back up
(dashed line). The area under the up scan Aup is the dark shaded area, while the
area under the down scan Adown is the sum of the two shaded areas. Hysteresis
factor H is calculated using (4.1), and is equal to the area of the light shaded region
as a fraction of the sum of the areas of both shaded regions.

4.3 Quantifying dependence on scan rate

While we have found three qualitative regimes of hysteresis in Figures 4.2 and 4.3,
it is interesting to quantify the dependence of hysteresis on scan rate. To this end,
we can de�ne a hysteresis factor, or H-factor, as

H =
Adown � Aup

Adown
(4.1)

where Adown and Aup are the areas under the down and up scans respectively. More
speci�cally, A is the area enclosed by the lines J(V ), J = 0 and V = 0 de�ned by

A =

Z VOC

0
J(V ) dV (4.2)

so that H is just the relative change between the areas enclosed by the up and down
scans and the J and V axes. H is 0 if there is no hysteresis and is positive but less
than 1 for a hysteretic curve. if H is negative, the up scan is better than the down
scan.

Figure 4.6 shows the H-factor, short-circuit current JSC, power conversion e�-
ciency PCE and �ll factor FF for the simulated device at 300 K for a set of scan
rates in the range 100 µV/s to 100 V/s. JSC is simply the current density J when
the applied voltage is zero, and the J-V sweep changes direction. This is the point
in the scan where the down scan ends and the up scan begins. PCE, as in (1.1), is
calculated from the full J-V curve as

PCE =
JmaxVmax

Pirr
(4.3)

where Vmax and Jmax are the voltage and current at maximum power point respec-
tively and the incident irradiated power Pirr for one sun is approximately 1 kW/m2
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Figure 4.6: (a)-(c) Simulated J-V curves for scan rates 1 mV/s, 320 mV/s and
100 V/s, as discussed in Figure 4.2. (d) H-factor, (e) JSC, (f) PCE and (g) FF
for the simulated planar TiO2/MAPbI3/spiro device at 300 K for a range of scan
rates spaced logarithmically between 100 µV/s and 100 V/s. The PCE and FF are
calculated from the max power point on the down scan. For (d)-(g), the points
corresponding to the scans (a)-(c) are depicted by vertical dashed lines.
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or 100 mAV/cm2. The �ll factor FF is calculated from

FF =
VmaxJmax

VOCJSC
(4.4)

using the same max power point and open-circuit voltage VOC from the down scan.
There is no hysteresis for the extremal scan rates, with intermediate rates yielding

signi�cant hysteresis. There is a smooth transition between regimes, with the H
against scan rate plot roughly approximating a Gaussian or bell curve. The short-
circuit current and power conversion e�ciency exhibit sigmoidally-shaped plots, with
the three hysteresis regimes clearly visible. The best JSC and PCE are obtained for
faster scan rates as the ions have not had time to redistribute to shield the electric
�eld. For slow scan rates the worst JSC and PCE are observed, as the ions are fully
screening the �eld. For intermediate scan rates, the �elds once JSC and max power
point (for PCE) are reached are partially screened, giving currents and e�ciencies
part way between the two extremes. The VOC was found to not vary signi�cantly
with scan rate, so is not shown.

The shape of the �ll factor appears to be almost a hybrid of a bell curve and
sigmoid, with a at low FF regime for low scan rate, a at high FF regime for fast
scan rate and a bump with the maximum FF forming the transition between the
two. As discussed previously, the device properties at high scan rate are represen-
tative of the device when the ions are stationary. For this device, the fast scan �ll
factor at 300 K is a respectable 63%. For slow scan rates the ions are fully screening
the built-in �eld, hindering charge separation and this increasing recombination.
The rather disappointing �ll factor for low scan rates of 37% reects this increased
recombination, symptomatic of large resistive losses. Of particular interest is the
bump in the transition region { speci�cally the peak FF of about 90%, higher even
than high performance crystalline GaAs which might achieve 87% [4]. The reason
for this is the bump in the down scan of some hysteretic J-V curves, visible in Figure
4.6b. In this case, the current at maximum power point may actually exceed the
short-circuit current. The concept of �ll factor as a measure J-V curve squareness,
and by extension performance, assumes the cell is behaving as a diode plus a con-
stant. The apparent heroic performance here is actually a consequence of poor JSC,
rather than excellent performance at maximum power point.

These results are of considerable signi�cance to the accurate characterisation
of perovskite solar cells. Many published articles trumpet that their devices are
hysteresis-free, yet only provide a single J-V scan at a single rate as evidence. For
example, a Google Scholar search for hysteresis-free perovskite solar lists about 1,000
items from the start of 2017 to August 2018. However, as in Figure 4.6d, if such
a device is scanned either very quickly or very slowly compared to the timescale
of ion motion then no hysteresis would be expected. If this is the case, important
behaviour is being missed. For devices scanned too slowly or too quickly to observe
the hysteresis, a potentially important source of loss may still be present but going
unnoticed. Identifying if this is the case is important so that strategies can be devised
to tackle this problem, if possible. Perovskite devices should be measured at a wide
range of scan rates, ideally over several orders of magnitude, to check for hysteresis
before being declared hysteresis-free. In the same manner as hysteresis itself was
used to inate reported device performance in the early days of PSC research [2] by
only reporting the better performing down scan, exploiting a single scan to allege
the absence of hysteresis has become ingrained in the �eld today.
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From a practical point of view, a J-V curve is measured in order to characterise
how well a device will perform at generating power. After all, a solar module in the
�eld will not undergo voltage sweeps { rather, it will be held at maximum power
point. When held at a single voltage the Debye layers will have ample time to
reach equilibrium distribution, so a very slow scan is best representative of operating
performance. Speci�cally for devices that are scanned too quickly, metrics extracted
from the J-V characteristic will not be representative of operating performance. To
extract PCE from a J-V curve, the point on the curve representing the greatest
product of voltage and current is used. This method will overestimate the device
performance for anything other than very slow scans, as shown in Figure 4.6f. If the
�ll factor is calculated from a hysteretic down scan, an anomalously high value may
be obtained. Stabilised power conversion e�ciency measurements, where the device
is held at maximum power point until the current (and therefore ion distribution)
settles, are a good way of dealing with these measurement problems.

4.4 Dependence on temperature { speeding the

ions up

In the previous section, we concluded that it is important to understand the timescale
of ion motion in PSCs. When we apply a stimulus to the system in the form of a
J-V scan, we can expect hysteresis only if the frequency of the scan is comparable
to that of ion motion. There is an immediate, if slightly tenuous, parallel with res-
onance, in that when we apply a stimulus to a system we expect a strong response
only if the stimulus is of similar frequency to the natural frequency of the system.
The frequency of the stimulus in this case is obviously related to the scan rate of
the J-V curve, but the frequency corresponding to the system is more subtle. So
what determines the ionic timescale? From our understanding developed thus far
we can suggest a few possible factors, then use the model to quickly test the e�ect
(if any) of each.

Perhaps the most obvious factor is the mobility of the ions, as the faster the ions
move the faster they can respond to a change in applied voltage. As ion hopping is
an Arrhenius process, the vacancies have a di�usivity of the form

DP = D1P exp

�
�
EA

kBT

�
(4.5)

with some activation energy EA and high temperature limit D1P . Due to the expo-
nential dependence, the ion mobility is highly sensitive to temperature. Di�erent
perovskite chemistries (e.g. MAPbI3, FAPbI3, MAPbBr3) will have di�erent activa-
tion energies, depending on the A and B site cations and halide or mixtures thereof.
In practice, the quality of the �lm also inuences the e�ective di�usivity through
the relative prevalence and form of grain boundaries in the perovskite. High quality
�lm tend to have larger grains, and may be expected to behave closer to an idealised
lattice. Films with with small grains have more grain boundary regions where the
constituent ions do not form a lattice. As it is not possible to describe this properly
in the one dimensional model, here we shall abstract this into di�erent EA and D1P
values in (4.5).
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Figure 4.7: Diagram of the Pb-X plane in a lead halide perovskite in the cubic
phase. Lead ions are drawn as grey circles, halides as black circles. The unit cell
is indicated by the dashed line, with lattice parameter a. The distance between
neighbouring halide sites, as for the small arrow between a halide and a vacancy
(dotted line), is a=

p
2.

The high temperature di�usivity D1P , the value of DP when T =1 in (4.5), is
a constant prefactor that we �t to experiment. Taking the motion of a vacancy as
a random walk on a cubic lattice, the di�usivity may be calculated from

DP =
h2

6�t
(4.6)

where h is the lattice spacing and �t the average time between hops. In reality, the
motion of the (charged) ions cannot be a true random walk because the ions are
interacting. However, as the uniform ion density is around 0.4% of sites and in the
following simulations never exceeds about 1%, this is a reasonable approximation.
The lattice spacing for the MAPbI3 unit cell in the cubic phase is around a = 0.63 nm
[51, 79], so the hop distance between neighbouring halide sites, illustrated in Figure
4.7, is h = a=

p
2 or around 0.45 nm. As halide hopping is a barrier hopping process,

the hop frequency 1=�t can be expressed as the product of an attempt frequency fa
and the probability that the hop is successful,

1=�t = fa exp

�
�
EA

kBT

�
; (4.7)

where the attempt frequency is usually taken as a typical phonon frequency, about
1 THz [51]. Combining (4.6) and (4.7), we �nd

DP =
a2fa

12
exp

�
�
EA

kBT

�
: (4.8)
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Through inspection with (4.5), we can then estimate the high-temperature di�usivity
as

D1P =
a2fa

12
: (4.9)

For fa = 1 THz and a = 0.63 nm, we obtain an estimate of 3� 10�8 m2/s. Most
perovskites are in the tetragonal phase at room temperature, where the lattice pa-
rameters a = b 6= c, but provided a = b and c aren’t too di�erent we can just take a as
an approximate quasi-cubic lattice parameter. A calculated D1 is only a very rough
approximation then, due to the error in both a and fa. Additionally, boundaries
between perovskite grains and the di�ering orientations of the grains themselves will
a�ect halide motion in a way not described by (4.9). Still, (4.9) provides an order
of magnitude estimate for D1P .

To model how device behaviour varies with temperature, we now set the dif-
fusivity of the ions to be dependent on temperature using (4.5). Here, we take
EA = 0.58 eV as calculated from DFT [51], with D1P = 10�7 m2/s as an order of
magnitude estimate to give roughly the right value for DP at 320 K from the same
reference. In all subsequent calculations, we use these two values in (4.5) to �nd DP .
For this section, N0 is not varied with temperature. To extend the map of H, JSC
and PCE against scan rate out into temperature space, 915 simulated J-V curves
were run for 15 temperatures spaced uniformly in the range 270 to 340 K (every
5 K). 61 scan rates were simulated for each temperature, rates spaced logarithmically
between 100 µV/s and 100 V/s (10 rates per decade). This sweep ran overnight on a
high-end desktop machine (Intel i7-4790 quad-core processor at 3.60 GHz, 32.0 GB
RAM) taking 10 hours and 16 minutes in total. Each curve took about 21=2 to
3 minutes each, with the jobs parallelised over 4 workers using a MATLAB built-in
parfor loop. Figure 4.8 shows the e�ect on the H, JSC, PCE, VOC and FF against
scan rate curves of the simulated device for a range of temperatures.

As seen in Figure 4.8, the plots of H, JSC, PCE and FF are shifted to higher
scan rate as temperature is increased. Higher temperature increases the di�usivity
of the ions, and therefore decreases the timescale of ion motion. A faster scan rate is
needed for the timescales of the scan and of the ions to still be aligned. The increase
in temperature worsens the JSC for anything other than the fastest scan rates, and
also decreases FF once the timescale shift is accounted for. VOC, which is roughly
constant with scan rate, decreases with temperature. There is a very slight increase
in VOC for hysteretic scans, which shifts to higher scan rates with temperature. Due
to the decrease in VOC and FF, increasing temperature harms PCE at all scan rates.
For slow scan rates, the decrease in JSC leads to a proportionally greater reduction
in PCE. The worsening of all performance characteristics with temperature for this
device is due to additional bulk recombination.

Figure 4.9 shows contour plots of these same �ve measures against scan rate
and temperature for the full dataset. On each these plots, the hysteresis regime
where the timescale of ion motion aligns with the timescale of the scan is obvious.
For Figure 4.9(a), there is a thick diagonal band where hysteresis is present. In
panel (e), the region of augmented �ll factor coincides with the hysteresis region.
For panels (b) and (c), the hysteresis region coincides with the transition from low
to high values of JSC and PCE. The regime is most subtle for VOC in panel (d),
although a diagonal ripple is visible.

The steepness of the diagonal bands in the panels of Figure 4.9 depends on
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Figure 4.8: H-factor, JSC, PCE, VOC and FF as a function of scan rate for tem-
peratures 270, 290, 310 and 330 K (increasing temperature black to light). 15
temperatures in the range 270 to 340 K inclusive at 5 K intervals were simulated,
although only four values are shown in (a)-(c) for clarity. 61 scan rates spaced log-
arithmically between 100 µV/s to 100 V/s inclusive (10 per decade) were simulated
for each temperature.
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Figure 4.9: Variation in H-factor, JSC, PCE, VOC and FF with scan rate and
temperature T on log-log axes. PCE, VOC and FF are each calculated for the
down scan. The gradient of the diagonal bands in (a)-(c) and (e) correspond to the
activation energies obtained in Figure 4.10. The plots in Figure 4.8 are cut-throughs
of horizontal lines on these graphs.
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how sensitively the timescale of ion motion depends on temperature. Due to the
Arrhenius form of ionic di�usivity DP , the key parameter controlling the steepness
is the activation energy EA. Assuming that the system response, represented by
some measure R, is proportional to the DP , and that DP is the only parameter with
an Arrhenius form, we may write

R / exp

�
�
EA

kBT

�
: (4.10)

Taking the natural logarithm of both sides and rearranging, we �nd

lnR = �
EA

kBT
+ const. (4.11)

For some sensible de�nition of R, a plot of lnR against 1=kBT , or Arrhenius plot,
will have a gradient of -EA. This gives us a way of deducing the activation energy
from a set of J-V curves.

For hysteresis, we here choose R(T ) to be the scan rate that yields maximum H
for a particular temperature T. This corresponds to the peaks in Figure 4.8a and
the centre of the bands in Figure 4.9a. Similarly for �ll factor, we choose R to be
the scan rate giving maximum FF. For the sigmoidal JSC and PCE curves with a
plateau at high scan rate, an obvious maximum is not present. Instead for JSC and
PCE, we take R(T ) as the scan rate yielding 90% of the value of the measure at the
fast scan rate plateau. For a particular JSC sigmoid for example, R is the scan rate
satisfying JSC(R; T ) = 0:9 JSC(100 V/s; T ).

Figure 4.10 shows the Arrhenius plots and �ts for the modelled data. Activation
energies inferred from the gradients are tabulated in Table 4.1. The most accurate
method is a �t to JSC, with an error of just 1.4%. By contrast, the other methods
give at least a 7.8% error. The discrepancies here are likely due to some combination
of the assumption (4.10) not being strictly true and poor �tting. However, even an
error of �10% is rather good. The use of modelling here gives us a reliable and
repeatable way of testing this method to check it is measuring the activation energy
as we expect. By analysing the macroscopic device behaviour we are able to make
a statement about the microscopic phenomenon of ion motion, which is pleasing.

An alternative method for �tting the sigmoids is to �rst subtract the low scan
rate limit before normalising, as depicted in Figure 4.11. In this way, R is taken as
90% of the total change in JSC or PCE over the measured scan rate rather than of
the absolute value of the highest scan rate. Including subtraction yields activation
energies of 0.56 eV for JSC and 0.62 eV for PCE, compared to 0.59 eV and 0.65 eV
without subtraction respectively. This advantage of this method is that rescaling all
the sigmoids to range from 0 to 1 might be expected to give a better �t to the total
shift on the scan rate axis. However, this method only changes the calculated EA
by 30 meV and requires knowledge of both the high and low scan rate JSC values.
Experimentally, measuring the low scan rate plateau is found to need extremely
slow scan rates <1 mV/s. As part of this measurement, the PSC being measured
will need to be under constant operation under illumination for a number of hours,
much of this near short-circuit, causing signi�cant device degradation. As a result,
�tting to 90% of the absolute value is the better approach. A major advantage of
the model is that low scan rate regimes can be explored without having to worry
about the fragility of the material.
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Figure 4.10: Arrhenius plot of the scan rates yielding maximum H (dots), 90%
of maximum JSC (circles), 90% of maximum PCE (crosses) and maximum FF
(squares). Activation energies inferred from gradients are tabulated in Table 4.1.

Measure R Inferred EA (eV) Error (%)
H Maximum value 0.5310 -8.4
JSC 90% of high rate limit 0.5881 1.4
PCE 90% of high rate limit 0.6495 12
FF Maximum value 0.6255 7.8

Table 4.1: Values for the activation energy of halide motion inferred from the shift
in hysteresis factor H, short-circuit current JSC, power conversion e�ciency PCE
and �ll factor FF. For H and FF, the scan rate yielding the maximum value was
taken as the measure of system response R; for JSC and PCE, the scan rate giving
90% of the value at the highest simulated scan rate of 100 V/s is taken. The error
between each inferred EA and the true value input into the model, 0.58 eV, is also
listed.

Figure 4.12 shows H-factor and JSC as measured experimentally at a range of
temperatures and scan rates for four typical perovskite solar cells, along with Ar-
rhenius �ts to extract activation energies. JSC is shown normalised to the high scan
rate value. Perovskites MAPbI3, FAPbI3 and MAPbBr3 with a tin oxide ETL and
MAPbI3 with a titania ETL were tested. Electrodes of FTO and gold and an HTL
of spiro-OMeTAD were common to each devices. These devices were fabricated by
collaborators at CSIRO Energy, Newcastle, Australia. Inferred activation energies
from the Arrhenius plots are given in Table 4.2, along with values for each material
as calculated from density functional theory. The extracted values show reasonable
agreement with each other and with DFT.

The dependence of short-circuit current on scan rate (Figure 4.12, second col-
umn) shows excellent agreement with prediction, with a at high scan rate regime
observable for all devices. Measured hysteresis curves have the same qualitative
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Figure 4.11: Two methods of selecting R for the sigmoidal JSC against scan rate
curves. The top panel shows the simulated data. In the second panel, each curve
is normalised to the high scan rate value and R chosen as the scan rate giving 90%
(dashed lines). This method is used in the previous plots and for the experimental
data. In the bottom row of panels, the low scan rate value is �rst subtracted from
each curve before they are normalised to the high scan rate value. This alternative
method is not useful for experimental data, where the low scan rate limit is imprac-
tical to measure. The di�erence in inferred EA between the two methods is also
small.

shape as in the simulations, although with longer tails and a varying amplitude.
Probable explanations for these slight discrepancies are a device memory from the
previous scans and degradation; for a 1 mV/s scan rate, for example, measuring a
full scan from 1.2 V requires the device to be continuously operating for 40 minutes.

As predicted, peak hysteresis is observed for the scan rates where JSC varies
strongly with scan rate. Importantly, this means the presence of hysteresis can be
used as an indicator for whether ion motion is suppressing device performance. If
hysteresis is not present when a device is measured, other scan rates and tempera-
tures must be measured to �nd the hysteresis regime in order to obtain an accurate
prediction of steady-state performance. For our MAPbI3 and FAPbI3 devices, hys-
teresis was still present even for extremely slow scan rates of about 1 mV/s. This
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Figure 4.12: Variation of H-factor (second column) and JSC (third column)
with scan rate and temperature for (a) MAPbI3/TiO2, (b) MAPbI3/SnO2, (c)
FAPbI3/SnO2 and (d) MAPbBr3/SnO2. Device structures are given in the �rst
column. The last column gives Arrhenius plots for the scan rate giving 90% of
the maximum JSC (black circles and solid lines) and scan rate giving maximum H-
factor (grey squares and dashed lines). Inferred activation energies are labelled next
to each line and given in Table 4.2. Measurements performed by (c, d) myself, (a)
IA Blakborn and (b) TW Jones at CSIRO.

Perovskite ETL
EA (eV)

JSC shift H shift DFT
MAPbI3 TiO2 0.41 0.45

0.44
MAPbI3 SnO2 0.43 0.28
FAPbI3 SnO2 0.42 0.55 0.45
MAPbBr3 SnO2 0.22 0.28 0.36

Table 4.2: Values for the activation energy EA for halide motion inferred from
the shift in hysteresis factor H and short-circuit current JSC for the experimental
devices. The EA values as calculated from density functional theory (DFT) by D
Ghosh at Bath are also given.
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means that even these scans overestimate performance. To remedy this, so-called
stabilised measurements may be used experimentally. For example, holding the
device at maximum power point for the true steady-state PCE or holding at open-
circuit for VOC, so the property of interest can relax to a stable value.

Notably, the peak hysteresis for the MAPbBr3 device occurs in the 10-100 mV/s
range only at low temperatures (�200 K). At room temperature signi�cant hysteresis
only occurs at faster scan rates than are commonly (and easily) measured. The
hysteresis, and onset of JSC loss, is shifted back to the 100 mV/s regime upon
cooling. This e�ect has been observed in MAPbI3 cells employing organic transport
layers [80, 81].

The JSC method appears to give a more reliable measure of EA, as in the simu-
lated data. From inspection of Figure 4.12, especially for the FAPbI3 device in row
(c), it is obvious that the JSC plots have sharper trends than the H plots. This is
likely because the H method depends on the entire J-V curve, the shape of which
is very sensitive to a wide variety of parameters. Further, interpolating to �nd the
maximum H is likely to introduce additional error. In contrast, the JSC method
depends on one point on the curve, does not include any e�ects from the change in
scan direction and is calculated from the monotonically increasing JSC against scan
rate. Using JSC measurements to calculate the EA works signi�cantly better than
using H-factor measurements.

4.5 Shifting the timescale or reducing loss?

As can be seen in Figure 4.8 and 4.9, decreasing temperature shifts hysteresis and
the drop o� in PCE to slower scan rates. However, the decrease in temperature
also increases PCE for all scan rates. Most importantly, the PCE, VOC, JSC and FF
are all improved for the slowest scan rate (representing steady-state) for a reduction
in temperature. Seeing as ion motion is a�ecting device performance negatively, it
is desirable to �nd a way of mitigating it. Using the model, we can easily study
the e�ect of important device parameters to see if we can identify a practical way
of avoiding losses. We can also explore which parameters change the timescale
of ion motion. While changing the timescale alone does not improve steady-state
performance, the links between ion motion and degradation as discussed in the
introduction mean that lengthening the ion timescale may be bene�cial for device
lifetime.

Defect density

Removing the ion vacancies and other mobile defects would, of course, eliminate hys-
teresis and any associated loss from ion motion, as this would remove the charges that
form the Debye layers. Thermodynamic considerations limit the minimum defect
density, however, making total elimination of defects impossible. That said, there is
certainly scope for reducing defect density. Reducing vacancy density will lengthen
the timescale of hysteresis and any associated loss as, with fewer defects available,
ions deeper within the interior of the perovskite are needed to charge the Debye
layers su�ciently. Figure 4.13 shows H, JSC, PCE and FF as a function of scan rate
for the simulated device as the defect density is reduced from 1:6� 1019 cm�3 by
three orders of magnitude down to 1:6� 1016 cm�3.
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Figure 4.13: H, JSC, PCE and FF as vacancy density N0 is varied between
1:6� 1022 and 1:6� 1026 m�3. The value used previously is 1:6� 1025 m�3. Re-
ducing N0 shifts the timescale of ion motion to slower scan rates. If N0 is reduced
enough, the magnitude of both hysteresis and loss is reduced as there are not enough
vacancies to fully form the Debye layers. VOC is insensitive to both scan rate and
vacancy density, so is not shown.

As the vacancy density is reduced, the hysteresis and loss behaviours are both
shifted to slower timescales and both reduced in severity. With fewer defects avail-
able, vacancies deeper within the perovskite are required to charge the Debye layers.
This requires ions to move further to charge the layers, lengthening the timescale
of layer charging. For a given scan rate, reducing the vacancy density reduces loss
arising from ion motion.

As the vacancy density is reduced, the equilibrium width of the Debye layers
at an applied voltage grow wider. If the density is reduced far enough, the Debye
layers take up the entirety of the perovskite layer as all the ionic charge is required
to form the layers. If the density is reduced yet further, there is insu�cient charge
to form layers large enough to fully screen the internal �eld. The further the density
is reduced, the smaller the fraction of the internal �eld that the ions can screen,
causing the drop-o� in H at the lower-left of Figure 4.13.

Reducing defect density in the perovskite has been achieved in practice via the
inclusion of a reducing agent during synthesis [82], thermal annealing [83], Lewis
base passivation [84], fabrication with an excess of lead halide [85] and the use of
additional A-site cations such as caesium [86].

Recombination

If ion motion cannot be entirely eliminated, the loss in performance may at least
be mitigated by reducing recombination. While the formation of the Debye layers
reduces the electric �eld within the bulk of the absorber, even inverting it in some
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Figure 4.14: H, JSC, PCE, FF and VOC as recombination parameters are varied.
The recombination multiplier Rmult multiplies the bimolecular recombination coe�-
cient � and the surface recombination velocities vnE, vpE, vnH and vpH and divides
the electron and hole SRH pseudolifetimes �n and �p. The values used previously
correspond to Rmult = 1. The timescale of hysteresis and loss is largely unchanged
with increasing recombination, but, unsurprisingly, the loss becomes more severe.

cases, many perovskite devices still show good performance on the forward scan.
This is because such devices have su�ciently long carrier lifetimes and large enough
di�usion lengths to produce a large current through di�usion alone. The carrier dif-
fusion length in the mixed-halide perovskite CH3NH3PbI3�xClx, formed from large
crystals, has been found to be of the order of 1 µm [87], considerably greater than
the typical perovskite �lm thickness of hundreds of nm. Ensuring the largest possi-
ble grain size is crucial for achieving high di�usion lengths and low recombination
[88].

Figure 4.14 shows the result on hysteresis and performance as recombination
within the simulated device is reduced. The timescale of ion motion is una�ected
by recombination, and so the scan rate dependence of the behaviours is largely un-
changed. Loss is reduced for all scan rates, as is to be expected. The greatest
improvement is for scan speeds and directions with the weakest bulk �eld, as it is
these situations where recombination is more of an issue. This is why the improve-
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Figure 4.15: H, JSC, PCE and FF as the activation energy for ion motion EA is
varied between 0.48 and 0.88 eV. The value used previously is 0.58 eV. Increasing
EA shifts the timescale of ion motion to slower scan rates, but has no e�ect on the
magnitude of hysteresis or loss. VOC is insensitive to both scan rate and activation
energy, so is not shown.

ment in JSC and PCE is greatest for slower scans, as the Debye layers have more
time to charge. It is also why H-factor reduces, as the reduction in recombination
improves the forward scan more than the reverse scan, leading to less of a di�erence
in the currents between scan directions.

Amusingly, the �ll factor for hysteretic scans with high recombination is above
140%. This is due to the formation of the Debye layers causing immense losses at
short-circuit current, such that the current at the apparent maximum power point on
the down scan is considerably greater than JSC. For the highest recombination rates,
open-circuit voltage improves for hysteretic scans. This appears to be due the for-
mation of small Debye layers that help sweep carriers past the perovskite/transport
layer interfaces at the expense of the bulk �eld. For small Debye layers this yields
a net improvement, but for fully formed Debye layers, as indicated by the slowest
scan, the improvement in charge extraction at the interfaces is more than cancelled
by the collapse in charge separation within the bulk (as previously).

Activation energy

If defects were truly static, the Debye layers would never be able to form. As such,
it is reasonable to assume that slowing the ions down, by increasing the activation
energy for vacancy motion for example, would help improve performance. Figure
4.15 shows the e�ect of varying the EA between 0.48 eV and 0.88 eV. Increasing
EA by just 0.1 eV is enough to slow all behaviours by two orders of magnitude
for this parameter set. Critically, however, there is no reduction in the magnitude
of hysteresis or of loss. The slow scan limit of JSC, which best represents steady-
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state, shows no improvement. Slowing the ions is then not a good way of improving
PSC performance. It is possible that slowing the ions may improve stability due to
reduced lattice strain or mitigating the di�usion of superoxide species, so increasing
the EA should not be entirely discounted.

Transport layer permittivity and doping

More subtly, the choice of transport layer plays a role in determining the timescale
of ion motion. As ion motion is an intrinsic property of the perovskite, this is
perhaps rather surprising. Some papers have used the observation that hysteresis
depends on the transport layers to completely dismiss ion motion as the cause [89].
What these groups choose to ignore is that the ionic Debye layers induce electronic
Debye layers within the transport layers. The importance of the electronic layers is
especially clear for the devices with moving ions in Figures 4.1 and 4.4, where the
electronic Debye layer in the hole transporter constitutes most of the potential drop
across the device once the Debye layers have formed. Experimental con�rmation of
large voltage changes within the transport layers has been provided by Kelvin probe
measurements [89].

The critical parameters for the transport layers are the dielectric permittivity
and doping density, where lower values for each lead to more of a potential drop in
those layers. The lower the doping in the layer, the wider the electronic Debye layers
will be. The wider the layers are the greater the distance the potential can change
over, yielding a larger potential change even for the same layer charge. The lower the
transport layer permittivity, the greater the electric �eld in that layer due to con-
tinuity of electric displacement �eld normal to a dielectric interface ("1E1 = "2E2).
The larger the electric �eld within the layer, the greater the potential change within
that layer. The carrier motion timescale is extremely fast compared to the ionic and
J-V scan timescales, so the electronic Debye layers form essentially instantly { the
limiting process is ion motion. The larger the porportion of potential change that
occurs within the electronic layers, the less change that needs to occur within the
ionic layers. This reduces the necessary motion required of the ions, speeding up the
bulk �eld screening process and thereby speeding up the timescale of the hysteresis
and loss behaviours.

Figures 4.16, 4.17, 4.18 and 4.19 show the e�ect on H, JSC, PCE and FF of the
ETL permittivity "E and doping density dE and HTL permittivity "H and doping
density dH respectively. The values for permittivities have virtually no e�ect on
the performance of devices as measured with a high scan rate because Debye layers
don’t have a chance to form for these scans. Decreasing the permittivity of a layer
causes more of the potential drop across the device to occur within that layer, and
thus less within the perovskite, but that does not make a signi�cant di�erence here.
The doping of the ETL also has no e�ect on the high scan rate performance, while
the doping of the HTL does. This is because the low permittivity of the HTL, 3 "0,
causes the layer to dominate over the contribution of the ETL with permittivity
40 "0, as discussed earlier and seen in Figures 4.1 and 4.4.

Like before, JSC and PCE fall as scan rate is reduced irrespective of transport
layer properties as the formation of the Debye layers reduce performance. Oddly,
steady-state PCE improves as ETL permittivity and doping are decreased, but im-
proves as HTL permittivity and doping are increased. This di�erence appears to
be due to surface recombination being more severe with the ETL than HTL. As
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"E and dE decrease and "H and dH increase, more of the potential drop occurs at
the interface of the perovskite with the ETL. The greater potential drop at the
ETL/perovskite interface helps sweep electrons e�ciently into the ETL and hinders
holes from approaching the interface.

As theorised, decreasing the permittivities and doping of both layers acts to
shift the timescale of hysteresis to faster scan rates. So-called hysteresis-free devices
tend to employ organic semiconductors for both transport layers, which have low
permittivities and dopings compared to inorganic materials. It has been found that
cooling such a device, which we know shifts hysteresis to longer timescales, can lead
to hysteresis reappearing [80]. It is then natural to ask if hysteresis-free devices
actual have hysteresis at timescales faster than those routinely measured in the
characterisation of PSCs.

We can test this hypothesis using the model by varying "E, dE, "H and dH
simultaneously over a wide range to gain an idea of how much of a di�erence this is
likely to make. Figure 4.20 shows the e�ect of varying the permittivities from "0 to
100 "0 and doping densities from 1020 m�3 to 1026 m�3 at the same time. Reducing
these four parameters does indeed shift hysteresis, as well as the sigmoidal transition
from low JSC and PCE to high, to higher scan rates. A typical J-V scan at about
100 mV/s would exhibit a large amount of hysteresis for a device with high values for
the permittivities and doping densities, but almost none for a device with low values
for these parameters. The model predicts that switching from an inorganic transport
layer to an organic one will shift hysteresis to higher scan rates, and reducing the
temperature will then shift the hysteresis back to the 100 mV/s regime. This o�ers
an explanation for why organic transport layers yield apparently hysteresis-free cells.
However, this shift to higher scan rates actually reduces performance. Ironically, this
method to eliminate observable hysteresis does so at the expense of PCE.

Summary

Figure 4.21 gives a summary of the e�ect of vacancy density, severity of recombina-
tion, vacnacy motion activation energy and transport layer properties on hysteresis
factorH and apparent power conversion e�ciency PCE. Reducing the defect density
N0 reduces the magnitude of hysteresis and associated loss, and shifts the hystere-
sis behaviour to longer timescales. Reducing recombination does not change the
timescale of hysteresis behaviour, but does reduce the magnitude of hysteresis and
improve PCE. Increasing the activation energy, thus slowing the ions, shifts the be-
haviour to longer timescales but has no e�ect on the magnitude of hysteresis or loss.
Increasing the doping densities and permittivities of the transport layers shifts the
behaviours to longer timescales. Interestingly, the magnitue of hysteresis increases
then decreases, although PCE, even at steady-state, is always improved.

E�orts to eliminate ion migration-induced e�ciency losses should then focus on
reducing defect density and reducing recombination. One method that may achieve
both these goals is minimisation of compressive lattice strain. Recent results [90]
suggest that equilibrium halide vacancy concentration correlates with strain and
that strained regions show increased non-radiative recombination. Alleviating strain
should enhance the bene�cial e�ects of decreased vacancy density and passivation
of non-radiative recombination to both slow the onset of loss from ion motion and
also reduce its extent as in Figure 4.21. Concerted surface passivation strategies
can further reduce surface vacancies and decrease non-radiative recombination. Ex-
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Figure 4.16: H, JSC, PCE and FF as the ETL permittivity "E is varied between
"0 and 100 "0. The value used previously was 40 "0. VOC is insensitive to both scan
rate and "E, so is not shown.

Figure 4.17: H, JSC, PCE and FF as the ETL doping density dE is varied between
1020 m�3 and 1026 m�3. The value used previously was 1:7� 1024 m�3. VOC is
insensitive to both scan rate and dE, so is not shown.
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Figure 4.18: H, JSC, PCE and FF as the HTL permittivity "H is varied between
"0 and 100 "0. The value used previously was 3 "0. VOC is insensitive to both scan
rate and "H , so is not shown.

Figure 4.19: H, JSC, PCE and FF as the HTL doping density dH is varied between
1020 m�3 and 1026 m�3. The value used previously was 8� 1023 m�3. VOC is
insensitive to both scan rate and dH , so is not shown.
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Figure 4.20: H, JSC, PCE and FF against scan rate as the transport layer permit-
tivities "E = "H are varied together between "0 and 100 "0 and simultaneously the
transport layer doping densities dE = dH are varied together between 1020 m�3 and
1026 m�3. The values used previously are given in Table 3.2. VOC is insensitive to
all these parameters as before, so is not shown.

ploration of a range of A site cations, as mixed cation PSCs exhibit lower defect
density and enhanced performance and stability [45, 86, 91]. These strategies could
lead to signi�cant improvements in stabilised device PCE and marked reductions in
ion motion and photocurrent hysteresis.

Increasing activation energy is not suitable as a method to eliminating hysteresis
or e�ciency losses from ion motion, as all slowing the ions does is shift the hysteresis
to longer timescales. Reducing ion motion may be bene�cial in other ways, such
as reducing degradation related to lattice strain from ion hopping, although this is
still speculative. The model predicts that transport layers with higher permittivities
and doping densities yield better performance, and so suggests the use of inorganic
transport layers over organic ones. Note there is some evidence [92] that perovskite
layers form better quality �lms when deposited on organic �lms, leading to reduced
recombination and vacancy density { depending on the di�erence in quality, this
may a�ect the conclusion.

4.6 Ion density as a function of temperature

When we discussed the dependence of device behaviour on temperature, we noted
that the ionic di�usivity DP takes the form

DP = D1P exp

�
�
EA

kBT

�
: (4.12)
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Figure 4.21: The e�ect on H-factor and PCE from (a) decreasing the vacancy
density N0, (b) reducing recombination Rmult, (c) increasing the activation energy
for halide vacancy motion EA and (d) increasing transport layer permittivities and
doping densities "E, dE, "H and dH .
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By assuming the system response R is proportional to DP , and that DP is the only
parameter with Arrhenius form, a plot of lnR against 1=kBT yields the activation
energy EA. By choosing an easily measurable R, this provides us a method of
inferring the activation energy from experimental data. However, what if DP isn’t
the only parameter with Arrhenius form?

Until now, we have taken the iodide vacancy density N0 to be a �xed value of
1:6� 1025 m�3 at all temperatures [51]. Assuming a cubic lattice with parameter
a = 0.63 nm [51], the unit cell density is 1=a3 = 4� 1027 m�3. For 0.4% of Schottky
defects at room temperature [52], we �nd our N0 from before. The fraction of sites
with a vacancy may itself be calculated from„

exp

�
�

�HS

kBT

�
; (4.13)

where �HS is the reaction enthalpy (essentially an activation energy) for defect
formation. �HS for a Schottky defect has been calculated to be 0.14 eV [52]. We
can then derive an expression for the defect density as a function of temperature as

N0 = N10 exp

�
�

�HS

kBT

�
(4.14)

where N10 is the high-temperature limit. In order for N0 at T = 300 K to be
1:6� 1025 m�3 as before, N10 must be 3:6� 1027 m�3. The 10% discrepancy between
this number and the unit cell density appears to be due to a rounding error in
literature of exp(�0:14=0:0259) = 0.449% � 0.4%, a testament to �nding the �nal
answer algebraically before plugging the numbers in.

If N0 varies exponentially with T , then we need to rethink the method of ex-
tracting the activation energy { we know from Figure 4.13 that varying N0 shifts
the timescale of the ion motion behaviour as measured by H-factor, JSC, PCE, VOC
and FF. We previously assumed that the system response R was simply directly
proportional to the ionic di�usivity DP . As the system response depends on how
quickly the ionic Debye layers charge, it is more appropriate to consider the current
of ions into the layers. From Ohm’s law, the ionic current is

jP = �PE (4.15)

where �P is the ionic conductivity and E the electric �eld. The relevant E for
this problem is the unscreened bulk �eld within the perovskite layer. The ionic
conductivity for (monopositive) halide ions can be calculated from

�P = N0�P q (4.16)

where N0 is the number density, �P the mobility and q the elementary charge.
Converting mobility to di�usivity using the electrical mobility equation

DP =
kBT
q
�P ; (4.17)

we �nd

�P =
q2

kBT
N0DP : (4.18)

„ � HS should be divided by 2 in each equation in this section in which it appears. Please see
the note at the end of this section.
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Figure 4.22: Variation in H-factor, JSC, PCE, VOC and FF with scan rate and
temperature T , where both the ionic di�usivity DP and ionic density N0 have an
Arrhenius dependence on T . Arrhenius plot of the scan rates yielding maximum
H (dots), 90% of maximum JSC (circles), 90% of maximum PCE (crosses) and
maximum FF (squares). Values for activation energy plus reaction enthalpy inferred
from gradients are tabulated in Table 4.3.

Measure Inferred EA + �HS (eV) Error (%) Change, � �HS (eV)
H 0.6072 -16 0.0762
JSC 0.6691 -7.1 0.0810
PCE 0.7319 1.7 0.0824
FF 0.7010 2.6 0.0755

Table 4.3: Values for EA +�HS inferred from the shift in hysteresis factor H, short-
circuit current JSC, power conversion e�ciency PCE and �ll factor FF. The error is
given between each inferred EA + �HS and the expected exponential dependence,
0.72 eV. Also listed are the di�erences between the activation energies in Table 4.1,
inferred from when N0 is independent of T , which gives an indication of the e�ect
of �HS alone. The true �HS = 0.14 eV is underestimated.
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Then including the Arrhenius forms of DP from 4.12 and of N0 from 4.14 we obtain

�P =
q2N10 D1P
kBT

exp

�
�
EA + �HS

kBT

�
: (4.19)

Now sayingR / �P rather than directly toDP , we discover an additional dependence
of R on 1=T which may be contributing to the error in the inferred values of EA.
Assuming that the exponential dependence dominates, we �nd

R / exp

�
�
EA + �HS

kBT

�
(4.20)

which di�ers from (4.10) with the addition of the reaction enthalpy �HS. On an
Arrhenius plot, we would then expect a gradient of � (EA + �HS).

Figure 4.22 shows contour plots of H, JSC, PCE, VOC and FF as a function of
scan rate and temperature T where the vacancy density N0 varies exponentially as
in (4.14) with a reaction enthalpy �HS of 0.14 eV and high T prefactor N10 of
3:6� 1027 m�3. As before, in Figure 4.9, the ion di�usivity varies exponentially
with an activation energy EA of 0.58 eV and high T prefactor D1P of 3� 10�8 m2/s.
The inclusion of a temperature dependence of N0 does indeed increase the inferred
activation energy, although not by a much as expected. We would expect the inferred
energy to increase by �HS = 0.14 eV compared to the previous energies, although
each measure only increases by about 0.08 eV. Arrhenius plots work best when
EA � kBT , as a small change in temperature leads to a large change in dependent
variable. The �HS here is only about 5 times larger than kBT at 300 K, and so N0
is not especially sensitive to temperature. The underestimation of about 0.06 eV is
likely then to be error. When �HS is set arti�cially high to 0.6 eV, and the prefactor
N10 to an unphysically high 1:84� 1035 m�3 to preserve an N0 of 1:6� 1025 m�3

at 300 K, the inferred energies for all four methods increase by about 0.6 eV as
expected with an error of a few times kBT .

That �HS changes the measured activation energy at all should be a considera-
tion to using the shift in H-factor, JSC etc. to �nding EA experimentally. However,
this is only a problem if the vacancy density is able to vary freely according to (4.14)
after fabrication. As part of an encapsulated PV device, it may be that N0 is unable
to signi�cantly change with temperature { after all, where would the removed ions
go? Removed ions might be positioned along grain boundaries or perhaps as inter-
stitial Frenkel defects, although the tight packing of lead halide perovskites makes
Frenkel disorder unfavourable [51]. As �HS is relatively small compared to EA, the
error from the contribution of the former to measuring the latter, especially if the
e�ect is suppressed by encapsulation, is also small.

Note

In my viva it was pointed out that there should actually be a factor of 2 in the
denominator of the exponential terms in all equations in this section containing a
�HS term. In equations containing both EA and �HS terms, only the �HS should
be halved. The reason for this is that vacancy formation produces a pair of defects.
With regard to the model, the calculation of the vacancy density as a function
of temperature N0(T ) (4.14) is implemented exactly as written above without the
factor of 2. The e�ect of neglecting this factor is the same as modelling a �HS of
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twice what it actually is, i.e. of 0.28 eV. The main practical �nding of this section,
that the ion density N0 being a function of temperature will not signi�cantly altar
deduction of EA, is unchanged. In fact, the e�ect is overestimated due to this error
and N0(T ) has even less of an impact than found in this work. The �nding that
�HS will shift the hysteresis and other scan rate dependent device behaviours in
the same manner as EA is unchanged.

4.7 Preconditioning and inverse hysteresis

In the preceeding work, all J-V curves have swept from the built-in voltage Vbi
down to 0 V and back up to Vbi. This is because at Vbi there is no bulk �eld,
and so the Debye layers have no charge. In practice, however, Vbi is not known
beforehand. Indeed, high performance devices may have an open-circuit voltage
VOC > Vbi, and so starting the measurement above Vbi is necessary to measure the
full power generating quadrant of the J-V curve. Generally, the voltage is swept
from some ‘nice round number’ such as 1.2 or 1.6 V, chosen depending on the device
to be su�ciently above VOC to measure the full curve. Normally, the device is held
at the start voltage for some length of time before the J-V sweep, to allow the
measurement to settle. This process is known as preconditioning, where we shall
refer to the start voltage as the preconditioning voltage Vpre.

Preconditioning gained notoriety in the early days of perovskite research, when
it was found that preconditioning at a little above VOC could improve measured
performance on the down scan [2]. Groups could report inated performance by
preconditioning at a high voltage and then reporting only the down sweep of the J-
V scan. From the model, we know that this is because holding the device at around
Vbi discharges the Debye layers. Note that a cell in the dark with no applied voltage,
for example in a drawer with nothing attached to the electrodes, has fully charged
Debye layers. In the dark there is a potential di�erence between the electrodes that
charges the Debye layers, but no di�erence in Fermi levels that could be used to do
work. A device that is scanned from 0 V up and back down starts with the Debye
layers fully charged, giving worse performance. A device that is taken from Vap = 0
to Vap = Vbi quickly and then immediately scanned down and up will still exhibit
poor performance, as the layers do not have time to discharge. Preconditioning for
some length of time, usually minutes, is required.

Of interest is what happens when Vpre is a few hundred meV greater than Vbi,
as is usually the case in J-V measurements. Figure 4.23 shows H, JSC, PCE, FF
and VOC as a function of scan rate as the preconditioning voltage is increased from
starting at Vbi = 1.05 V. Perhaps the most prominent feature is the region of negative
H-factor for relatively fast scan rates (but not extremely fast scans) for far forward
bias. These J-V curves, said to exhibit inverse hysteresis, have an up scan that is
better than the down scan. Inverse hysteresis is a phenomenon of the equilibrium
charging of the Debye layers past Vbi. Figure 4.24 shows the band energies and
vacancy density pro�le for a scan with inverse hysteresis, with Vpre = 1.45 V and a
scan rate of 1 V/s. The band energies, vacancy density pro�le and bulk electric �eld
throughout the full J-V curve is shown in supplementary video 4. An explanation
of the meaning of the panels in this video is given in Section 4.2.

Initially, in panel (a), the Debye layers are charged to ensure zero bulk elec-
tric �eld (at bands in the bulk). This di�ers from Vpre = Vbi, where there is no
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Figure 4.23: H, JSC, PCE and FF as the preconditioning voltage Vpre is increased
from its previous value of Vbi = 1.05 V up to 1.85 V. Most notably, a region of
negative H, known as inverse hysteresis, appears for Vpre > Vbi for fast scans.

bulk �eld to begin with so the Debye layers are not charged. When Vap > Vbi the
bulk �eld drives carriers away from their respective transport layers, and so the
Debye layers are charged with opposite polarity to when Vap < Vbi. As before, very
slow scans show no hysteresis because the Debye layers charge/discharge su�ciently
rapidly to keep up with the scans; very fast scans show none because the layers
charge/discharge su�ciently slowly to be negligible on the timescale of the scan.
For certain hysteretic scans with relatively fast scan rates, such as the scan in Fig-
ure 4.24 and supplementary video 4, the scan is fast enough such that the negatively
charged Debye layers take the majority or entirety of the scan to discharge. For hys-
teretic scans with slower scan rates, such as those with rates less than a few hundred
mV/s in Figure 4.24, inverse hysteresis is not observed because the negative Debye
layers fully discharge in the early stages of the down scan.

During the scan, the negative Debye layers increase the electric �eld within the
bulk at the expense of introducing potential barriers near the interfaces with the
transport layers. This is the case in Figure 4.24 (b) and (c), as can be seen by
the slight minima in band energies next to the ETL and slight maxima next to the
HTL. While the increased bulk �eld boosts charge separation in the bulk, this is
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Figure 4.24: (a)-(e) Band energies (solid lines, left axes) and halide vacancy density
(dashed lines, right axes) for a PSC at �ve points throughout a J-V scan starting
from 1.45 V down to 0 V and back up to 1.45 V at 1 V/s. Shown are applied
voltages of (a) 1.45 V at the start of the down scan, (b) 0.8 V on the down scan, (c)
0 V, (d) 0.8 V on the up scan and (e) 1.45 V at the end of the up scan. (f) The full
J-V curve, with down scan denoted by the thin solid line and up scan by the thick
dashed line. This curve is notable for exhibiting inverse hysteresis, whereby the up
scan is better than the down scan.

91



more than cancelled out by the energy extrema near the interfaces that block the
carriers from transferring to the transport layers. Over time, the negative Debye
layers discharge, improving photocurrent. By 0.8 V on the up scan, plotted in panel
(d), the Debye layers are considerably less charged than for 0.8 V on the down scan
in panel (b). As a result, the current on the up scan is greater than that of the down
scan, yielding inverse hysteresis. The full J-V scan is shown in panel (f).

The other clear feature of Figure 4.24 is a decrease in (b) JSC, (c) PCE and (d) FF
for fast scans as Vpre is increased, leading to L-shaped regions of high performance
on these plots. This decrease in performance is another consequence of negative
Debye layers. For these faster scan rates, the Debye layers are unable to discharge
signi�cantly during the down scan. Larger preconditioning voltages cause larger
energy barriers near the interfaces which take longer to discharge, yielding poorer
performance. If the scan rate is slow enough then Vpre has no e�ect, as evidenced
by the vertical contours for the slowest scan rates. Slow scan rates should be used
anyway, as previously discussed, in order to measure the steady-state performance
of devices.

4.8 Conclusion

The drift-di�usion model has been applied to explore the behaviour of a typical pla-
nar lead halide perovskite solar cell. First and foremost, vacancy-mediated halide ion
motion is found to o�er a uni�ed theory for a wide range of anomalous behaviours,
including current-voltage hysteresis. Ions within the perovskite active layer pack
into tight Debye layers next to the internal interfaces with the transport layers. The
ionic layers induce counter layers of carriers within the transport layers themselves.
The Debye layers act to screen the electric �eld within the active layer, hindering
charge separation and extraction. This leads to increased bulk recombination, and
lower performance.

J-V hysteresis and associated e�ects are fully explained by the dynamics of the
Debye layers charging and discharging over the course of the scan. Holding a device
at high voltage and scanning down yields better performance than starting at short-
circuit, as the Debye layers start discharged. The extent to which hysteresis present
depends on the alignment of the timescale of the J-V sweep with the timescale of the
Debye layers charging and discharging. Very fast scans yield no hysteresis and good
performance, representative of the device if the ions were immobile. Very slow scan
rates also exhibit no hysteresis but poor performance, representative of steady-state
operation. Scans where the timescales are comparable, normally hundreds of mV/s,
show hysteresis. To tell if hysteresis is present, a device should be measured at a
range of scan rates.

The timescales of ion motion, and thus Debye layer charging/discharging, may
be modi�ed via changing temperature, vacancy density, activation energy and trans-
port layer properties. Increasing temperature speeds up the ions, shifting hysteresis
to higher scan rates. Due to the Arrhenius dependence of ion di�usivity on tem-
perature, the activation energy may be extracted experimentally from J-V curves
by examining how hysteresis, short-circuit current, power conversion e�ciency and
�ll factor shift in scan rate as the temperature is varied. Activation energies are
found experimentally for four perovskite solar cells, in good agreement with density
functional theory calculations.
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Reducing vacancy density shifts hysteresis to longer timescales and reduces loss.
Reducing recombination reduces loss, but does not a�ect the hysteresis timescale.
Increasing activation energy lengthens the hysteresis timescale, but does not re-
duce loss. Increasing the permittivities and doping densities of the transport layers
lengthens the timescale of hysteresis and reduces loss, although can increase the
amount of hysteresis for certain values.

The prediction of hysteresis on transport layer properties explains a key criticism
of ion motion theory: if ion motion is an intrinsic property of perovskite, transport
layers would na��vely be expected not to make a di�erence. The drift-di�usion model
shows, due to explicit modelling of the transport layers and fully-coupled particle
dynamics, that electronic charge in the transport layers also contribute to �eld
screening. Hysteresis-free devices may be explained by the dependence on transport
layer properties, as changing an inorganic transport layer to an organic one may
shift the hysteresis to fater scan rates than routinely measured.

The e�ect of setting ion vacancy density as a function of temperature is explored,
�nding that the gradient of the Arrhenius plot then gives sum of the activation
energy for ion motion as before plus the reaction enthalpy for vacancy formation. If
the vacancy density is able to vary freely with temperature then measurements of the
activation energy may be overestimated. As the reaction enthalpy is predicted to be
small, of the order 100 meV, the error from neglecting this term is also likely to be
small. Finally it is demonstrated that preconditioning at a high voltage, hundreds
of mV past the built-in voltage, can cause inverse hysteresis. In such a case, the up
scan is better than the down scan due to the formation of Debye layers at the start
of the scan that act to block charge extraction at the perovskite/transport layer
interfaces.
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Chapter 5

Kinetic Monte Carlo Modelling of
Energy Transport in Organic Solar
Cells

Organic solar cells (OSCs) have shown considerable potential as an alternative PV
technology, especially for niche applications [93]. Advantages of OSCs largely co-
incide with the advantages of organic electronics generally. Organic �lms are very
exible, in turn opening up the possibility to manufacture using roll-to-roll (R2R)
processing techniques and for use in wearable devices. The feedstock has the po-
tential to be low cost, if production were to commence on an industrial scale, and
critical device properties (speci�cally energy levels) can be tuned through both ma-
terial choice and doping. The low initial capital cost to deploy a system is useful
for generating small amounts of power in isolated areas. The main disadvantages of
OSCs are low power conversion e�ciencies, that struggle to compete with those of
traditional inorganic devices [94] and issues relating to long-term stability a�ected
OSCs from their inception [95] and continue to to this day [96]. It has been predicted
that organic systems are capable of generating power competitively if commercial
OPV modules can achieve an e�ciency of 7% (already found in laboratory produced
devices) and a lifetime of 5 years [97].

This chapter examines energy dynamics within OSCs. Energy transfer between
di�erent materials is known to occur within organic devices, but its relative impor-
tance in practical devices is unclear. The scale of energy transport in a standard OSC
architecture, with both two and three materials, is studied. How energy transport
may be exploited to improve device performance is discussed.

5.1 Introduction

Excitons

Absorption of a photon in an OSC works much the same as in an inorganic device.
An absorbed photon promotes an electron from the highest occupied molecular or-
bital (HOMO) to the lowest unoccupied molecular orbital (LUMO). These are anal-
ogous to the valence and conduction bands respectively. The electron and hole are
separated and driven to opposite sides of the device. An additional challenge arises
in OPV compared to inorganic photovoltaic devices { that of separating a produced
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electron-hole pair when it is �rst generated. In inorganic materials absorption of
photons directly produces free charge carriers, but in OSCs the pairs remain tightly
bound by the Coulomb interaction [98]. Each pair acts as an electrically-neutral
quasiparticle, known as the exciton [99].

Classically, if an electron and hole are initially a distance rex from each other in
a material with relative permittivity �r, the energy required to separate the particles
is given by

EB =

Z 1

rex

Fdr =
e2

4��0�r

Z 1

rex

dr
r2 =

e2

4��0
1

�rrex
: (5.1)

EB is known as the exciton binding energy. The Bethe-Salpeter equation [100]
provides a quantum mechanical treatment of the exciton binding energy [101, 102],
necessary for accuracy at small rex where the e�ect of bound charges is no longer well-
described by a continuum of relative permittivity �r. As discussed previously, the
value of the exciton binding energy in a material determines whether it is excitonic.
That is, whether excitons are present in signi�cant number within the device or
whether they dissociate quickly into free charges. From (5.1), the binding energy
of the exciton depends on both the permittivity of the material and the size of the
exciton, known as the exciton radius.

In terms of electron-hole separation, excitons can be broadly split into two types:
Frenkel and Wannier-Mott excitons [99]. A Frenkel exciton has a small radius, less
than the intermolecular spacing, with the exciton is localised on a single molecule.
Excitons in organic devices are usually of this type [103, 104, 105]. A Wannier-Mott
exciton has a radius much larger than the intermolecular spacing, spanning several
molecules [99].

Organic materials have a low relative permittivity, usually in the range 3 to
4. Excitons in a small molecule organic material tend to be localised on a single
molecule, with a small e�ective radius of perhaps a nanometre or smaller [106]. In
organic polymers, they are localised to a region a few monomers in length, called
a chromophore. Binding energies are usually in the range 300 to 600 meV, though
can be well over 1 eV [107]. An electric �eld strength well in excess of 1 MV/cm
would be required to split an exciton [106, 108]; the typical built-in �eld in an OSC
is 0.1 MV/cm [109]. Organic materials are, therefore, decidedly excitonic.

Once an exciton is generated, if it is not split quickly the electron and hole
will recombine. The rate at which this occurs is 1=� , where � is known as the
exciton lifetime. Exciton lifetimes are material dependent, though typically around
a nanosecond for most organics [110].

Excitons may exist in either a singlet or triplet state, with a total spin angular
momentum of 0 or 1 respectively. Excitons that are generated by absorption of a
photon must be singlets. Photons have spin 0, so to conserve spin the promoted
electron must keep its original spin. The space left in the HOMO will be for an
electron of that spin, and so the exciton can recombine. Triplets can be formed in
OPV devices, and play an extremely important role in OLEDs, though we shall not
consider them here.

Exciton dissociation

As the internal �eld is insu�cient to overcome the binding, dissociation (splitting)
of the exciton into free charges must occur by another means. This is achieved
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Figure 5.1: Dissociation from both sides of a donor-acceptor heterojunction. In the
left panel, it is energetically favourable for the hole, but not the electron, to hop to
the donor material. In the right panel, it is favourable for the electron, but not the
hole, to hop to the acceptor. In this way, an exciton can be dissociated from either
side of the interface.

by a heterojunction between an electron donor material and an electron acceptor
material, known as a donor-acceptor (DA) interface [111]. For e�cient dissociation
from the donor side, the LUMO of the donor must be greater than the LUMO of
the acceptor by more than the exciton binding energy so that it is energetically
favourable for the electron to hop from the donor material to the acceptor [108],

DLUMO � ALUMO > EB: (5.2)

Likewise for dissociation from the acceptor side,

DHOMO � AHOMO > EB: (5.3)

These processes are shown in Figure 5.1. Needing to satisfy (5.2) and (5.3) is a
major source of loss in OSCs, As excitons do need to be dissociated, however, this
loss is seemingly unavoidable.

Once one of the charges has hopped to the other material, the exciton is dissoci-
ated and the charges can drift away from the interface to be collected. This occurs
within the order of picoseconds [112]. If an exciton separates at an interface from
the donor side where (5.2) is not satis�ed, or from the acceptor side where (5.3) is
not satis�ed, the electron or hole can still hop to the other material, but will not
fully dissociate. In this case a new quasiparticle called an exciplex or charge transfer
(CT) state is formed, straddling the interface [113]. This can then dissociate into free
charges, though the exact mechanism for this is still unclear [114]. It is thought that
the carriers may separate quickly enough (�100 fs) to use excited ’hot’ energy levels
to clear each others inuence to the point where the electric �eld from the di�erence
in electrode potentials is su�cient to overcome the Coulomb interaction [115]. The
electric �eld, then, reduces the barrier to dissociation, explaining the dependence of
photocurrent on voltage [116]. In any case, the e�ciency of CT separation is near
unity in many organic systems at normal operating voltages [117].
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The free carriers can then travel to the electrodes to be extracted, either by
di�usion or drift from an electric �eld. As free electrons are only located in the
acceptor material, it is often referred to as the electron conductor. Similarly for
holes, the donor is called the hole conductor. Excitons can in principle generated in
either material, provided the energy of the photon is at least the bandgap for that
material. OSCs typically employ a polymer as the p-type electron donor and either
another polymer or a fullerene derivative as the n-type electron acceptor compo-
nent [118]. Conjugated polymers, which have a backbone of alternating single and
double bonds, are often used due to their higher hole conductivity from overlapping
p-orbitals creating a system of delocalised �-electrons [119]. Polymers generally
have higher absorptivities than small molecules, especially fullerenes, so tend to be
responsible for most of the generation within an OSC.

F�orster Resonance Energy Transfer

In principle, an exciton may not be generated close enough to an interface to im-
mediately dissociate and must migrate closer to a boundary. Singlet excitons, as
would produced by absorption of a photon, may move from one molecule to another
via F�orster Resonance Energy Transfer (FRET) [120]. A singlet on one molecule,
the donor, acts as an oscillating dipole and can couple to a non-excited molecule,
the acceptor [121]. The dipole-dipole interaction allows the energy to be transferred
from the donor, producing a new exciton on the acceptor { the exciton appears to
instantaneously hop. If the donor and acceptor are the same material, this is referred
to as homotransfer; else, if the materials are di�erent, it is called heterotransfer.

The rate of FRET between two molecules is given by [120, 121, 122]

kFRET =
1

�

�
R0

r

�6

(5.4)

where � is the exciton lifetime, r is the distance between themolecules and R0 is
the F�orster radius for the transition between those two molecules. The F�orster
radius is de�ned as the distance where the rate of FRET is equal to the radiative
recombination (uorescence) rate 1=� , as can be seen by substituting r = R0 into
(5.4). The F�orster radius can be calculated using

R6
0 =

9000Q0(ln 10)�2

128�5n4NA
J (5.5)

where Q0 is the uorescence quantum yield of the donor, n the refractive index and
NA Avogadro’s number.

� is the orientation factor, de�ned as

� = uD � uA � 3(r � uD)(r � uA) (5.6)

where r is the unit vector pointing from the donor to the acceptor and uD and uA
are the unit vectors in the direction of the donor and acceptor dipole moment respec-
tively. Computationally, �2 is often taken as h�2i = 2=3. This average corresponds
to the dynamic isotropic limit, where all dipoles are randomly aligned [123]. In the
absence of knowledge on how excitons are actually aligned, this introduces the least
extraneous information.
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J is the overlap of the donor uoresence spectrum with the acceptor absorption
spectrum, given by

J =

Z 1

0
FD(�) "A(�) �4 d� (5.7)

where FD(�) is the normalised uorescence spectrum of the donor, "A(�) the molar
extinction coe�cient of the acceptor and � wavelength. It is important to note that,
despite the dependence on the spectral overlap, FRET is a non-radiative process that
uses the radiative pathway { no real photon is emitted or absorbed. The transfer
can be described by emission and absorption of a virtual photon that transfers the
energy instantly.

Device morphology

Once an exciton has dissociated, the liberated charges must be extracted at the
correct electrodes. Charge carriers drift under the inuence of the built-in �eld,
electrons toward the anode and holes toward the cathode. As the exciton is electri-
cally neutral, its path through the cell is una�ected by the built-in �eld. This poses
a problem in a simple bilayer device, as illustrated in Figure 5.2, because an exciton
generated in the bulk of a layer will undertake a random walk and may not encounter
the interface. The root-mean-square displacement an exciton moves in a material
between generation and recombination is known as the di�usion length. Excitons in
organic semiconductors usually have di�usion lengths of the order 10 nm [110, 124],
so only excitons generated within a distance of about 10 nm of the interface will
dissociate. This cripples the e�ciency of the device.

One solution to this problem is to simply introduce more interfacial area. This
led to the development of the bulk heterojunction, or BHJ. The electron and hole
conductors are intertwined on the nanoscale [109], as shown in Figure 5.2. This dras-
tically increases the interfacial area and thus exciton dissociation e�ciency (EDE),
the fraction of generated excitons that dissociate. The extent of interpenetration is
often characterised by the feature size [125], de�ned as

F =
3V
A

(5.8)

where A is the interfacial area of the sample of volume V .
For the freed carriers to be extracted at the electrodes, they must traverse the

morphology while remaining in their respective conducting layers. In a BHJ, the
interpenetration of the conductors means there is a higher chance of a charge meeting
its opposite and recombining across the interface. Increased interpenetration also
increases the possibility of traps in the morphology where a particle gets stuck
in a peninsular surrounded by the other conductor but cannot escape due to the
electric �eld. There needs to be percolation paths for regions of each material to
the appropriate electrode, else the regions will act as traps and dimish performance.
Due to the simplicity of a bilayer, there is only the correct conducting layer between
the particle and the electrode and so there is less loss from charge transport. The
fraction of produced charges that are extracted de�nes the charge collection e�ciency
(CCE) of the device. There is, then, a trade o� between good EDE for large feature
size and good CCE for small feature size as the internal quantum e�ciency (IQE)
depends linearly on both these e�ciencies. Watkins et al. [126] used a kinetic Monte
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Figure 5.2: Illustration of planar and bulk heterojunction (BHJ) morphologies
for OSCs. In the planar arrangement, at sheets of acceptor and donor materials
form a p-n junction. This has very little interfacial area for exciton dissociation,
so is not very e�ective. In a BHJ, the acceptor and donor materials intricately
permeate each other, forming a disordered structure with very large interfacial area.
Optional bu�er layers prevent charges reaching the wrong electrodes. Whether the
p-type material is the layer on the front side (as depicted here) or the n-type is also
optional.

Carlo approach to quantify the interplay between these two e�ects and found it led
to a Goldilocks region of intermediate feature size where overall IQE was maximised.
Figure 5.3 summarises the full set of processes for converting a photon to current,
with each de�nition of e�ciency.

Ternary OSCs

One reason for low e�ciencies in organic materials is poor absorptivity of low-energy
photons. Many organic materials used in OSCs have relatively wide bandgaps, with
low or no absorption in the infra-red. In an e�ort to improve current, OPV devices
with three active materials, known as ternary devices, have generated signi�cant
interest in recent years. These typically employ a near infra-red (NIR) sensitiser
as a third material, designed to absorb in the otherwise wasted IR spectrum. This
allows the cell to absorb more light overall, produce more current and hopefully
therefore achieve higher power conversion e�ciencies.

While ternary devices do deliver signi�cantly better photocurrents, this has not
translated into proportionately larger PCEs. The reason for this is that ternary
OSCs su�er from poorer photovoltage than their binary (two material) counter-
parts. Figure 5.5 shows the energy levels in typical binary and ternary OSCs. For
each carrier species to have an energetically favourable path its appropriate elec-
trode, the band energies of the materials must be arranged such that LUMO levels
decrease towards the anode and HOMO levels increase towards the cathode. This
is known as a cascade structure. In addition, the energy o�set at each interface
needs to be chosen to be great enough to allow exciton dissociation. An o�set of
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Figure 5.3: Illustration of the processes within an OSC for converting a photon to
current, with relevant e�ciencies. 1: a photon is absorbed, producing an exciton.
2: the exciton dissociates (e�ciency EDE), producing a free hole and free electron.
3: the free carriers travel to their respective electrodes and are extracted (e�ciency
CCE), producing useful current. The e�ciency of converting an already absorbed
photon (an exciton) to current is the internal quantum e�ciency (IQE). The overall
e�ciency of converting a photon before absorption to current is the external quantum
e�ciency (EQE).

�300 meV, a typical exciton binding energy, is often used. In principle excitons
need to dissociate from both sides of the interface, so both (5.2) and (5.3) need to
be satisifed simultaneously for a total o�set of about 600 meV per interface [127]. As
the built-in voltage of an OSC depends on the di�erence in electrode Fermi levels,
depicted in Figure 5.5, the addition of the ternary material results in an additional
0.6 V overall reduction in possible photovoltage. This is on top of the minimum
0.6 V required from the single interface in the binary system. The strict energy
band o�set requirement is the single biggest limiting factor in OSC e�ciency [128].

The energy levels for a typical ternary organic system, P3HT:DIBSq:PCBM is
shown in Figure 5.6a. The system of P3HT:PCBM is very well studied in the
�eld of OPV. The polymer P3HT acts as the electron acceptor (p-type) and the
fullerene PCBM as the electron donor (n-type). An infra-red sensitiser DIBSq, with
intermediate energy levels, may be added as the ternary material. Fortunately, due
to surface energy e�ects, DIBSq congregates at the interface between P3HT and
PCBM [129] leading to a cascade structure. Normally only a few percent of DIBSq
by weight is used, an amount found to improve device performance signi�cantly.

A key line of research in OPV is overcoming the band o�set requirements for
exciton dissociation. One possibility is to exploit F�orster energy heterotransfer.
Exciton di�usion within a material (homotransfer) is well known, but transfer from
one material to another has been identi�ed as an important process in ternary OSCs
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Figure 5.4: Chemical structures of organic semiconductors considered here. Top-
left: polymer P3HT, often used as the electron acceptor. Top-right: fullerene deriva-
tive PCBM, often used as the electron donor. Centre: small molecule DIBSq, used
as an infra-red dye. Bottom: polymer PTNT, a possible alternative for P3HT.
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Figure 5.5: Binary and ternary device with band energies in the cascade structure.
For organic materials, LUMOs are represented by the upper lines and HOMOs by
the lower lines. For the electrodes, the lines represent Fermi levels. For an electron
e� in any material, there is a path of successively lower energies towards the anode;
likewise for a hole h+ towards the cathode. The built-in voltage, de�ned as the
di�erence in Fermi levels between electrodes, for each device is labelled Vbi.

[130]. In fact, heterotransfer is often a far faster process than homotransfer, as the
energy acceptor necessarily has a lower exciton energy (essentially the bandgap)
than the donor. One obvious use of heterotransfer is to funnel excitons from the
bulk of an energy donor to an interface with an energy acceptor, and thus improve
dissociation e�ciency. Another exciting possibility is to selectively funnel excitons
from one side of an interface to another, and thus relax the neccessity for dissociation
on the donor side. Related, speci�cally for ternary systems, is to funnel excitons
into the ternary material and dissociate them all from there. In fact, if the ternary
material domains are small enough, only a single o�set may be needed.

An alternative acceptor layer for OSCs is PTNT, which has deeper HOMO and
LUMO levels than P3HT. The PTNT:DIBSq:PCBM system is shown in Figure
5.6b. Due to the smaller energy o�sets with DIBSq and PCBM, a ternary system
containing P3HT can be expected to have a higher open-circuit voltage. However,
the HOMO o�set of PTNT with DIBSq is just 10 meV { not large enough to
dissociate excitons from the DIBSq side of the interface. Excitons may still dissociate
from the PTNT side, however, as the LUMO o�set is greater than 300 meV.

In this chapter, we �rst examine the importance of energy heterotransfer in both
binary and ternary systems. Then, using the ternary systems in Figure 5.6, explore
if the band o�set requirements may be relaxed by exploiting heterotransfer.

5.2 Kinetic Monte Carlo model

In order to model both the wide variety of events that may occur in an OSC and the
widely di�erent rates at which they occur, here we employ the kinetic Monte Carlo
(KMC) method. KMC treats the evolution of a system as a sequence of discrete
events. We provide the di�erent events that can happen and how to calculate the
rates at which they happen. A KMC simulation chooses a sequence of events to
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Figure 5.6: Band diagrams for a standard P3HT:DIBSq:PCBM system and the
new PTNT:DIBSq:PCBM system. Energies are labelled in eV, possible exciton
dissociation paths by arrows. With P3HT, the energy levels form a cascade structure
with su�cient o�sets that excitons can dissociate at either side of both interfaces.
With PTNT, the �10 meV HOMO o�set between PTNT and DIBSq is too small
for excitons to dissociate from the DIBSq side of the interface.

occur, providing individual trajectories for the entities in the system.
There are two usual methods for implementing the KMC: the residence time

algorithm (RTA) and �rst reaction method (FRM). The RTA is the direct way to
implement the algorithm that closely follows the mathematics, while the FRM is an
alternative method that can be more e�cient for certain systems. The FRM also
easily allows for a particularly e�cient approximate implementation, though gives
the exact same result as RTA if performed with full accuracy.

Residence Time Algorithm

At the start of the RTA loop, the rates for all n events that may occur in the system
are calculated. An event is selected with a probability proportional to its rate, so
the chance of event i with rate ri being occurring is

Pi =
ri

nP

j=1
rj

(5.9)

where the denominator is the sum of rates of all events. This can be calculated
e�ciently for event i by calculating the cumulative sum of rates for all events before
and including i in the event list

Ci =
iX

j=1

rj: (5.10)

We then generate a uniform random number u in the range (0, Cn], where Cn is the
sum of all rates, and pick the event i for which Ci�1 < u � Ci. Using a binary search
method allows this to be found in O(log2 n) time. This event is then executed and
the simulation clock incremented by

�t = �
1

Cn
ln(v) (5.11)
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where v is a uniform random number in the range (0, 1]. This draws a number from
a Poisson distribution, weighted by the total sum of rates, with an average value of
1=Cn.

We can visualise the RTA by considering a number line. We place all of the
Ci on the number line, which spans from 0 to Cn. The space between Ci and the
previous value (or 0 for C1) is ri. We then pick a random point on the line, which
will be in any spacing with a probability proportional to the width of the spacing.

Once this has been completed, the loop begins again. As it is usually expensive
to completely recalculate everything again on the next step (unless there are very
few possible events), some optimisation should be made to remember some of the
event information from the previous loop to avoid unnecessary recalculation. For
example, the execution of an event will usually only signi�cantly impact the rates
of other events nearby in space. For particles in a box, the algorithm might be
optimised by compartmentalising the system into supercells and only recalculating
events for particles in the same or neighbouring supercells as the most recent event.

First Reaction Method

The FRM uses the concept of an event queue, rather than a number line. As in the
RTA, the �rst step is to calculate all the possible events and the rates at which they
occur. Next, for each event i we calculate a waiting time for that event,

�i = �
1

ri
ln(v) (5.12)

where again v is a uniformly drawn random number in range (0, 1]. This uses the
same logic as (5.11) in the RTA, but this time for each individual event rather than
for the system as a whole. Each event is then placed into the queue in chronological
order by � , such that the event with the shortest � is at the front, and the longest �
at the back. The KMC loop can then begin: the �rst event in the queue is executed,
and the simulation time updated by that event’s waiting time � .

We now have a choice as to what happens next. If we throw away the queue
and recalculate it from scratch, we obtain the same answer as the RTA with no
approximations. Of course, in this case it is considerably more e�cient to not store
the queue at all. As we only need the fastest event, when calculating events we can
simply store the event with the smallest �i found so far and overwrite this when we
�nd a faster event.

Alternatively we can obtain a signi�cant speed up for systems with a large queue
by storing the queue between events. In this case, fully calculating the queue is done
once, at the start of the simulation. After any event occurs, any new events that
have become possible are given a waiting time using (5.12) and inserted into the
queue at the appropriate points to conserve chronological order.

This leads to the complication that execution of one event may invalidate a later
one; for example, if a particle recombines then it can no longer move. As such, all
events must be checked for validity before execution. If an event is no longer valid
it is discarded. In addition, the rates of certain events may change without the
event becoming invalid. For example, the movement of a charged particle changes
the motion of any nearby charged particles. To rectify this we would need to store
which events depend on each other, which may be di�cult and expensive. Otherwise,
any error from outdated events can simply be accepted. This is likely to especially
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hamper the accuracy of modelling rare events, as these slow events are most likely
to remain in the queue for longest.

As a compromise between fully recalculating the queue each step and dealing with
outdated events, a hybrid scheme may be employed where a full queue recalculation
happens after some chosen number of steps and the queue is reused in the meantime.
This stops the queue from becoming too ‘stale’ while still o�ering a signi�cant speed
up.

One major bene�t of the FRM over the RTA is that only the fastest from a set
of mutually exclusive group of events will occur. An electron may be able to move
from its current position to one of tens or hundreds of nearby sites, for example, but
only the fastest need be recorded in the queue. Once the electron has moved from its
initial position, all events from that initial position to any other positions would be
invalidated. Therefore, only the fastest event from a set of mutually exclusive events
need be stored. Another boost to computational e�ciency comes from storing the
queue from one Monte Carlo step to the next, at the cost of some accuracy.

KMC model for exciton dynamics

For this study, the �rst reaction method (FRM) is used. As we are primarily inter-
ested in the dynamics of energy transfer, the only particle we consider is the exciton.
The morphology of the system consists of a cubic lattice of sites with a spacing of
1 nm. Each site is a certain material and has an associated exciton energy. The
exciton energy for each site is randomly drawn from a Gaussian distribution with
standard deviation �. Only one exciton may exist on a site at a time, and generation
on or hopping to an occupied site is forbidden. The temperature for all simulations
is 300 K.

Possible events for the system are exciton movement, generation, recombination
and dissociation. Excitons may hop from one site to another via FRET, as in (5.4).
We modify this with a Boltzmann multiplier to reduce the rate of hops that result
in an increase in energy:

kFRET =
1

�

�
R0

r

�6

�

(
exp

�
� �E

kB T

�
�E > 0

1 otherwise
(5.13)

where kB is the Boltzmann constant, T temperature and �E the change in energy
from the hop. Excitons may hop to a site of the same material or a material with a
smaller bandgap. Hopping to a site of a di�erent material with a larger bandgap is
not possible due to the large increase in energy this requires.

Generation is uniform across the system with a rate 10 s-1nm-3 or 10 s-1 per site,
which was found to approximate the standard AM1.5 spectrum for a layer thickness
�100 nm. Excitons recombine with a material dependent rate 1=� .

At a boundary site, which we de�ne to be any site adjacent to another site of
a di�erent material, an exciton may dissociate. This is handled separately from
other events. When an exciton hops to (or is generated on) an interface site, it has
a probability p to dissociate instantly. If it does not dissociate, it remains in the
system as normal and can continue to hop through the system or recombine. If
the exciton hops to an interface site again it has another chance to dissociate. The
probability p can be varied for each side of the same boundary; e.g. the dissociation
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Material Q0 (%) L (nm) � (ns) � (eV)
P3HT 25 8.5 [132] 0.9 [133] 0.06
PCBM 8:3� 10�2 [134] 5 [135] 1.43 [134] 0.09
PTNT 32 8.5 0.9 0.09
DIBSq 2 [136] 4.9 [133] 0.05

Table 5.1: Fluorescence quantum yield Q0, di�usion length L, exciton lifetime �
and excitonic energy disorder � for the four materials studied.

R0 (nm)
Acceptor

P3HT PTNT PCBM DIBSq

Donor

P3HT 2.3 2.7 5
PTNT 2.3 2.8 5.2
PCBM 2.3 1.2
DIBSq 1.1

Table 5.2: F�orster radii for relevant energy transfer combinations.

probability from the P3HT side of a P3HT:PCBM interface may di�er from the
probability from the PCBM side.

Materials

The values for uorescence quantum yield Q0, exciton di�usion length L, exciton
lifetime � and exciton energy disorder � for each material as used are given in Table
5.1. Cited values were taken from literature. Q0 values for P3HT and PTNT were
measured in-house by collaborators at the University of Newcastle using a standard
procedure [131]. Q0 for DIBSq was not needed as it did not act as the donor in any
FRET pathways. L and � for PTNT were assumed to be the same as in P3HT as
both have similar optimal feature sizes when paired with PC70BM. � was found by
�tting a Gaussian to the measured absorbance spectrum of each material.

The F�orster Radii for heterotransfer were calculated using (5.5) and (5.7), the
values in Table 5.1 and measured uorescence and absorbance spectra. A refractive
index n of 1.4 was used for all materials. The dipole orientation factor � was taken
so that �2 was 2=3 for all transfers, which corresponds to the average value if dipoles
are oriented randomly [123].

R0 values for homotransfer were calculated using the KMC. For each material for
a range of R0 values, a 100�100�100 nm3 box was simulated with exciton energy
levels distributed normally with the appropriate standard deviation � in Table 5.1.
An exciton was placed in the centre of the box and allowed to hop through the
system until recombination; its absolute displacement from the starting position
was then recorded. Periodic boundaries existed in all three dimensions, and the
number of times the exciton crossed the periodic boundaries kept track of so as to
simulate an in�nitely large box. Upon recombination, the energy landscape was
randomised and a new exciton placed. This was repeated 10,000 times for each
R0, and the root-mean-square of the set of displacements taken to give the exciton
di�usion length L as a function of R0. R0 was varied in 0.1 nm intervals, and the
value taken giving the closest L to that from literature in Table 5.1. The full set of
F�orster Radii are given in Table 5.2.
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Figure 5.7: Exciton dissociation mechanisms in a binary P3HT:PCBM system. (i)
An exciton in P3HT dissociates by electron transfer to PCBM. (ii) An exciton in
PCBM dissociates by electron transfer to P3HT. (iii) An exciton in P3HT hetero-
transfers to PCBM. Afterwards, the hole may transfer back to the P3HT (dashed
line). We refer to the combination of (iii) followed by (ii) as the two-step dissociation
process.

5.3 Impact of heterotransfer in a binary BHJ

Exciton dissociation e�ciency (EDE) is a crucial metric for an OSC, as a poor EDE
results in fewer produced free charges and thus less current. Dissociation occurs
via one of the processes in Figure 5.7. In (i), an exciton is generated in the P3HT
domain and hops via homotransfer within the material to the boundary with PCBM.
As both the HOMO and LUMO of P3HT are higher than those of PCBM, electron
transfer is energetically favourable but hole transfer is not. This also leads to the
situation in (ii), where an exciton in the PCBM phase may dissociate by the hole
transferring to the P3HT.

A third process is also possible: an exciton generated in the P3HT may hetero-
transfer to the PCBM as in (iii) and then dissociate from that side of the interface as
in (ii). This is possible as the bandgap of PCBM, i.e. the di�erence in HOMO and
LUMO levels, is smaller than that of P3HT and PCBM absorbs light at wavelengths
where P3HT uoresces. The rate of heterotransfer determines how prevalent this
process, which we call the two-step mechanism, is in the device. Heterotransfer is

108



Figure 5.8: Exciton dissociation e�ciencies (EDEs) in percent as a function of the
electron and hole transfer probabilities pe and ph for the same morphology when
energy transfer from P3HT to PCBM is (a) ignored and (b) included.

often neglected, however, when simulating exciton dissociation in binary systems.
Here, we investigate the e�ect heterotransfer has on the EDE of a binary device to
evaluate whether this is a reasonable approximation.

The rate at which an exciton dissociates at an interface depends depends on the
o�set between the HOMO levels of the materials for hole transfer driven dissociation,
such as from the PCBM side of a P3HT:PCBM interface, or between the LUMO
levels for electron transfer driven, as from the P3HT side of P3HT:PCBM [137]. In
the model, this corresponds to the dissociation probability p. As we are interested in
varying p for each side of the interface, we denote pe as the probability of the exciton
dissociating from the P3HT side via electron transfer and ph as the probability from
the PCBM side.

To quantify the importance of heterotransfer, we studied a 1:1 P3HT:PCBM BHJ
morphology with feature size 15 nm and varied pe and ph between 1% and 100%.
The morphology was created by collaborators at the University of Newcastle using
the cellular automata method described elsewhere [138]. The method is similar to
the Ising model: sites are randomly assigned a material type, and then randomly
swapped with a an Ising style probability that gradually builds domains. The sys-
tem was 80�80�80 sites large, with periodic boundaries enabled. For each point,
100 simulations were run for 10 µs each, with the energy landscape randomised at
the start of each simulation. EDE was calculated as the fraction of excitons that
dissociated of those generated. Figure 5.8 gives the obtained EDE as a function of
pe and ph for (a) without and (b) with heterotransfer.

When heterotransfer is not included, pe and ph each have about the same impact
on the EDE. This is because, with heterotransfer disabled and mechanism (iii) in
Figure 5.7 not possible, each exciton must dissociate from the side of the boundary
it was generated on and half the excitons will be generated in each material. If a
binary device was fabricated using materials where heterotransfer could not happen
e�ciently, it would be important to optimise both the HOMO and LUMO energy
o�sets to ensure both (i) and (ii) are e�cient.

With heterotransfer on, however, ph dominates the EDE and pe has relatively
little e�ect. An exciton on the P3HT side can still e�ciently dissociate via the two-
step mechanism, despite a low pe. Mechanisms (ii) and (iii) are both viable paths
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Figure 5.9: (a) Di�erence in EDEs between ignoring and including heterotransfer,
in percentage points. The dashed line shows where pe = ph, and the di�erence in
EDEs is � 0. (b) The fraction of dissociated P3HT excitons that underwent the
two-step process, in %.

for a P3HT exciton to dissociate, so only one of these paths need be optimised.
Mechanism (i) is the only path for a PCBM exciton to dissociate, and so this needs
to be e�cient for a high EDE. Some excitons in the P3HT will transfer across to
the PCBM even if pe is high, further increasing its importance.

In general, we �nd that to obtain a good EDE in a binary system the following
must be e�cient: (ii) the dissociation from the FRET acceptor side of the interface
and either (i) dissociation from the FRET donor side or (iii) heterotransfer from the
donor to acceptor. As noted previously, one of the major voltage loss mechanisms
in organics cells is the need to have relatively large o�sets (� 300 meV) in the
HOMO and LUMO levels at the interface to ensure good EDE (mechanisms (i) and
(ii)). Heterotransfer can be exploited here by not including the o�set required for
excitons in the FRET donor material, improving the photovoltage, but ensuring they
can still dissociate via the two-step process (mechanisms (iii) then (ii)), maintaining
photocurrent.

The di�erence between the EDEs in Figure 5.8 (without heterotransfer minus
with) is shown in Figure 5.9a. If pe � ph, ignoring heterotransfer will still predict
the correct EDE to within a few percentage points. This is denoted by the dashed
line in the �gure. When the pe and ph di�er considerably, it is crucial to consider
mechanism (iii) to obtain an accurate answer.

In P3HT:PCBM blends, we can estimate pe based on the rate of the exci-
ton to decay radiatively in P3HT krad = 1.67 GHz [139], decay non-radiatively
knonrad = 5 GHz [140] and dissociate kdissoc = 100 GHz [139] using

p =
kdissoc

krad + knonrad + kdissoc
(5.14)

which comes to about 94%. Hole transfer is about 100 times faster that electron
transfer [139], which leads to ph � 100%. Since the p’s are similar, ignoring het-
erotransfer will not signi�cantly over or underestimate EDE for the P3HT:PCBM
system.

The fraction of dissociated P3HT-generated excitons that undergo the two-step
dissociation process is shown in Figure 5.9b. As the P3HT-side dissociation proba-
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bility pe decreases, the fraction of excitons undergoing two-step dissociation increases
leading to the low dependence of EDE on pe seen in Figure 5.8b. For P3HT:PCBM,
with ph = 100% and pe � 100%, 43% of dissociated P3HT excitons do so using
the two-step mechanism. Even though excluding heterotransfer does not a�ect the
calculated EDE in this case, it is neglecting this important behaviour. If pe were
smaller, such as if we were to exploit the two-step mechanism to increase photovolt-
age by eliminating an energy o�set as mentioned earlier, virtually all P3HT excitons
would use this path. It is important to consider heterotransfer in OSCs not just so
that dissociation dynamics are accurately described, but also because this opens
possible avenues to improve the devices.

5.4 Exciton dissociation in a ternary organic sys-

tem

Binary systems, such as P3HT:PCBM, have only one interface and thus two energy
o�sets, one between the HOMOs and another between the LUMOs, to drive exciton
dissociation. In a ternary BHJ, such as P3HT:DIBSq:PCBM, there are three pos-
sible interfaces (P3HT:PCBM, P3HT:DIBSq and DIBSq:PCBM) and so six energy
o�sets. Since it is unlikely that all six o�sets will result in the same p, heterotransfer
becomes a necessary consideration to calculate EDE accurately.

The P3HT:DIBSq:PCBM BHJ system employs DIBSq as an infrared sensi-
tiser. From energy-dispersive x-ray elemental mapping and studies of surface en-
ergy, DIBSq regions are located at the P3HT:PCBM interface [130]. Further evi-
dence comes from considering the energy structure of the system, as given in Figure
5.6a. P3HT:DIBSq:PCBM forms an energy cascade structure, where electrons in
the LUMO can successively hop from P3HT to DIBSq to PCBM, and reverse for
holes in the HOMO. The observed optimum concentration for DIBSq is less than
5%, which is far too low to form continuous paths to the electrodes. For DIBSq to
improve performance and be photo-active in the EQE spectrum as observed, each
region of DIBSq must be simultaneously able to pass holes to the P3HT and elec-
trons to the PCBM. If DIBSq existed purely within a region of P3HT, there would
be nowhere for electrons in the DIBSq to go to { the entire DIBSq region would act
as a trap. The same logic applies for a region of DIBSq in PCBM, as such a region
would trap holes. Therefore, DIBSq domains must be in contact with both other
materials.

In our model, the simulated ternary structures were produced by taking binary
P3HT:PCBM systems, generated using the cellular automata method, and randomly
replacing P3HT:PCBM interface sites with DIBSq until the desired DIBSq concen-
tration was reached. As all six o�sets in the electronic cascade structure, shown in
Figure 5.6a, are of at least the order of the exciton binding energy, the dissociation
probability p for each interface is set to 1.

The EDE as a function of the DIBSq content for three feature sizes is shown in
Figure 5.10a. The addition of a few percent of DIBSq relative to P3HT signi�cantly
improves the EDE for all feature sizes. As discussed previously, smaller feature sizes
have a naturally larger EDE due to the shorter distance on average to an interface
and so the e�ect of the DIBSq is most pronounced for the larger 31 nm feature size
morphology. Addition of more DIBSq always results in better EDE, though with
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Figure 5.10: (a) Exciton dissociation e�ciency (EDE) as a function of DIBSq con-
tent for ternary BHJs of P3HT:DIBSq:PCBM (markers) and PTNT:PCBM:DIBSq
(lines) with feature sizes of 14 nm (dots, solid line), 15 nm (crosses, dashed line)
and 31 nm (circles, dotted line). (b) Fraction of excitons that dissociated which did
so at an interface with DIBSq.

diminishing returns.

To determine the importance of the energy cascade structure in ternary blends,
the P3HT is replaced in the model with PTNT [141]. PTNT does not form a
cascade structure with DIBSq and PCBM, eliminating an energy o�set as illustrated
in Figure 5.6b. An exciton in DIBSq cannot dissociate at an interface with PTNT
as it can with P3HT as the HOMO o�set for PTNT:DIBSq is only 10 meV, over an
order of magnitude lower than the exciton binding energy. In this simulation, p for
excitons on the DIBSq side of a PTNT:DIBSq is set to 0. A free hole, not bound
with an electron, can still transfer from the DIBSq to the PTNT. In addition, an
exciton on the PTNT side of the PTNT:DIBSq interface can still dissociate due to
the large LUMO o�set �500 meV.

Figure 5.10a shows no loss in EDE for the PTNT system as we might expect.
While excitons in DIBSq cannot dissociate with the PTNT, the DIBSq domains
are small enough for excitons to usually �nd an interface with PCBM where they
can dissociate. This shows that a full cascade energy structure is not needed for an
e�cient ternary device.

The EDE improvement with addition of DIBSq can be explained by the F�orster
radius. As Table 5.2 shows, R0 for homotransfer is 2.3 nm for P3HT and PTNT.
These values contrasts with the very large F�orster radii of 5 and 5.2 nm for hetero-
transfer from P3HT and PTNT respectively to DIBSq. Because the rate of F�orster
transfer is proportional to the sixth power of R0, this results in a hop from either
P3HT or PTNT to DIBSq being over 100 times faster than a homotransfer hop of
the same distance. The large R0 results in e�cient, long range energy transfer from
P3HT and PTNT to DIBSq, where the exciton soon dissociates due to the small
domain size. The small domain sizes of DIBSq also explain the optimum content on
that material being only <5% [130]. When a large amount of DIBSq is added, this
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is likely to build up large domains of the material at the P3HT:PCBM interface.
When the interface approaches saturation, it is possible that isolated domains of
DIBSq may form in the bulk of the other materials, acting as traps as discussed
earlier.

The intended advantage of adding a third material to an organic device is better
light absorption leading to larger photocurrents. This is important as organic cells
su�er from low photocurrents due to the bandgaps of most organic materials (�2 eV)
being larger than the optimum bandgap calculated from the Shockley-Queisser limit
(�1.4 eV). The trade-o� is that open-circuit voltages in ternary organic devices are
generally lower than in their binary counterparts due to the additional energy level
o�sets required to dissociate excitons. These results show that this trade-o� may
be made less severe or even eliminated completely if excitons can be moved from
interfaces with small o�sets to those with larger o�sets. In the PTNT:DIBSq:PCBM
case the movement was simply di�usion to the DIBSq:PCBM interface due to the
small domain size of the DIBSq dye.

This can also be achieved with energy transfer. By selecting a dye so that hops
from the other two materials to the dye have a large R0, e.g. P3HT or PTNT to
DIBSq, excitons would be e�ciently funnelled from all over the device to the dye
domains. Figure 5.10b demonstrates the importance that just a small amount of
DIBSq has { around half of dissociating excitons do so at a DIBSq interface, even
with just 5% DIBSq content. For BHJs with large feature sizes, this fraction rises to
80%. This means only the two o�sets from the dye to the other materials need be
large enough to dissociate excitons. If the domains of the dye are small, such as for
DIBSq, only a single o�set is needed. By minimising the energy o�sets, we eliminate
the disadvantage ternary cells have compared to binary in the lower photovoltage,
but maintain the advantages of better light absorption.

Note that here we only consider the excitons in a BHJ. To calculate the internal
quantum e�ciency (IQE) of a device we must also consider the fraction of liberated
charges that are successfully extracted before they recombine, the charge collection
e�ciency (CCE). Larger feature sizes are better for charge collection e�ciency, but
lead to worse exciton dissociation e�ciency. As Figure 5.10 shows, the EDE im-
provement found by adding a small amount of DIBSq is largest for larger feature
sizes. This is because long range heterotransfer allows excitons in the bulk of the
P3HT or PTNT domains to make a large hop directly to the interfacial region.
Excitons in morphologies with smaller feature sizes are highly likely to dissociate
anyway, and so long range transfer does not have as great a bene�t. The addition
of DIBSq is most e�ective for BHJs with larger feature sizes, as this will mitigate
the poor EDE while maintinaing the naturally good CCE.

5.5 Conclusion

The dissociation e�ciency of excitons in organic solar cells has been simulated us-
ing a kinetic Monte Carlo model. Within the model, excitons may be generated
by photon absorption, recombine, dissociate at an interface and di�use throughout
the simulation volume through F�orster resonance energy transport (FRET). Both
homotransfer between two sites of the same material and heterotransfer between
two sites of di�erent materials are considered. Using F�orster radii and other mate-
rial properties calculated from experiment, heterotransfer is found to be prevalent
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in bulk heterojunctions consisting of either two or three materials. Heterotransfer
is found to funnel excitons from the bulk of the energy donor material to inter-
face sites of the energy acceptor, providing an e�cient pathway for dissociation.
Heterotransfer is particulary widespread in ternary devices of P3HT:DIBSq:PCBM
and PTNT:DIBSq:PCBM, due to the particularly large F�orster radius between the
energy donors P3HT and PTNT and the energy acceptor DIBSq.

The e�cient funnelling of excitons to DIBSq may be exploited in ternary systems
to improve exciton dissociation e�ciency (EDE). Improvement in EDE is strongest
for bulk heterojunctions with a large feature size, which tend to su�er from lower
EDE. One of the major shortfalls of ternary organic solar cells is the requirement
for an additional set of signi�cant band energy o�sets, hindering maximum obtain-
able photovoltage. F�orster heterotransfer relaxes this requirement, by providing an
alternative path to dissociation. In short, F�orster resonance energy transport of
excitons between materials o�ers an enticing way to improve the performance of
organic solar cells.
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